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Introduction 

 

Background on Salt and Salt Brine Use in Idaho 

The Idaho Transportation Department (ITD) uses a variety of methods to help ensure safe travel on the 

state highway system following winter storm events. These methods include plowing, use of sand to 

improve traction, and use of granular salts and salt brines (sodium chloride, magnesium chloride and 

calcium chloride) for deicing. Material application rates (for granular salts, liquid brines, and anti-skid 

sand) vary by district, based on the severity of the storm, the time between material applications, and 

the pavement temperature. For a technical discussion of the freezing point of deicing chemical 

solutions, refer to CI²!Ωǎ aŀƴǳŀƭ ƻŦ tǊŀŎǘƛŎŜ ŦƻǊ ŀƴ 9ŦŦŜŎǘƛǾŜ !ƴǘƛ-Icing Program. 

 

L¢5Ωǎ winter maintenance practices have evolved and improved over the years, as research has 

demonstrated the safety and economic benefits of using various materials, and as new technologies for 

tracking road conditions and materials usage have supported proactive, streamlined operations. ITD has 

also taken steps to minimize potential negative impacts associated with salt and salt brine applications, 

such as the addition of corrosion inhibitors and careful storage of salt stockpiles to avoid runoff. For 

ŘŜǘŀƛƭǎ ŀōƻǳǘ L¢5Ωǎ ƳŀǘŜǊƛŀƭǎ ǳǎŀƎŜΣ ƘƛǎǘƻǊƛŎŀƭ ǿƛƴǘŜǊ ƻǇŜǊŀǘƛƻƴǎ ǇǊŀŎǘƛŎŜǎΣ ŀƴŘ ƭŜŀŘŜǊǎƘƛǇ ƛƴ ǿƛƴǘŜǊ 

maintenance materials research and practice, see the overview provided by ITD in Appendix B. ITD also 

publishes information about how the agency prepares for storms, its use of anti-icing chemicals, and 

how roads are prioritized for plowing on the ITD Winter Maintenance website. 

 

Purpose of This Report 
 

While the use of salt and salt brines can help keep roads free of snow and ice, improving safety and 

mobility, questions have been raised about the corrosive effects they have on vehicles, their 

environmental impacts, and their contribution to wildlife-vehicle collisions (big-game animals may be 

attracted to salt used on roadways). To better understand these potential impacts, ITD requested a 

review of literature and state practices in each of these three areas of concern. This investigation also 

included: 

¶ Face-to-face interviews with ITD stakeholders about their concerns. 

¶ A survey of state departments of transportation (DOTs) regarding their winter maintenance 

materials and practices. 

¶ A review of federal environmental regulations regarding the use of winter maintenance deicing 

chemicals. 

¶ Interviews with staff at the Idaho Transportation Department and Idaho Department of 

Environmental Quality ǘƻ ŘƻŎǳƳŜƴǘ ŀƴȅ Ǿƛƻƭŀǘƛƻƴǎ ƻǊ ǇŜƴŀƭǘƛŜǎ ǊŜƭŀǘŜŘ ǘƻ L¢5Ωǎ ƭŜǾŜƭ ƻŦ 

compliance with environmental requirements. 

ITD will use the findings of this report to inform future practices in winter highway operations in the 

state. 

http://www.fhwa.dot.gov/publications/research/safety/95202/005.cfm
http://itd.idaho.gov/highways/WinterMaintenance/WinterMaint-Home.htm
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Overview of Report Parts 
 
Part 1. Deicers, Inhibitors, and Vehicle Corrosion 

 
This section of the report presents completed and in-progress research (both laboratory and field 

studies) on the corrosive effects of salt and salt brines on vehicle components/parts. The findings 

include a review of laboratory testing approaches used for winter chemicals, national standards and 

specifications aimed at minimizing corrosion, and the effectiveness of corrosion inhibiting additives. The 

report also presents ǎǘŀǘŜ ǇǊŀŎǘƛŎŜǎΩΣ ƛƴŎƭǳŘƛƴƎ LŘŀƘƻΩǎ, related to inhibitor use and other strategies for 

minimizing corrosion, as shared through survey responses and related documentation. Refer to the 

Summary of Findings at the beginning of this section for an overview of key findings and conclusions. 

 
Part 2. Environmental Effects of Roadway Deicing 

 
This section presents research and other literature on the environmental impacts of using granular salts 

(including sodium chloride, calcium chloride, and magnesium chloride), salt brines, sand, and corrosion 

inhibitors for roadway deicing. The report addresses potential impacts to soil, vegetation, water quality, 

aquatic life, air quality, and animals (through ingestion). This synthesis also summarizes federal 

environmental regulations regarding winter maintenance deicing materials used by ITD, including 

chloride salts and abrasives, and L¢5Ωǎ ƭŜǾŜƭ ƻŦ ŎƻƳǇƭƛŀƴŎŜ ǿƛǘƘ ǘƘŜǎŜ ǊŜƎǳƭŀǘƛƻƴǎΦ Refer to the Summary 

of Findings at the beginning of this section for an overview of key findings and conclusions. 

 

Part 3. Road Salt and Wildlife-Vehicle Collisions 

 

This section reviews research and literature regarding the extent to which salt used for deicing may be 

attracting wildlife to roadways, increasing the likelihood of wildlife-vehicle collisions. The report also 

discusses strategies for minimizing collisions that might be related to salt and salt brine use, such as 

using additives to repel animals and draining roadside salt pools. Refer to the Summary of Findings at 

the beginning of this section for an overview of key findings and conclusions. 

 
Part 4. Appendices ς Supplemental Information 

 
In the course of this study, CTC talked with many individuals at ITD and throughout Idaho to gather 

background information and resources. CTC also conducted a 25-question survey on behalf of ITD aimed 

at identifying the range of approaches to salt and abrasives use (as well as the use of additives and 

corrosion inhibitors), the rationale for these approaches, any problems encountered and steps taken to 

minimize negative impacts. The survey questions were organized around the three focus areas of the 

research (corrosion, environmental impacts, and wildlife-vehicle collisions) with the goal of identifying 

trends among the states surveyed, major similarities and differences, and notable practices. See 

Appendix A for the full survey responses by question. Observations related to the three areas of interest  
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are also included in each of the three report parts. Finally, CTC received several guidance and policy 

documents from state DOTs related to their use of winter maintenance materials. L¢5Ωǎ ǿƛƴǘŜǊ 

maintenance practices are summarized in Appendix BΤ ƻǘƘŜǊ ǎǘŀǘŜǎΩ ƎǳƛŘŀƴŎŜ ŘƻŎǳƳŜƴǘǎ ŀǊŜ ŀǾŀƛƭŀōƭŜ 

online or from ITD. 
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Part 1 
Deicers, Inhibitors, and Vehicle Corrosion 

 

Executive Summary 
 

Background 

The use of chemicals for anti-icing and deicing roads is one of the most common practices in winter 

maintenance. The materials help agencies improve safety for the traveling public by speeding the 

process of clearing snow and ice from roads and helping prevent snow and ice build-up. A wide variety 

of chemicals are available, and each has its advantages and disadvantages. While salt and other 

chloride-based chemicals are generally effective and relatively inexpensive, they contribute to corrosion 

in the metals used in vehicles. This corrosion has been estimated to cost billions of dollars per year in 

the United States. (Koch et. al. 2002) 

 

Corrosion - the electrochemical oxidation of metal - can be caused by many factors, including contact 

between two different types of metals, microbes, or heating in the presence of oxygen. Deicing 

chemicals are a major cause of corrosion on motor vehicles, however, because the chloride ions in salt 

and other deicers produce highly electrochemically active solutions when dissolved in water, including 

the snow they melt. 

 

To mitigate the impact of vehicle corrosion from chlorides, agencies often recommend regular vehicle 

washing to remove corrosive chemicals from cars and trucks. Some state DOTs also add corrosion 

inhibitors, many based on agricultural by-products, to their deicing chemicals. Acetate-based deicers 

have also been developed that contain no chloride and are therefore minimally corrosive, but their cost 

is significantly higher than chloride-based deicers. ITD's practices include the use of solid salt, salt brine, 

and magnesium chloride brine with corrosion inhibitors approved by Pacific Northwest Snowfighters, a 

consortium of transportation agencies that tests deicing and anti-icing chemicals. 

 

While these efforts appear to have had some positive impact, vehicle corrosion remains a problem. 

Winter maintenance agencies are working to minimize the amount of corrosion through careful 

selection of chemicals and practices.  

 

For example, ITD has minimized the quantities of salt used, according to a February 2012 Idaho 

Department of Environmental Quality (IDEQ) report. (Idaho DEQ 2012, pp. 29-30) ITD used 

approximately 100,000 tons of dry salt and 4 million gallons of salt brine in the 2012-13 winter season, 

according to the 19-state survey conducted as part of this synthesis (see Appendix A). L¢5Ωǎ ŀǇǇƭƛŎŀǘƛƻƴ 

rate of around 130 pounds of salt per lane mile, as reported in the IDEQ report, is significantly lower 

than in other states, particularly in the Midwest, where application rates may be 600 to 1,500 pounds of 

salt per lane-mile. ITD has also started to use mobile data collectors with GPS to collect data about 

material application rates to improve practices and minimize chemical usage. 

http://isddc.dot.gov/OLPFiles/FHWA/011536.pdf
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Nevertheless, there are still concerns among some stakeholder groups, both in Idaho and nationally, 

regarding vehicle corrosion attributed to the use of chloride-based deicers, and particularly road salt 

(sodium chloride). To address these concerns, ITD requested a synthesis of research on the corrosive 

effects of deicers, practices and products available to reduce corrosion, and state practices aimed at 

mitigating the impacts.  

 
Summary of Findings 

 
Vehicle corrosion from all sources has a significant costτ$23.4 billion annually nationwide in corrosion-

related depreciation, repairs and maintenance, and engineering and material costs, according to the 

most recent available FHWA estimates. (Koch et. al. 2002) Since deicing chemicals are a major source of 

vehicle corrosion, agencies have invested considerable resources into trying to quantify the differences 

in corrosiveness among chemicals and evaluate the impacts of corrosion inhibitors and other strategies 

to minimize corrosion.  

 

All chloride salts used for deicing - which include sodium chloride, magnesium chloride, and calcium 

chloride - are corrosive. In laboratory tests, sodium chloride has consistently been among the most 

corrosive. However, a ǎƛƳǇƭŜ ǊŀƴƪƛƴƎ ƻŦ ŘŜƛŎƛƴƎ ŎƘŜƳƛŎŀƭǎΩ corrosiveness is difficult for several reasons. 

 

There are several widely accepted laboratory tests of corrosiveness. However, these tests do not always 

produce results that agree with each other or the corrosion performance of deicing chemicals in the 

field. Environmental conditions are likely important in determining the relative corrosion rates among 

deicing chemicals, because both magnesium chloride and calcium chloride are hygroscopic (water-

attracting). In humid environments, these chemicals stick to metal better than road salt and therefore 

have more time to cause corrosion. 

 

Several other factors affect the corrosiveness of a chemical. Vehicles contain several different metals, 

and each metal reacts uniquely to various deicing chemicals. A deicer that is minimally corrosive to steel 

may cause serious corrosion to aluminum, for example. Climatic conditions, methods of use, and 

application rates all affect the corrosiveness of a given deicing chemical as well. Corrosion inhibitors 

further complicate matters, as there are many unique formulations on the market, and their effects also 

vary based on conditions and the metals they come in contact with.  

 

The difficulty of making a definitive assessment of the corrosiveness of deicing chemicals is illustrated by 

the experience of the Washington State DOT 2002ς2004 Salt Pilot Project, one of the most extensive 

field studies of deicer corrosiveness to date. Comparing the corrosiveness of salt vs. corrosion-inhibited 

chemicals on steel, researchers found that the corrosion-reducing effects of inhibited chemicals that 

were seen in the eastern part of the state were not apparent in the western part of the state. (Baroga 

2005, pp. 43) 

 

  

http://isddc.dot.gov/OLPFiles/FHWA/011536.pdf
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A 19-state survey conducted for this investigation found that state DOTs use a combination of 

approaches to reduce corrosion to vehicles. These include adding corrosion inhibitors to deicing 

chemicals, outreach to the public and other stakeholders to encourage regular vehicle washing to 

remove corrosive chemicals, and adjusting application rates and approaches.  

 

It is also potentially illustrative to examine techniques used to minimize corrosion on winter 

maintenance equipment, which is naturally exposed to significant quantities of corrosive anti-icing and 

deicing chemicals. Many agencies make special efforts to mitigate the impact of corrosive chemicals on 

this equipment, such as by careful material selection, using metal coatings, and modifying maintenance 

practices, particularly frequent washing. Washington State DOT identified several best practices for 

mitigating corrosion on DOT equipment, including material selection, improved design, maintenance 

practices such as vehicle washing, and effective anti-corrosion coatings or salt removers. 

 

Detailed Findings 
 

Chloride-based chemicals, in general, are the most corrosive deicing chemicals. However, tests disagree 

about which of the three common chlorides (sodium chloride, magnesium chloride, and calcium 

chloride) is most corrosive. In practice, environmental conditions are likely important in determining 

relative corrosion rates among these chemicals, because magnesium chloride and calcium chloride are 

hygroscopic (water-attracting). In humid environments, these chemicals stick to metal better than road 

salt and therefore have more time to cause corrosion. 

 

Laboratory Testing Approaches 
 

There are several standard laboratory tests used to evaluate deicer chemical corrosiveness. (Shi and 

Akin 2010, A-1ςA-3) Briefly, they are: 

 

¶ NACE TM 0169-95:  Metal coupons are cyclically submerged in a deicer chemical solution. Their 

mass is measured before and after the test to determine how much corrosion took place. 

 

¶ Pacific Northwest Snowfighters uses a modification of the NACE test to determine whether to 

approve corrosion-inhibited product for sale to PNS members. Metal coupons are immersed for 

72 hour-long cycles consisting of 10 minutes of immersion followed by 50 minutes of drying. 

Solutions are compared to distilled water and 3 percent sodium chloride, and corrosion for all 

solutions is "corrected" by subtracting corrosion due to the distilled water. Products 70 percent 

less corrosive than the salt solution may be approved. 

 

¶ ASTM F483:  This is similar to the NACE test, but exposure is constant. 

 

¶ ASTM B117:  Another continuous-spray test. 

  

http://clearroads.org/research-projects/downloads/08-32deicinglabtest-final-report.pdf
http://clearroads.org/research-projects/downloads/08-32deicinglabtest-final-report.pdf
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¶ SHRP H-205.7:  This is also an immersion test, but aspiration introduces air into the solution. 

Inhibitors should be tested at three concentrations, and the test is recommended to be 

conducted for up to eight weeks. 

 

¶ SAE J2334:  This test includes procedures for dip, fog, or spray applications. Metal coupons 

coated with automotive paint are exposed to a chemical for 15 minutes, followed by 17 hours 

and 45 minutes of drying, and then 6 hours in a 100 percent humidity environment. The test is 

run for 80 cycles, with flexible options for weekends and holidays. 

 

¶ Electrochemical techniques measure polarization as an indicator of corrosion rates. (Metal 

corrosion is an electrochemical redox reaction in which electrons are transferred between 

different types of atoms to produce new chemical compounds.) These are the most rapid tests 

available, with evaluations available in under two hours. 

 

Research on Deicers and Corrosion 

 

Laboratory Tests 

 

Most corrosion studies compare deicing chemicals using sodium chloride as an index. While steel is the 

metal most frequently tested, many studies have evaluated the effect of deicers on multiple metals. In 

published research, sodium chloride is consistently among the most corrosive chemicals tested; 

corrosion rates of salt on steel are often in the range of 40 to 50 mils (thousandths of an inch) per year 

(MPY). Because of differences in test methods, the research studies cited in this synthesis reported rates 

as low as 1.6 MPY and as high as 130.1 MPY.  

 

While laboratory corrosion tests may offer useful information, their context must be considered. As 

Iowa Highway Research Board Project TR-471, "Evaluation of Deicing Materials and Corrosion Reducing 

Treatments for Deicing Salts," notes: "At present there are no data that link specification test 

performance with field performance." (Nixon et al. 2009, pp. 17) It goes on to acknowledge that "while 

the multi-year salt pilot project in Washington State goes some way toward developing some of the data 

that [a significant test program] would require, even this field study, extensive as it is, does not provide 

the information required." 

 

Field Tests 

 

There have been limited field tests of deicer effects on corrosion. Field tests in Washington State and 

Ontario found that while many corrosion inhibitors reduced corrosion by at least 70 percent in lab tests, 

they generally failed to meet that standard in the field. (Baroga 2005, pp. 21ς34; Ontario Ministry of 

Transportation 2009) Four field tests performed by three agencies are described below. 

http://www.iihr.uiowa.edu/wp-content/uploads/2013/06/IIHR472.pdf
http://www.mto.gov.on.ca/english/transtek/roadtalk/rt15-1/#a2
http://www.mto.gov.on.ca/english/transtek/roadtalk/rt15-1/#a2
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Washington State DOT Field Test (2002-2004 Salt Pilot Program) 

Among the most extensive field tests in the literature, this multi-year test designated 25- to 60-mile 

sections of highway where specific deicing chemicalsτrock salt and salt brine, corrosion-inhibited liquid 

magnesium chloride, and corrosion-inhibited liquid calcium chlorideτwere used exclusively. Steel and 

aluminum coupons were mounted on Washington State DOT maintenance trucks that worked 

exclusively within one of these highway sections and were therefore exposed only to a single chemical, 

as well as supervisor trucks that were driven on highways where they might be exposed to multiple 

types of chemicals. Coupons were also fitted onto fence posts within the project sections to provide 

controls to measure "background" corrosion due to weather. (Baroga 2005) 

 

This test showed mixed results. (Baroga 2005 pp. 43ς44) In the eastern parts of the state, corrosion on 

truck-mounted steel coupons exposed to inhibited chemicals was significantly less than on those 

exposed to salt, although these reductions did not meet the commonly cited Pacific Northwest 

Snowfighters specification of "70 percent less corrosive than salt." These results were not replicated in 

the western part of the state, although those results may be skewed by a limited quantity of data.  

 

In eastern Washington, guardrail-mounted steel coupons exposed to corrosion-inhibited chemicals 

suffered more corrosion than those exposed to salt. Researchers did not offer an explanation for this 

result. This test was not run in the western part of the state. 

 

Corrosion rates on aluminum coupons were particularly varied; in some instances, coupons exposed to 

salt experienced more corrosion, but in others, corrosion-inhibited chemicals caused more corrosion.  

Overall corrosion rates on aluminum were significantly less than on steel: The steel coupons lost grams 

of mass due to corrosion, while aluminum coupons lost tenths of grams. 

 

Ontario Ministry of Transportation Field Test 

 

While not published as a formal research report, the Ontario test was based on steel and aluminum 

coupons mounted on roadsides where different winter maintenance liquids with varying quantities of 

corrosion inhibitors were used. Results were inconclusive; the first phase found that inhibitors reduced 

corrosion in some cases but increased it in others. A second phase, involving more testing sites, was 

similarly inconclusive; inhibited chemicals that performed well in lab tests led to increased corrosion in 

the field as the inhibitor concentration increased. (Ontario Ministry of Transportation 2009) 

 

Colorado DOT Field Tests 

 

In a 2002 Colorado DOT (CDOT) field test, five metal coupons of varying metals were mounted on 

Plexiglas plates; these plates were mounted on seven private for-hire trucking company trucks and three 

CDOT Region 6 maintenance trucks. (Xi and Xie 2002, pp. 24ς25, 33ς34) Differences in corrosion rates 

could be seen on different trucks, most notably that trucks being driven between Denver and Grand 

Junction suffered more corrosion than those driven between Denver and Pueblo. Salt application 

http://www.mto.gov.on.ca/english/transtek/roadtalk/rt15-1/#a2
http://www.coloradodot.info/programs/research/pdfs/2002/magautocor.pdf/at_download/file
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records on the roads where the trucks were driven were not available, however, and no conclusions 

could be generated. 

 

A 2009 CDOT field test installed mild and galvanized steel coupons at sites in Aspen, Greeley, and Castle 

Rock for times ranging from 255 to 451 days. (Shi et al. 2009) These coupons were exposed to chloride-

based deicers, although the specific chemicals were not specified. Mild steel corrosion rates averaged 

0.09 MPY, significantly lower than in other tests detailed in this and other reports. This seemingly 

anomalous result is attributed to two factors: the long test time and the limited deicer exposure. 

Corrosion rates are greatest at the beginning of the corrosion process, because once corrosion forms it 

serves as a barrier to further corrosion. Long tests will therefore have a lower overall corrosion rate. 

Additionally, the metals in this test were exposed to deicing chemicals for only a small percentage of the 

test time. (Shi et al. 2009, pp. 214ς216, 229) 

 

Summary of Lab and Field Studies 

 

Sodium chloride is consistently among the most corrosive chemicals tested in available laboratory 

studies. Corrosion rates of salt on steel are often in the range of 40 to 50 mils (thousandths of an inch) 

per year (MPY), calculated as the weight loss due to corrosion/(area of tested coupon * time * metal 

density). Because of differences in test methods, such as the concentration of chemicals used, 

differences in the method of chemical exposure, and differences in the cycle of exposure and drying 

(without exposure to the chemical), comparing corrosion rates from different tests may not be valid. 

Different tests below reported salt's corrosion rate on steel as low as 1.6 MPY and as high as 130.1 MPY. 

Oxygen is a necessary part of the corrosion process, so tests based on immersion of metal in chemicals 

produced minimal corrosion. (Xi and Xie 2002, pp. 32) 

 

Below is an overview of the key research studies completed on the link between corrosion and salt or 

deicer use in order of significance. 

 

http://www.westerntransportationinstitute.org/documents/reports/4W2007_Final_Report.pdf
http://www.westerntransportationinstitute.org/documents/reports/4W2007_Final_Report.pdf
http://www.coloradodot.info/programs/research/pdfs/2002/magautocor.pdf/at_download/file
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Table 1. Completed Research on Corrosion and Salt or Deicer Use 

Study Test Method Results 

2002-2004 Salt Pilot Project: Final Report for 

the Washington State Department of 

Transportation  

Field The Washington State Department of Transportation 2002ς2004 Salt Pilot Project conducted a field evaluation 

of sodium chloride and corrosion-inhibited snow and ice control chemicals on steel and aluminum. On steel, 

corrosion rates for coupons exposed to salt were greater than those for inhibited chemicals, although inhibited 

chemicals did not meet the Pacific Northwest Snowfighters' 70% corrosion reduction standard in the field. 

Corrosion rates varied widely for the aluminum compounds. Corrosion was significantly less to aluminum, 

generally measured in tenths of grams relative to grams for steel, and conclusions may therefore not be as 

valuable. (Baroga 2005 pp 21ς34) 

ά/ƻǊǊƻǎƛƻƴ LƴƘƛōƛǘƻǊ ¢ŜǎǘǎΥ ¢ƘŜ wŜǎǳƭǘǎ !ǊŜ Lƴέ  Field Ontario Ministry of Transportation conducted laboratory and field testing of corrosion inhibitors on both steel 

and aluminum in 2006 and 2007. Lab and field tests (in which corrosion coupons were installed on threaded 

nylon rods installed in patrol areas using different winter maintenance liquids) evaluated NaCl brine, MgCl2 

brine, and a brine that blends NaCl, CaCl2, and MgCl2. Each chemical was tested uninhibited and with inhibitors 

rated to be 50% and 70% less corrosive than sodium chloride brine. Results were mixed. The first phase found 

that in some cases inhibitors reduced corrosion, but in others inhibitors increased corrosion. A second phase, 

with a larger number of field sites and coupons tested, was similarly inconclusive. Inhibited chlorides 

functioned well at reducing corrosion in lab tests, but for many of the tested inhibitors, corrosion levels in field 

tests increased as the concentration of inhibitor increased. (Ontario Ministry of Transportation Winter 2009) 

Evaluation of Alternative Anti-Icing and Deicing 

Compounds Using Sodium Chloride and 

Magnesium Chloride as Baseline Deicersτ

Phase I  

Field Mild steel and galvanized steel coupons (representing CDOT guardrails) were placed at field locations in Aspen, 

Greeley, and Castle Rock, Colorado, for exposure times ranging from 255 to 451 days. Corrosion rates on mild 

steel averaged 0.09 MPY, significantly lower than in any other test, for 2 reasons. Corrosion rates are greatest 

when the process starts, as once corrosion forms on a metal surface it serves as a barrier to further corrosion. 

PNS and electrochemical tests measure corrosion rates at the start of the process, while this test evaluated 

over a long period. Coupons in this test also experienced contact with deicers for a small percent of the test 

time. These sites used chloride-based deicers, although the specific chemicals used was not specified. (Shi et al. 

2009, pp. 214ς216, 229) 

http://www.mto.gov.on.ca/english/transtek/roadtalk/rt15-1/#a2
http://www.coloradodot.info/programs/research/pdfs/2009/antiicing.pdf/at_download/file
http://www.coloradodot.info/programs/research/pdfs/2009/antiicing.pdf/at_download/file
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Study Test Method Results 

Corrosion Effects of Magnesium Chloride and 

Sodium Chloride on Automobile Components  

Multiple This study evaluated how different corrosion tests, and how chemical concentration, affected the results of 

corrosion tests of salt brine and liquid inhibited magnesium chloride on several metals commonly used in 

vehicles. The hygroscopic (water-attracting) nature of MgCl2 had a dramatic impact on corrosion rates; it was 

more corrosive than salt in humid environments (100% relative humidity in this test), but salt was more 

corrosive in dry environments or under immersion. (Xi and Xie 2002, pp. iii) SAE J2334 indicated that MgCl2 was 

more corrosive than NaCl on steel, aluminum, and copper. The continuous-spray ASTM B117 test found lower 

corrosion rates overall than the SAE J23334 test, and that NaCl was more corrosive than MgCl2 on the metals 

tested (Xi and Xie 2002, pp. 38ς39). PNS tests found that MgCl2 was significantly less corrosive than NaCl. (Xi 

and Xie 2002, pp. 51). 

άbƻǾŜƭ /ƻǊǊƻǎƛƻƴ LƴƘƛōƛǘƻǊǎ 5ŜǊƛǾŜŘ ŦǊƻƳ 

Agricultural By-Products:  Potential 

!ǇǇƭƛŎŀǘƛƻƴǎ ƛƴ ²ŀǘŜǊ ¢ǊŜŀǘƳŜƴǘέΦ ό{ŜŜ ŀƭǎƻ 

άbƻǾŜƭ /ƻǊǊƻǎƛƻƴ LƴƘƛōƛǘƻǊǎ 5ŜǊƛǾŜŘ ŦǊƻƳ 

!ƎǊƛŎǳƭǘǳǊŀƭ .ȅǇǊƻŘǳŎǘǎέ ƛƴ Materials 

Performance, (Kharshan et al. 2012a) 

PNS 
This study evaluated a corrosion inhibitor made from corn by-products from ethanol extraction. Three 

solutions that included the inhibitor (two containing propylene glycol, and one containing calcium chloride) 

met the PNS standard of being 70% less corrosive than a 3% salt solution on carbon steel. (Kharshan et al. 

2012b, pp. 8) The calcium chloride was 29.6% as corrosive as salt, while the propylene glycol solutions were 

both less than 4% as corrosive as salt. 

Qualified Product Listing  PNS This document lists the commercially available deicing products that have been tested under the PNS 

laboratory test procedures and found to be at least 70% less corrosive than a 3 percent sodium chloride 

solution and are therefore approved for sale to PNS members. Dozens of products have been approved and are 

listed with their manufacturer, corrosion rate as measured under the PNS standard, concentration, and 

approval date for each chemical. (Pacific Northwest Snowfighters 2013) 

Summary of Evaluation Findings for the Testing 

of Ice Ban  

PNS The Highway Innovative Technology Evaluation Center evaluated Ice Ban, a collection of MgCl2 and CaCl2 

chemicals with agriculturally derived inhibitors. Corrosion rates on steel were between 3 and 18% of the 

corrosion rate of salt. Uninhibited MgCl2 showed 33% of salt's corrosion rate, while MgCl2 with a borate 

corrosion inhibitor was 21% as corrosive as salt. (Highway Innovative Technology Evaluation Center 1999, pp. 

24) 

http://www.coloradodot.info/programs/research/pdfs/2002/magautocor.pdf/at_download/file
http://www.coloradodot.info/programs/research/pdfs/2002/magautocor.pdf/at_download/file
http://www.coloradodot.info/programs/research/pdfs/2002/magautocor.pdf/at_download/file
http://www.cortecvci.com/Publications/Papers/MP/2012-MP-Novel-Corrosion-Inhibitors.pdf
http://www.cortecvci.com/Publications/Papers/Nacereviewed/NACE-C2012-1154.pdf
http://www.cortecvci.com/Publications/Papers/Nacereviewed/NACE-C2012-1154.pdf
http://pnsassociation.org/wp-content/uploads/PNS-QPL-4-29-2014-Complete-List.pdf
http://www.bareground.com/bmwb/pdf/Bare_Ground_TestingIceBan1.pdf
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Study Test Method Results 

Investigation of Materials for the Reduction 

and Prevention of Corrosion on Highway 

Maintenance Equipment  

Modified PNS This test evaluated the effect of concentration of several deicer chemicals on corrosion rates. Results varied 

greatly. Salt brine was roughly as corrosive whether applied in a 1.5%, 3%, or 6% solution. Calcium magnesium 

acetate, mineral brine, CaCl2, and Caliber M-1000 (a liquid magnesium chloride deicer with a corn-derived 

inhibitor) became less corrosive as concentration increased, while an Ice Ban/salt brine blend became more 

corrosive at higher concentrations, and GeoMelt (a beet-derived inhibitor for sodium chloride now known as 

Beet 55) and potassium acetate showed no correlation between concentration and corrosion. (Nixon and Xiong 

2009, pp. 12ς15) 

ά9ǾŀƭǳŀǘƛƴƎ ǘƘŜ /ƻǊǊƻǎƛǾƛǘȅ ƻŦ /ƘŜƳƛŎŀƭ 

Deicers:  !ƴ 9ƭŜŎǘǊƻŎƘŜƳƛŎŀƭ ¢ŜŎƘƴƛǉǳŜέ  Electrochemic

al and PNS 

This study evaluated an electrochemical test as a rapid alternative to gravimetric (weight-based) corrosion 

testing.  The electrochemical test matched results of the PNS test to a reasonable degree. Both tests found 

NaCl and CaCl2 to have similar corrosion rates, while MgCl2 and MgCl2-NaCl blends were somewhat less 

corrosive (although not enough to meet the PNS standard for inhibited chemicals). (Shi and Song 2005, pp. 4) 

Evaluation of Alternative Anti-Icing and Deicing 

Compounds Using Sodium Chloride and 

Magnesium Chloride as Baseline Deicersτ

Phase I 
Electrochemic

al and PNS 

While this study focused on the corrosive impact of deicers on concrete and transportation infrastructure, it 

did include a component that investigated deicer impact on steel coupons. Electrochemical testing found that 

for 3% solutions of deicers, the impact of sodium acetate, potassium acetate, and sodium formate was small 

enough to be considered non-corrosive to mild steel. CDOT's magnesium chloride blend, IceBan (MgCl2 and ag-

based inhibitor), IceSlicer, and a salt/sand blend were all considered highly corrosive. (Shi et al. 2009, pp. 211ς

213) The PNS test found that Apex Meltdown and IceBan passed the PNS specification of 70% less corrosive 

than a salt solution, although barely. Uninhibited IceSlicer (salt-based) was the most corrosive chemical, 

approximately 25% more corrosive than salt. Peak SF (sodium formate), and CDOT's magnesium chloride blend 

were less corrosive than salt, but not by enough to meet PNS standards. 

άtŜǊŦƻǊƳŀƴŎŜ ŀƴŘ LƳǇŀŎǘǎ ƻŦ /ǳǊǊŜƴǘ 5ŜƛŎƛƴƎ 

and Anti-Icing Products:  User Perspective 

ǾŜǊǎǳǎ 9ȄǇŜǊƛƳŜƴǘŀƭ 5ŀǘŀέ  
Electrochemic

al 

Commercially available deicers (which were not identified by name in the report) were tested on A36 mild steel 

and compared to a blend of salt and sand (10-25% NaCl by weight). One liquid chloride-based deicer was 

slightly more corrosive than the salt/sand blend, while an ag-based deicer and a second chloride-based deicer 

were significantly more corrosive. Potassium acetate and sodium acetate were significantly less corrosive. (Fay 

et al. 2008), pp. 13) 

http://www.iihr.uiowa.edu/wp-content/uploads/2013/06/IIHR472.pdf
http://www.iihr.uiowa.edu/wp-content/uploads/2013/06/IIHR472.pdf
http://www.westerntransportationinstitute.org/documents/reports/425362_Final_Report.pdf
http://www.coloradodot.info/programs/research/pdfs/2009/antiicing.pdf/at_download/file
http://www.westerntransportationinstitute.org/documents/reports/4W1095_TRB08.pdf
http://www.westerntransportationinstitute.org/documents/reports/4W1095_TRB08.pdf
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Study Test Method Results 

Guidelines for the Selection of Snow and Ice 

Control Materials to Mitigate Environmental 

Impacts  
Electrochemic

al 

This study tested 15 deicing chemical and inhibitor blends at three concentrations (As-received, 10%, and 1%) 

on 5 different metals: structural steel, wrought aluminum alloy, cast aluminum alloy, free machining brass, and 

magnesium alloy. Overall, chloride-based chemicals each showed similar corrosion rates on structural steel at a 

given concentration. This study suggests that field conditions, particularly related to hygroscopicity, may be a 

more important factor than chemical composition in determining corrosion rates. The effect of inhibitors 

varied widely; in some cases they provided no detectable improvement, and in some cases their effectiveness 

depended on concentration. (Levelton Consultants 2007, pp. 135ς145) 

Effects of Deicing Agents (Magnesium Chloride 

and Sodium Chloride) on Corrosion of Truck 

Components  

SAE J2334 and  

ASTM B117 

This test evaluated the corrosivity of MgCl2, in both inhibited and uninhibited form, and NaCl on representative 

metals used in the automobile industry, including stainless steel 410 and 4L, aluminum 2024 and 5086, and 

coated auto body sheets. The SAE test indicated that MgCl2 is more corrosive than NaCl for each of the metals 

tested (by as much as 13 times higher for stainless steel 410), although the ASTM B117 test indicated NaCl is 

more corrosive than MgCl2 on stainless steel 410. A mixture of MgCl2 and NaCl was found to be more corrosive 

than either chloride alone. Coated auto body panels treated with electroplating or hot-dip alloying strongly 

resisted corrosion, while coated cold roll sheets were highly corroded. Due to the reduced oxygen 

concentration in the ASTM B117 test, researchers suggested it may be a less realistic simulation of field 

conditions than the SAE J23334 test. (Xi and Olsgard 2000) 

ά!ǎǎŜǎǎƳŜƴǘ ƻŦ {ŀŦŜŎƻǘŜΥ  New Deicer 

tǊƻŘǳŎǘέ  
Neutral salt 

spray 

This was a UK evaluation of Safecote, a corrosion inhibitor. Rock salt with Safecote was 55% as corrosive as 

plain rock salt to steel. CaCl2 with Safecote was 34% as corrosive as rock salt, and MgCl2 with Safecote was 18% 

as corrosive. (Burtwell 2004, pp. 536) 

Evaluation of Selected Deicers Based on a 

Review of the Literature) 

 

 

Multiple 

As a literature review, this report did not include original research. It did include references to several older 

papers that are difficult to acquire today. (Fischel 2001) Relevant papers reported included: 

¶ Environmental Impact of Road Salting: Sodium chloride causes the greatest corrosion to steel, among 

deicing products. (Jones et. al. 1992) 

¶ Report on Laboratory Corrosion Test: MgCl2 produced less corrosion than FreezGard (liquid MgCl2), 

which in turn was less corrosive than IceSlicer (inhibited NaCl) on mild steel. (Addo 1995) 

¶ Use of Road Salt for Deicing: Administrative Report Calcium magnesium acetate had the lowest 

corrosion potential, MgCl2 had moderate corrosion potential, and CaCl2 and NaCl had severe 

corrosion potential. (Vancouver City Council 1998) 

 

http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://www.coloradodot.info/programs/research/pdfs/2000/truckcomponents.pdf/view
http://onlinepubs.trb.org/onlinepubs/circulars/ec063.pdf
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Strategies to Minimize Vehicle Corrosion 

 

State DOTs use several approaches to mitigate the impacts of vehicle corrosion from chlorides. Below is 

a summary of state practices, as shared by the 19 respondents to the state DOT survey conducted for 

this investigation. Following this summary is additional information regarding each strategy shared, 

along with information gathered about corrosion prevention efforts on winter maintenance vehicles 

specifically. 

 

Table 2.  wŜǎǇƻƴŘŜƴǘǎΩ !Ŏǘƛƻƴǎ ǘƻ aƛƴƛƳƛȊŜ /ƻǊǊƻǎƛǾŜ 9ŦŦŜŎǘǎ ƻŦ {ŀƭǘ ŀƴŘ {ŀƭǘ .ǊƛƴŜ ƻƴ ±ŜƘƛŎƭŜǎ 

 

 

 

 

 

 

 

 

 

Respondents reported other practices or efforts to address vehicle corrosion. 

¶ /ƻƭƻǊŀŘƻ 5h¢Ωǎ aŀƛƴǘŜƴŀƴŎŜ 5ŜŎƛǎion Support System (MDSS) is used in conjunction with the 

ŀƎŜƴŎȅΩǎ {ǘŀƴŘŀǊŘ hǇŜǊŀǘƛƴƎ DǳƛŘŜ ǘƻ ƳƛƴƛƳƛȊŜ ƳŀǘŜǊƛŀƭ ǳǎŀƎŜΦ A MDSS is an automated system 

that uses real-time data to assess road and weather conditions and predict changes in 

conditions, both due to weather and potential road maintenance activities, to aid in decision-

making. 

¶ aƻƴǘŀƴŀ 5h¢Ωǎ ǇǳōƭƛŎ ƻǳǘǊŜŀŎƘ Ƙŀǎ ōŜŜƴ ƭƛƳƛǘŜŘ ǘƘǳǎ ŦŀǊΦ IƻǿŜǾŜǊΣ ǿƘŜƴ ǘƘŜ ŀƎŜƴŎȅ ƛǎ 

presented with a concern, the focus is on educating its customers on the challenges of balancing 

winter driving safety with the less favorable impacts of the materials used to treat winter 

roadways. 

¶ Washington State DOT participated in research to determine best practices to prevent 

corrosion. (Baroga 2005) 

 

In addition, automobile manufacturers have sought to minimize the impact of corrosion through 

engineering and the use of corrosion-resistant materials and metal coatings. (Koch et. al. 2002, pp. 10) 

 

Using Corrosion Inhibitors 

 

Types of Inhibitors 

Lƴ ŀƴ ŜŦŦƻǊǘ ǘƻ ǊŜŘǳŎŜ ŘŜƛŎƛƴƎ ŎƘŜƳƛŎŀƭǎΩ ŎƻǊǊƻǎƛǾŜƴŜǎǎΣ ǎƻƳŜ ǎǘŀǘŜ 5h¢ǎ ŀŘŘ ŎƻǊǊƻǎƛƻƴ ƛƴƘƛōƛǘƻǊǎ ǘƻ 

their deicing chemicals. There are many types of corrosion inhibitors available on the market, and a 

Answer Options 
Response 

Count 

Response 

Percent 

Use of corrosion inhibitors 10 53% 

Information provided to public on importance of washing vehicles 

and component parts 
 9 47% 

Reduction in volume of material used and/or frequency of use  8 42% 

No steps taken  3 16% 

http://isddc.dot.gov/OLPFiles/FHWA/011536.pdf
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number of winter maintenance chemicals are sold with corrosion inhibitors included. Many inhibitors 

are derived from agricultural by-products, and most have proprietary formulations, which makes 

classifying them and drawing broad conclusions about any particular class of inhibitor difficult. In 

addition, their compositions may not be published and available data may be of limited scientific value. 

(Levelton Consultants 2007, pp. 67ς68; 74ς75) 

 

NCHRP Report 577, "Guidelines for the Selection of Snow and Ice Control Materials to Mitigate 

Environmental Impacts," identifies three basic types of inhibitors: those that limit the anodic (electrically 

positive) half-cell of the corrosion reaction, those that limit the cathodic (electrically negative) half-cell 

of the corrosion reaction, and those that form a physical barrier on metal surfaces to prevent corrosion. 

(Levelton Consultants 2007) Practical anodic inhibitors include phosphates, carbonates, and silicates; 

they are considered highly efficient at preventing corrosion, but are potentially dangerous because at 

low concentrations they can accelerate corrosion in localized areas. Cathodic inhibitors include calcium 

bicarbonate, zinc, polyphosphates, and phosphonates. Most organic inhibitors form protective barriers 

on metal surfaces. 

 

Most commercial inhibitors don't fall neatly into these categories, however. As the report states: 

 

"Most commercial inhibitors are organic compounds that cannot be designated as either anodic 

or cathodic and are known as mixed inhibitors. The effectiveness of organic inhibitors is related 

to the extent to which they reabsorb and cover the metal surface. Absorption of the organic 

inhibitor depends on the structure of the inhibitor, on the surface charge of the metal, and on 

the type of electrolyte. Mixed inhibitors protect the metal in three waysτphysical absorption, 

chemisorption, and film formation." 

 

Specifications and Testing  

 

Pacific Northwest Snowfighters has identified and developed standards for 12 categories of deicing 

chemicals related to safety, environmental preservation, corrosion, cost-effectiveness and performance. 

ITD, one of the PNS partner agencies, conducts corrosion testing for PNS in its Boise laboratory. Products 

that meet these standards can be approved for PNS's Qualified Product Listing. Most of these categories 

either include inhibitors or are chemicals that are significantly less corrosive than salt even when 

uninhibited. The categories are: 

¶ Corrosion inhibited liquid magnesium chloride (MgCl2) 

¶ Corrosion inhibited liquid calcium chloride (CaCl2) 

¶ Liquid calcium magnesium acetate (uninhibited) (CMA) 

¶ Corrosion inhibited sodium chloride (NaCl) 

¶ Corrosion inhibited sodium chloride plus 10 percent magnesium chloride (NaCl/MgCl2) 

¶ Corrosion inhibited sodium chloride plus 20 percent magnesium chloride (NaCl/MgCl2) 

¶ Solid calcium magnesium acetate (CMA) 

¶ Non corrosion inhibited solid sodium chloride (NaCl) 

http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://pnsassociation.org/wp-content/uploads/PNSSPECS.pdf
http://pnsassociation.org/resources/
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¶ Corrosion inhibited liquid sodium chloride (NaCl) 

¶ Corrosion inhibited liquid sodium chloride plus calcium chloride (NaCl/MgCl2) 

¶ Corrosion inhibited liquid chloride blended brines 

¶ Experimental (for products that do not fit existing categories; it currently includes products with 

potassium acetate, calcium magnesium acetate/potassium acetate blends, potassium 

acetate/carbohydrate material, and chloride/carbohydrate blends). 

 

The Qualified Product Listing includes corrosion rates, as measured under the PNS test, for dozens of 

specific brands of deicing products. As the composition of commercial products with inhibitors is often 

not specified, this appears to be the only third-party data available for many of the products in it. 

However, the PNS corrosion tests are laboratory-based, and the results of field tests do not always 

correspond with lab results. 

 

State Practices 

 

The 19-ŀƎŜƴŎȅ ǎǳǊǾŜȅ ŎƻƴŘǳŎǘŜŘ ŀǎ ǇŀǊǘ ƻŦ ǘƘƛǎ ƛƴǾŜǎǘƛƎŀǘƛƻƴ ŎŀǇǘǳǊŜŘ ŘŜǘŀƛƭǎ ŀōƻǳǘ ǎǘŀǘŜǎΩ ŎǳǊǊŜƴǘ ǳǎŜ 

of various corrosion inhibitors. A summary of the responses can be found below. Appendix A provides all 

the responses. 

 

Use of Corrosion Inhibitors in Dry Salt 

 

Three states (16 percent of respondents) reported the use of corrosion inhibitors in dry salt to minimize 

the corrosive impacts to agency and public vehicles. 

¶ The majority of solid salt or salt/sand used in Montana (75 to 100 percent) is prewetted with an 

inhibited liquid. The salt used in solid form without prewetting is not inhibited. 

¶ bŜǿ ¸ƻǊƪ {ǘŀǘŜ 5h¢Ωǎ ǎŀƭǘ ǎǇŜŎƛŦƛŎŀǘƛƻƴ ǊŜǉǳƛǊŜǎ ǘƘŜ ǳǎŜ ƻŦ ŎƻǊǊƻǎƛƻƴ ƛƴƘƛōƛǘƻǊǎ ƛƴ ŀƭƭ ǎŀƭǘΦ 

¶ In Wisconsin, corrosion inhibitors are used in 10 to 50 percent of the dry salt used. All but a 

ŎƻǳǇƭŜ ƻŦ ǘƘŜ ǎǘŀǘŜΩǎ тн ŎƻǳƴǘƛŜǎ ǇǊŜǿŜǘ ǘƘŜƛǊ ǎŀƭǘΣ ŀƴŘ Ƴŀƴȅ ŀǊŜ ǎǘŀǊǘƛƴƎ ǘƻ ƳƛȄ ŎƻǊǊƻǎƛƻƴ 

inhibitors into their salt brine. 

 

Washington State DOT had used an inhibited dry salt, but the mixture did not sample consistently for 

quality and proved to be much more expensive. 

 

Use of Corrosion Inhibitors in Salt Brine  

 

More respondents are using corrosion inhibitors in salt brine than in dry salt. Still, only 8 states 

(42 percent of respondents) reported the use of corrosion inhibitors in salt brine. (All three states using 

corrosion inhibitors in dry salt also use inhibitors in salt brine.)  

 

http://pnsassociation.org/resources/
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Ohio reports the most limited use, with corrosion inhibitors mixed with less than 10 percent of the salt 

brine used. In North Dakota and Wisconsin, 10 to 50 percent of the salt brine used is mixed with 

corrosion inhibitors. In 5 states - Colorado, Montana, New Hampshire, New York and Washington - most 

or all of the salt brine used (75 to 100 percent) is mixed with corrosion inhibitors. Some respondents 

provided additional details: 

¶ bŜǿ IŀƳǇǎƘƛǊŜ 5h¢ ǳǎŜǎ ŀ ƳƛȄ ƻŦ нл ǇŜǊŎŜƴǘ LŎŜ .ΩDƻƴŜ ǿƛǘƘ ул ǇŜǊŎŜƴǘ ǎŀƭǘ ōǊƛƴŜΦ 

¶ Lƴ Ƴƻǎǘ ŎŀǎŜǎΣ bŜǿ ¸ƻǊƪ {ǘŀǘŜ 5h¢ ƳŀƪŜǎ ƛǘǎ ƻǿƴ ōǊƛƴŜ ǳǎƛƴƎ ǘƘŜ ŀƎŜƴŎȅΩǎ ǎŀƭǘΣ ǿƘƛŎƘ Ŏƻƴǘŀƛƴǎ 

corrosion inhibitors. The agency does not add additional inhibitors. 

¶ Washington uses corrosion inhibitors with all liquid products. 

 

Three states - Idaho, Michigan and Utah - reported the use of corrosion inhibitors with other types of 

chlorides. The magnesium chloride used by ITD includes corrosion inhibitors as well. 

 

Corrosion Inhibitors Used by Respondents 

 

Seven respondents provided information, Table 3, about the corrosion inhibitors their agencies use in 

salt or salt brine. The most commonly used product is ArctiClear (Montana, Washington and Wisconsin). 
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Table 3.  wŜǎǇƻƴŘŜƴǘǎΩ ¦ǎŜ ƻŦ /ƻǊǊƻǎƛƻƴ LƴƘƛōƛǘƻǊǎ ƛƴ {ŀƭǘ ƻǊ {ŀƭǘ .ǊƛƴŜ 

State Product Vendor Website Reasons for Use 

Colorado Boost  
http://w ww.caclwithboost.com/application
s.html 

Lab tests, field tests, 
agency experience 

Montana 

ArctiClear 
http://www.nasalt.com/products-
applications/deicing/highway/bulk-
specialty/ 

Lab tests 

Headwaters 40F 
corrosion inhibitor 

 

http://www.rivertop.com/ 

 

Lab tests 

New Hampshire LŎŜ .ΩDƻƴŜ http://ibgmagic.com/ Agency experience 

New York YPS 

Not known (YPS could be yellow prussiate 
of soda, an anti-caking agent used to treat 
bulk deicing salt to help resist caking and 
prevent clumping.) 

Field tests 

North Dakota Geomelt 
http://www.snisolutions.com/antiicing.php 
(sample distributor site) 

Product claims 

Washington 

ArctiClear  
http://www.nasalt.com/products-
applications/deicing/highway/bulk-
specialty/ 

Lab tests, field tests, 
agency experience 

Boost  
http://www.caclwithboost.com/application
s.html 

Lab tests, field tests, 
agency experience 

Various other 
inhibitors in small 
tests 

Not known Field tests 

Wisconsin 

ArctiClear Gold 
http://www.nasalt.com/products-
applications/deicing/highway/bulk-
specialty/ 

Product claims 

Bio Melt 64 http://www.snisolutions.com/antiicing.php Product claims 

FreezGard 
http://www.nasalt.com/products-
applications/deicing/highway/bulk-
specialty/ 

Product claims 

Geomelt 
http://www.snisolutions.com/antiicing.php 
(sample distributor site) 

Product claims 

Ice Ban M80 
http://www.scotwoodindustries.com/uplo
ads/94/original/All%20About%20IceBan.pd
f 

Product claims 

Ice Bite 55 
http://www.univar.com/en/Marquee-
Ice.aspx 

Product claims 

 

Table 4 shows respondents also noted the use of corrosion inhibitors in materials other than salt and 

salt brine. 

 

  

http://www.caclwithboost.com/applications.html
http://www.caclwithboost.com/applications.html
http://www.nasalt.com/products-applications/deicing/highway/bulk-specialty/
http://www.nasalt.com/products-applications/deicing/highway/bulk-specialty/
http://www.nasalt.com/products-applications/deicing/highway/bulk-specialty/
http://www.rivertop.com/
http://ibgmagic.com/
http://www.snisolutions.com/antiicing.php
http://www.nasalt.com/products-applications/deicing/highway/bulk-specialty/
http://www.nasalt.com/products-applications/deicing/highway/bulk-specialty/
http://www.nasalt.com/products-applications/deicing/highway/bulk-specialty/
http://www.caclwithboost.com/applications.html
http://www.caclwithboost.com/applications.html
http://www.nasalt.com/products-applications/deicing/highway/bulk-specialty/
http://www.nasalt.com/products-applications/deicing/highway/bulk-specialty/
http://www.nasalt.com/products-applications/deicing/highway/bulk-specialty/
http://www.snisolutions.com/antiicing.php
http://www.nasalt.com/products-applications/deicing/highway/bulk-specialty/
http://www.nasalt.com/products-applications/deicing/highway/bulk-specialty/
http://www.nasalt.com/products-applications/deicing/highway/bulk-specialty/
http://www.snisolutions.com/antiicing.php
http://www.scotwoodindustries.com/uploads/94/original/All%20About%20IceBan.pdf
http://www.scotwoodindustries.com/uploads/94/original/All%20About%20IceBan.pdf
http://www.scotwoodindustries.com/uploads/94/original/All%20About%20IceBan.pdf
http://www.univar.com/en/Marquee-Ice.aspx
http://www.univar.com/en/Marquee-Ice.aspx
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Table 4.  wŜǎǇƻƴŘŜƴǘǎΩ ¦ǎŜ ƻŦ /ƻǊǊƻǎƛƻƴ LƴƘƛōƛǘƻǊǎ with Other Materials 

State Product/Vendor Reasons for Use 

Colorado 
Envirotech Services and Desert Mountain Corporation (inhibited 

magnesium chloride) 

Lab test, field tests, agency 

experience 

Idaho 
Pacific Northwest Snowfighters-approved corrosion-inhibited 

magnesium chloride 
 

Ohio 
Pacific Northwest Snowfighters-approved corrosion-inhibited 

calcium chloride 
Lab tests, product claims 

Washington 

CC&B (inhibited calcium chloride) 
Lab tests, field tests, agency 

experience 

FreezGard Zero Plus (inhibited magnesium chloride) 
Lab tests, field tests, agency 

experience 

 

ITD Corrosion Inhibitor Field Test 

 

In 2013, ITD initiated a field study in District 1 to evaluate how well ArctiClear CI Plus (a PNS-approved 

inhibitor) reduces the rate of corrosion of mild steel when added to salt brine. This research was 

initiated following a similar study in South Dakota that found a positive correlation between the use of 

ArctiClear CI Plus and reduced corrosion rates as compared to the untreated salt brine. (Wilkening 2014) 

The District 1 study is scheduled for completion in the summer of 2014. 

 

Adjusting Application Rates and Approaches 

 

One method of reducing the corrosion caused by chloride-based chemicals is to reduce the quantity of 

those chemicals that get applied to roadways. ITD has begun using mobile data collectors with GPS to 

collect information about material application rates, which can ultimately help to minimize material 

usage. 

 

One completed research project and one project in process, as described below, have investigated the 

effect of adjustments to application rates. 

 

Research in Progress 

 

Clear Roads Project 12-02, "Establishing Effective Salt and Anti-icing Application Rates, expected to be 

completed in October 2014, will update guidelines in FHWA TE-28, "Manual of Practice for an Effective 

Anti-icing Program:  A Guide for Highway Winter Maintenance Personnel," and NCHRP Report 526, 

"Snow and Ice Control: Guidelines for Materials and Methods," regarding effective application rates for 

deicing and anti-icing chemicals while minimizing negative impacts. 

http://www.clearroads.org/research-projects/12-02-salt-and-antiicing-application-rates.html 

  

http://www.clearroads.org/research-projects/12-02-salt-and-antiicing-application-rates.html
http://www.fhwa.dot.gov/reports/mopeap/eapcov.htm
http://www.fhwa.dot.gov/reports/mopeap/eapcov.htm
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_526.pdf
http://www.clearroads.org/research-projects/12-02-salt-and-antiicing-application-rates.html
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Completed Research 

 

The 2010 Clear Roads study on liquid-only plow routes focused on the practice of during-storm direct 

liquid application of deicing chemicals. Colorado Department of Transportation reported it had reduced 

the number of complaints about corrosion effects, particularly from the trucking industry, by changing 

its policies to only apply chemicals to wet roads during or after storms. (Peterson et al. 2010, pp. 2) 

 

Outreach Recommending Vehicle Washing 

 

To mitigate the impact of vehicle corrosion from chlorides, agencies frequently recommend regular 

vehicle washing to remove corrosive chemicals from cars and trucks. Almost half of respondents in the 

state DOT survey for this investigation reported providing information to the public on the importance 

of washing vehicles. !ƴ L¢5 ōǊƻŎƘǳǊŜ ŜƴǘƛǘƭŜŘ ά²Ƙȅ ŘƻŜǎ L¢5 ǳǎŜ ǎŀƭǘΚέ lets the public know that 

frequent vehicle washing helps to minimize corrosion. 

 

Vehicle and truck washing is not always practical, however. Facilities for washing cars and trucks are not 

universally available, and manual washing is not feasible in winter. Additionally, some in the trucking 

industry have suggested that this recommendation represents an unreasonable effort for transportation 

departments to save money by passing winter maintenance costs onto end-users. 

 

Reducing Corrosion on Winter Maintenance Equipment 

 

Winter maintenance equipment can be particularly susceptible to corrosion due to its regular contact 

with corrosive chemicals. Techniques for mitigating this corrosion include material selection, metal 

coatings, and maintenance practices, particularly frequent washing.  

 

A 2012 survey of private and government winter maintenance professionals found that the risk of 

corrosion on winter maintenance equipment was most significant to dump trucks, followed by liquid 

deicer applicators, hoppers, and front end loaders. (Shi et al. 2013, pp. 33-35) Specific equipment 

components most likely to suffer corrosion were electrical wiring, frames, brackets and supports, brake 

air cans, fittings, and spreader chutes. Cast iron, carbon steel, and composites were the materials most 

likely to experience general corrosion. 

 

State Vehicle Washing Practices 

 

Respondents to the state DOT survey conducted for this investigation offered the following about their 

practices to wash or treat vehicles to minimize corrosion associated with the use of salt and salt brine. 

¶ In Iowa, fleet vehicles are thoroughly washed with salt neutralizing/removal wash. 

  

http://clearroads.org/research-projects/downloads/0902-Final-Report-with-cover-sheet.pdf
http://itd.idaho.gov/NewsandInfo/Docs/Brochure%20-%20Salt%20small.pdf
http://www.wsdot.wa.gov/research/reports/fullreports/796.1.pdf
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¶ Maine treats agency equipment with FluidFilm, a lanolin-based brand of corrosion preventive 

and lubricant; see http://www.fluid -film.com/ for vendor information. Information about the 

ŀƎŜƴŎȅΩǎ ǇǊŀŎǘƛŎŜǎ ǊŜƭŀǘŜŘ ǘƻ ŎƻǊǊƻǎƛƻƴ ƛǎ ŀǾŀƛƭŀōƭŜ ŀǘ 

http://www.maine.gov/mdot/winterdriving/corrosion.htm. 

¶ Kansas provides heated, enclosed wash bays to make it easier to wash trucks and equipment. 

¶ In New York, DOT trucks are washed frequently, and the agency uses stainless steel dump 

bodies to minimize corrosion. 

¶ Washington has a wash policy in place for agency vehicles, and Ohio and Utah wash down trucks 

after every event. 

 

Mitigation Practices Suggested in the Research 

 

National Research 

 

The final report for NCHRP Project 25-25(04), revised Chapter 8 - Winter Operations and Salt, Sand, and 

Chemical Management, noted that spreaders are particularly exposed to corrosive materials. It advises: 

 

"Spreaders should be manufactured from a material that will resist corrosion. Special chlorinated 

rubber primers and epoxy-based primers will increase coating life. Stainless and galvanized steel, 

and fiberglass bodies are available but can be relatively expensive. High strength, low alloy self-

coating steel, used with good surface preparation and special primers has been proven to 

provide a cost effective body life of up to fifteen years. Manufacturers also supply spreader 

bodies constructed of fiberglass. These bodies are lighter and thus provide increased payload 

possibilities, but are also more expensive than steel." (Fay et al. 2013, pp. 37) 

 

State Research 

 

Washington State Department of Transportation Report WA-RD 796.1, "Identification and Laboratory 

Assessment of Best Practices to Protect DOT Equipment from the Corrosive Effect of Chemical Deicers," 

identified best practices to minimize corrosion on DOT winter application equipment and vehicles. (Shi 

et al. 2013) The study consisted of a literature review; survey of private and government winter 

maintenance professionals; a laboratory investigation of the effect of anti-corrosion coatings, spray-on 

corrosion inhibitors, and salt removers on corrosion of steel caused by salt and magnesium chloride; and 

a cost-benefit analysis. 

 

Strategies  

 

The literature review found that corrosion on DOT equipment can be mitigated through material 

selection, improved design, and maintenance practices. For example, a zinc coating on steel substrates 

provides good anti-corrosion performance. Designs that minimize crevices, eliminate contact between 

http://www.fluid-film.com/
http://www.maine.gov/mdot/winterdriving/corrosion.htm
http://maintenance.transportation.org/Documents/nchrp%2020-7_Task%2013Revised%20Chapter%208%20with%20Summary%20of%20Research.pdf
http://www.wsdot.wa.gov/research/reports/fullreports/796.1.pdf
http://www.wsdot.wa.gov/research/reports/fullreports/796.1.pdf
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different kinds of metal, and provide easy drainage from exposed surfaces can minimize specific types of 

corrosion. Frequent washing, with or without salt removers was found to reduce corrosion caused by 

residual road salts. In most cases, low-pressure washing was effective, although salts that have attached 

and formed a complex with a metal substrate must be removed with 40,000-psi Ultra High Pressure 

Water-Jetting. (Shi et al. 2013, pp. 28ς30) 

 

Product Testing  

 

The survey received 38 responses of coatings, salt removers, and corrosion inhibitors used by agencies 

to reduce corrosion. The laboratory investigation evaluated the corrosion prevention effectiveness of 

four anti-corrosion coatings (Zero Rust Red, Zero Rust Black, Rust Bullet, and Lubra-Seal), four spray-on 

corrosion inhibitors (Krown, Ship-2-Shore, vegetable oil, and Rust Oleum), and six salt removers (MR 35, 

HoldTight, ChloRid, SaltAway, soap water, and Neutro-Wash). (Shi et al. 2013, pp. 35ς36) 

 

An initial electrochemical evaluation, involving two hours of immersion in a 30 percent magnesium 

chloride solution, identified Rust Bullet, Lubra-Seal, Krown, Rust Oleum, HoldTight, and ChloRid as 

having the best anti-corrosion properties. These products underwent further tests, including two weeks 

of immersion of steel and aluminum coupons in a 3 percent magnesium chloride solution and wet-dry 

tests involving 40 minutes of immersion in a 30 percent magnesium chloride solution, followed by 

22 hours of air drying and washing. (Shi et al. 2013, pp. 38ς47) The immersion test found outstanding 

performance from Rust Bullet, Krown, HoldTight, and ChloRid, while the wet-dry test found significant 

corrosion resistance benefits from using HoldTight on steel coupons, but not aluminum. 

 

Research in Progress 

 

Clear Roads issued a request for proposals and will soon award a project to develop a best practices 

guide for the prevention of corrosion on DOT equipment. The guide will be based on Washington State 

DOT Report 796.1, "Identification and Laboratory Assessment of Best Practices to Protect DOT 

Equipment from the Corrosive Effect of Chemical Deicers." http://www.clearroads.org/research-

projects.html  

  

http://www.wsdot.wa.gov/research/reports/fullreports/796.1.pdf
http://www.wsdot.wa.gov/research/reports/fullreports/796.1.pdf
http://www.wsdot.wa.gov/research/reports/fullreports/796.1.pdf
http://www.wsdot.wa.gov/research/reports/fullreports/796.1.pdf
http://www.wsdot.wa.gov/research/reports/fullreports/796.1.pdf
http://www.clearroads.org/research-projects.html
http://www.clearroads.org/research-projects.html
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Part 2 
Environmental Effects of Roadway Deicing 

 

Executive Summary 
 

Background 

 

Transportation agencies apply large amounts of winter maintenance materials to roads annually to 

control snow and ice and to restore friction to winter roads. Using these winter maintenance materials, 

typically solid or liquid chloride salts, is critical to public mobility and safety. (TAC 2013) In winter, 

applying sodium chloride, magnesium chloride, calcium chloride, and other deicers helps to prevent or 

break bonds between ice and road surfaces, while applying sand helps to improve traction. (Shi et al. 

2009) These practices reduce accident rates, improve travel times, and lead to fuel savings. (TAC 2013) 

They also provide significant economic benefits, allowing workers and supplies to reach workplaces, and 

consumers and finished goods to reach marketplaces. (TAC 2013) Winter mobility is also critical to 

quality of life and the functioning of emergency services. (TAC 2013) 

 

Nevertheless, as the use of winter maintenance materials has increased over the last few decades, the 

winter maintenance community and environmental agencies have become increasingly concerned 

about the effects of these chemicals on transportation infrastructure, vehicles, and the environment. 

(Fay et al 2013; Levelton Consultants 2007) Deicing salts not only corrode vehicles and infrastructure, 

they can damage vegetation through chloride uptake and damage soil structure through sodium 

accumulation. In addition, the presence of deicing materials on roadways has implications for drinking 

water, air quality, aquatic life, and terrestrial animals. (Levelton Consultants 2007; TAC 2013) Besides the 

estimated costs of winter maintenance, currently $2.3 billion annually in the United States, 

environmental and corrosion costs are estimated to be at least $5 billion annually. (Fay et al. 2013, 

pp. 1)  

 

Consequently, researchers have been investigating the effects of chloride salts and other winter 

maintenance materials on the environment since the 1960s. (Fay and Shi 2012) Environmental research 

is critical to helping transportation agencies make the best decisions about the costs and benefits of 

various deicing practices in given conditions. There is an increasing interest in finding environmentally 

friendly deicers and engaging in proactive practices (such as prewetting roads with liquid anti-icers) that 

reduce agency use of winter maintenance materials. (Levelton Consultants 2007; Shi et al. 2009) ITD is a 

founding member of the Pacific Northwest Snowfighters Association (PNS), an organization that 

established and implemented testing approaches for deicing and anti-icing chemicals. PNS uses these 

tests to determine which products meet specific criteria related to corrosion, friction, and 

environmental health. ITD and other agencies around the country use these results to select chemicals 

that minimize negative impacts. 

 

http://www.westerntransportationinstitute.org/documents/reports/4W2007_Final_Report.pdf
http://www.westerntransportationinstitute.org/documents/reports/4W2007_Final_Report.pdf
http://maintenance.transportation.org/Documents/nchrp%2020-7_Task%2013Revised%20Chapter%208%20with%20Summary%20of%20Research.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://maintenance.transportation.org/Documents/nchrp%2020-7_Task%2013Revised%20Chapter%208%20with%20Summary%20of%20Research.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://www.westerntransportationinstitute.org/documents/reports/4W2007_Final_Report.pdf
http://www.pnsassociation.org/
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Lƴ LŘŀƘƻΣ ǘƘŜ LŘŀƘƻ ¢ǊŀƴǎǇƻǊǘŀǘƛƻƴ 5ŜǇŀǊǘƳŜƴǘΩǎ όL¢5Ωǎύ ǎƛȄ ŘƛǎǘǊƛŎǘǎ ǳǎŜ ŀ ǾŀǊƛŜǘȅ ƻŦ ŘŜƛŎƛƴƎ ǎǘǊŀǘŜƎƛŜǎΣ 

including plowing, liquid magnesium chloride, sand, and solid sodium chloride. ITD staff reported that 

the agency has reduced its use of sand/anti-skid, noting that it can contribute to air and water quality 

problems. ITD has also sought to minimize the amount of road salt it applies, with application rates of 

from 130 to 300 pounds of rock salt and 22 gallons of salt brine per lane-mile - well below other states. 

(IDEQ 2012) Rates in Midwestern states are as high as 600 to 1,500 pounds of salt per lane-mile. Further, 

80 percent of respondents to L¢5Ωǎ 2011 Customer Satisfaction Survey said they were very or somewhat 

satisfied with L¢5Ωǎ winter maintenance efforts. (Kane & Foltz 2011) 

 

Despite these efforts and the overall positive response they have receivedΣ LŘŀƘƻΩǎ ŘŜƛŎƛƴƎ ǇǊŀŎǘƛŎŜǎ 

have been a source of concern to some. A number of individuals and interest groups have complained 

about corrosion to vehicles and raised questions about the environmental impacts of salt use and its 

role in vehicle-wildlife collisions. The Idaho Department of Environmental Quality has conducted 

research on the effects of chlorides on the environment, such as needle browning and pine tree die-off 

in north Idaho and the possibility of elevated sodium and chloride concentrations in streams. (IDEQ 2008 

and 2012) IDEQ has also investigated the possible negative effects of the use of concentrated sugar beet 

byproduct, as a corrosion inhibitor, on levels of phosphorus and biochemical oxygen demand in surface 

waters. Excessive phosphorous and elevated biochemical oxygen demand levels can result in a 

deprivation of oxygen to some aquatic organisms.  

 

To address these concerns, ITD requested a synthesis of the available information on environmental 

impacts of the following deicing materials: 

¶ Deicing Salts:  sodium chloride, calcium chloride, and magnesium chloride. 

¶ Salt Brine. 

¶ Particulate Abrasives (a mix of sand, crushed rock, and other sediments). 

¶ Corrosion Inhibitors.  

 

Summary of Findings 

 

Introduction 

 

Despite the clear public safety and mobility benefits of using chloride salts and other winter 

maintenance materials to control ice and snow on winter roads, environmental agencies and the winter 

maintenance community have become increasingly concerned about these materialsΩ ŜŦŦŜŎǘǎ ƻƴ 

transportation infrastructure, vehicles, and the environment. Although the Idaho Transportation 

Department has taken steps to minimize the amount of road salt it applies and the environmental 

effects of deicing in general, and its winter maintenance activities have not resulted in violations of 

environmental regulations, the agency continues to look for ways to minimize the environmental 

consequences of its winter maintenance efforts. Consequently, it is interested in better understanding 

the effects of sodium and chloride on vegetation and water quality, and the effect of concentrated sugar 

http://itd.idaho.gov/highways/research/archived/reports/2011%20Customer%20Survey%20Report%20-%20Final%20110711.pdf
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beet byproduct, used as a corrosion inhibitor, on levels of phosphorus and biochemical oxygen demand 

in surface waters.  

 

We reviewed available literature in the following topic areas: 

¶ Environmental impacts of selected deicing materials. 

¶ Federal environmental regulations applicable to selected deicing materials. 

¶ L¢5Ωǎ ƭŜǾŜƭ ƻŦ ŎƻƳǇƭƛŀƴŎŜ ǿƛǘƘ ŜƴǾƛǊƻƴƳŜƴǘŀƭ ǊŜƎǳƭŀǘƛƻƴǎΦ 

 

Environmental Impacts of Selected Deicing Materials 

 

To various degrees, all winter maintenance materials can affect the environment, including soil and soil 

biota, vegetation, surface waters and ground water, air quality, and animals. According to Levelton 

Consultants in 2007, of greatest concern are the effects of abrasives on aquatic life and air quality, 

chloride salts on vegetation, and organic biomass products on aquatic life. (Levelton Consultants 2007) 

There is also moderate concern about the effects of chloride salts on water quality and aquatic life. We 

reviewed the available literature on the environmental impacts of chloride salts, abrasives, organic 

biomass products, and salt brine. Overall, the literature seems to suggest that chloride salts are the least 

environmentally detrimental of the available options. A recent Clear Roads study performed by Barr 

EngineeringΣ άDetermining the Aquatic Toxicity of Deicing MaterialsΣέ ranked sodium chloride as the 

least toxic of a number of deicing materials tested for toxicity. 

 

Chloride Salts 

 

The greatest environmental concern for the use of chloride salts is its effect on vegetation, followed by 

its effects on water quality and aquatic life.  

 

Salts can negatively affect vegetation via contact with foliage and the uptake of chloride and other ions 

into plants from soils. The effects of direct contact ς usually greatest within 10 meters of a roadway ς 

can lead to tissue desiccation, the death of stems and buds on young shoots, delayed and reduced 

growth, and premature leaf drop in conifers. Uptake of chloride ions can lead to leaf burn, tissue death, 

plant decline, and reduced growth. The uptake of sodium is less detrimental, but high sodium levels in 

soils can prevent water and nutrient absorption, leading to reduced growth. The vulnerability of plants 

to these effects varies widely between species. Most susceptible are younger plants and conifers, while 

woody trees are fairly tolerant of salts and most grasses are adaptable to high concentrations. As to the 

other components of salts, plants can tolerate calcium, magnesium, and potassium in high levels. 

 

Using chloride salts for deicing can elevate levels of chloride, sodium, magnesium, and calcium in surface 

waters and groundwater, with possible consequences for aquatic life (of moderate concern) and human 

health (of low concern).  

 

http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://www.clearroads.org/research-projects/11-02toxicity-of-deicing-materials.html
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Elevated salt levels in surface waters can prevent the mixing of lake strata during the spring and fall, 

interfering with nutrient release and oxygenation and so harming aquatic life. Chloride can also be 

directly toxic to aquatic life, with widely varying levels of toxicity for different species. According to 

Environment Canada, 5 percent of aquatic species are affected at chloride concentrations of 210 mg/L 

and 10 percent at 240 mg/L. (Environment Canada 2010) But overall, the literature suggests that 

chloride concentrations that can harm fish are seldom caused by highway deicing, and most studies 

have found no effects on microfauna and invertebrates. Larger bodies of water and streams with greater 

flow rates are less at risk than smaller bodies because of their capacity to dilute incoming chloride. 

Further, chloride will not accumulate from year to year if there is enough water to produce runoff, and 

levels usually surge during winter and thaw periods in affected areas and decline thereafter.  

 

Beyond the aquatic effects of chloride, the other components of deicing salts - sodium, calcium, 

magnesium, and potassium ς are essential nutrients for animals and plants, are common in unpolluted 

waters, and are consequently highly tolerated by aquatic life.  

Studies have also linked deicing activities to elevated chloride concentrations in groundwater, and have 

ǎƘƻǿƴ ǘƘŀǘ ŎƘƭƻǊƛŘŜ Ŏŀƴ ŀŎŎǳƳǳƭŀǘŜ ǿƛǘƘ ǘƛƳŜ ƛƴ ƎǊƻǳƴŘǿŀǘŜǊΣ ƻŦǘŜƴ ŜȄŎŜŜŘƛƴƎ ǘƘŜ 9t!Ωǎ ǎŜŎƻƴŘŀǊȅ 

drinking water standard (250 mg/L). Sodium in groundwater has also been of concern, and the 

Massachusetts Department of Transportation receives on average 12 complaints per year about sodium 

levels in drinking water. While the EPA does not regulate sodium in water, there is some concern about 

its effects on people with hypertension or heart disease. Nevertheless, the levels of sodium due to 

deicing salts in drinking water are unlikely to contribute significantly to daily sodium intake for human 

beings.  

 

For soils, the literature shows overall that while chloride-based deicing salts may decrease their 

permeability and aeration, there is no evidence that it damages soil to a significant degree. Chloride has 

not been shown to negatively affect soil structure; there are no documented cases of sodium affecting 

the stability of roadside soils; and calcium and magnesium are thought to benefit soil structure. Further, 

based on limited available data, it is thought that the use of salts does not significantly harm microbes in 

roadside soils beyond narrow strips near roads that are already disturbed by the presence of traffic.  

 

Finally, chloride salts are thought to have little effect on air quality and animals. Because they reduce 

ŀōǊŀǎƛǾŜ ǳǎŜΣ ǘƘŜȅ ŀǊŜ ǘƘƻǳƎƘǘ ǘƻ ōŜ άŀ ƴŜǘ ōŜƴŜŦƛǘ ƻƴ ŀƛǊ ǉǳŀƭƛǘȅ.έ (Levelton Consultants 2007, pp. 60) 

!ƴŘ ǿƘƛƭŜ ǘƘŜǊŜ ŀǊŜ ǎƻƳŜ ǊŜǇƻǊǘǎ ƻŦ ǘƻȄƛŎƛǘȅ ǘƻ ǎƳŀƭƭ ŀƴƛƳŀƭǎ ǘƘŀǘ ƛƴƎŜǎǘ ǊƻŀŘ ǎŀƭǘǎΣ άƳƻǎǘ ǘŜǊǊŜǎǘǊƛŀƭ 

animals have high salt tolerances, especially when adequate drinking water is available.έ (Levelton 

Consultants 2007, pp. 62) 

 

Abrasives 

 

The primary environmental concerns for abrasives are aquatic life and air quality. Abrasives pose a 

significant risk to aquatic life either via particles impairing fish habitats by blocking spaces between rocks 

in the beds of bodies of water (particulate bed load); or particles suspended in water (total suspended 

http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
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solids), which may block sunlight and eventually contribute to particulate bed load. According to Fay in 

2013 page нтрпΣ ά!ōǊŀǎƛǾŜǎ ǇƻǎŜ ǎƛƎƴƛŦƛŎŀƴǘ Ǌƛǎƪ ŦƻǊ ǿŀǘŜǊ ǉǳŀƭƛǘȅ ŀƴŘ Ƴŀȅ ǘƘǊŜŀǘŜƴ ǘƘŜ ǎǳǊǾƛǾŀōƛƭƛǘȅ ƻŦ 

aquatic species especially during spring runoff.έ (Staples et al. 2004) Further, a 2001 study found that 

abrasives are not only worse for the environment than salt, but less economical. (Schlup and Ruess 

2001, pp. 50)  

 

The use of abrasives can also affect air quality by increasing PM-10 particles in the air, leading to air 

pollution and threatening human health. Studies have shown that reducing the use of abrasives leads to 

significant reductions in PM-10 emissions.  

 

Finally, abrasives are thought to have little effect on soils. However, while there is limited data on the 

effects of abrasives on vegetation, it is thought that in sufficient quantities they can stress and smother 

it.  

 

Organic Biomass Products Used as Corrosion Inhibitors  

 

The use of organic biomass produces are of high concern for their effects on aquatic life. Organic matter, 

such as CSB used as a corrosion inhibitor, can increase biochemical oxygen demand in receiving waters, 

depriving aquatic life of oxygen. Only one study addressing the environmental effects of using CSB 

specifically in deicing was located:  Clear Roads found that the deicing product Beet 55 led to potentially 

toxic levels of dissolved oxygen for fathead minnows. (Clear Roads 2013) Also relevant is the literature 

on IceBan, a group of agricultural byproducts patented for use as roadway deicing and anti-icing agents, 

including the liquid residue of fermented corn byproducts, which has been shown to cause 

άŜǳǘǊƻǇƘƛŎŀǘƛƻƴ ƻŦ ǿŀǘŜǊΣ ǿƘƛŎƘ ǿƛƭƭ ǊŜǎǳƭǘ ƛƴ ǘƘŜ ǇǊƻƭƛŦŜǊŀǘƛƻƴ ƻŦ ƴƻȄƛƻǳǎ ŀǉǳŀǘƛŎ ǇƭŀƴǘǎΣ ŜǎǇŜŎƛŀƭƭȅ ōƭǳŜ-

ƎǊŜŜƴ ŀƭƎŀŜΣέ ǊŜŘǳŎƛƴƎ ǿŀǘŜǊ ƻȄȅƎŜƴ ƭŜǾŜƭǎ. (Fischel 2001, pp. 21) Also used as a corrosion inhibitor, 

small amounts of phosphorus can dramatically harm aquatic ecosystems.  

 

Salt Brine 

 

No studies were found focusing on the environmental effects of brine specifically as opposed to sodium 

chloride in general. The use of brine in prewetting roadways is thought to be environmentally beneficial 

because it leads to less use of salt, although radioactivity can be a concern for brine obtained from 

groundwater wells associated with oil and gas drilling.  

 

Federal Environmental Regulations Applicable to Selected Deicing Materials 

 

U.S. federal environmental regulations do not specifically address the use of road salt and other winter 

maintenance materials. However, there are regulations concerning the levels of contaminants in air, soil 

and water that apply to the components of road salts and other deicing materials. Applicable U. S. 

federal regulations include:  the Clean Water Act, the U.S. Safe Drinking Water Act, the Clean Air Act, 

and the Endangered Species Act.  

 

http://www.mdt.mt.gov/other/research/external/docs/research_proj/traction/final_report.pdf
http://www.clearroads.org/research-projects/11-02toxicity-of-deicing-materials.html
http://www.coloradodot.info/programs/research/pdfs/2001/deicers.pdf/at_download/file
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CƻǊ ŀǉǳŀǘƛŎ ƭƛŦŜΣ ǘƘŜ 9t!Ωǎ National Recommended Water Quality Criteria (EPA 2013b) includes 

recommended surface water thresholds for the protection of aquatic life and human health for about 

150 pollutants. These include chronic and acute thresholds for chlorideτ860 mg/L and 230 mg/L, 

respectively. EPA regulations (EPA 2013f) also list maximum drinking water levels for various 

contaminants. Chloride is not regulated, but it is on the secondary drinking water standard list with a 

limit of 250 mg/L. 

 

!ƭǎƻ ŀǇǇƭƛŎŀōƭŜ ŀǊŜ ǘƘŜ 9t!Ωǎ ŀƛǊ ǉǳŀƭƛǘȅ ǎǘŀƴŘŀǊŘǎ. (EPA 2012h) However, the EPA has not yet addressed 

toxicity in soils. (Levelton Consultants 2007, pp. 28) As for regulations related to animal life, when 

deicing materials are used on roads near endangered species, the Endangered Species Act requires that 

the threat to species be evaluated. (U.S. Fish and Wildlife Service 2013) 

 

L¢5Ωǎ [ŜǾel of Compliance with Environmental Regulations 

 

L¢5Ωǎ ŎƻƳǇƭƛŀƴŎŜ ǿƛǘƘ ŜƴǾƛǊƻƴƳŜƴǘŀƭ ǊŜǉǳƛǊŜƳŜƴǘǎ ƛǎ ƳƻƴƛǘƻǊŜŘ ŀǘ ǘƘŜ ǎǘŀǘŜ ƭŜǾŜƭ ǇǊƛƳŀǊƛƭȅ ǘƘǊƻǳƎƘ ǘƘŜ 

Idaho Department of Environmental Quality (IDEQ) and at the federal level through the U.S. EPA. Water 

quality is monitored by the EPA primarily through National Pollutant Discharge Elimination System 

(NPDES) permits, which are issued to facilities in urban areas that discharge stormwater runoff, 

including snow melt runoff, directly to surface water. National Pollutant Discharge Elimination System 

permits address discharges of runoff through a municipal separate storm sewer system (MS4) involving 

a relatively small percentage of total ITD highway miles. 

 

Our review did not identify any notices of violation issued to ITD districts, and we identified just one 

expression of concern regarding use of salt for winter maintenance, in District 1. Further, IDEQ 

confirmed that salt in northern Idaho waterways does not appear to be a cause for concern at this time, 

noting that excessive use of sand would be a bigger concern.  

 

In general, federal and state citations of state DOTs for violating environmental requirements due to 

winter maintenance activities appears to be rare across the country. In the multistate survey conducted 

as part of this synthesis project, only 4 of the 20 states responding to a survey question on violations 

indicated any kind of enforcement action.  

 

Detailed Findings 
 

Components of Concern 
 

[ŜǾŜƭǘƻƴ /ƻƴǎǳƭǘŀƴǘǎΩ нллт Guidelines for the Selection of Snow and Ice Control Materials to Mitigate 

Environmental Impacts, one of the most authoritative and comprehensive sources to date on the 

environmental effects of snow and ice control materials, defines components of concern for the deicing 

materials under consideration as follows. (Levelton Consultants 2007, pp. 29-30) 

  

http://water.epa.gov/scitech/swguidance/standards/criteria/current/index.cfm
http://water.epa.gov/drink/contaminants/index.cfm
http://www.epa.gov/air/criteria.html
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://www.fws.gov/endangered/about/
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
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Components of concern for chloride salts, which can affect soil and water quality, include: 

¶ Primary Components:  Chloride, sodium, magnesium, calcium. 

¶ Possible Byproducts:  Heavy metals, cyanide, phosphorus. 

 

Components of concern for abrasives include: 

¶ Air Quality:  PM10 and PM2.5 particles. 

¶ Water Quality:  sedimentation, including total suspended solids and particulate bed load.  

¶ Possible Byproducts affecting soil and water quality:  Heavy metals, phosphorus. 

 

Components of concern for corrosion inhibitors include: 

¶ The possible byproducts of organic matter (complex sugars), derived from agricultural beet 

processing, which can affect soil and water quality: dissolved oxygen and biochemical oxygen 

demand. 

¶ Heavy metals, phosphorus, and nitrogen found in other types of corrosion inhibitors.  

 

{ƴƻǿ ŀƴŘ ƛŎŜ ƳŀǘŜǊƛŀƭǎ Ŏŀƴ ōŜ ŘƛǎŎƘŀǊƎŜŘ ƛƴǘƻ ǘƘŜ ŜƴǾƛǊƻƴƳŜƴǘ ŘǳǊƛƴƎ άǘǊŀƴǎǇƻrt, storage, or 

application on roadways.έ (Levelton Consultants 2007, pp. 25) In particular, during application materials 

άŀǊŜ ŘŜǇƻǎƛǘŜŘ ƻƴ ǊƻŀŘǎƛŘŜ ǎƻƛƭǎ ŦǊƻƳ ǎǇƭŀǎƘƛƴƎΣ ǎǇǊŀȅƛƴƎ, gravity drainage, or plowing.έ (Levelton 

Consultants 2007, pp. 25) Once on roadside soils, components of snow and ice materials may: 

¶ Directly affect soil structure and soil biota. 

¶ Be taken up via the roots by vegetation (chemicals may also directly splash on vegetation during 

application or by subsequent traffic). 

¶ Be washed by precipitation into surface waters and groundwater, where they may affect aquatic 

life and human health. 

¶ Be entrained in the air, causing air pollution. 

¶ Be ingested by animals.  

http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
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Levelton Consultants on page 26 adapts the following chart from TRB to illustrate the overall 

relationships between pathways:  (TRB 1991) 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Figure 1. Overall Path of Snow and Ice Control 

 

The literature review that follows is organized by pathway, and where applicable, by component of 

concern or specific environmental effect. 

 

Effects on Soil 
 

!ŎŎƻǊŘƛƴƎ ǘƻ ǘƘŜ ¢ǊŀƴǎǇƻǊǘŀǘƛƻƴ !ǎǎƻŎƛŀǘƛƻƴ ƻŦ /ŀƴŀŘŀΩǎ ό¢!/ύ Salt Management GuideΣ ά{ŀƭǘ-laden 

water from winter roadway maintenance activities can infiltrate soil either directly through the melting 

of snow banks, salt stockpiles and salt spray and splash, or indirectly through surface runoff in ditches.έ 

(TAC 2013, pp. 56)  
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¢ƘŜ ŀǾŀƛƭŀōƭŜ ƭƛǘŜǊŀǘǳǊŜ ƻƴ ǘƘŜ ŜŦŦŜŎǘǎ ƻŦ ŘŜƛŎƛƴƎ ƳŀǘŜǊƛŀƭǎ ƻƴ ǎƻƛƭ ƛǎ ŎƻƴǎƛǎǘŜƴǘ ǿƛǘƘ ¢!/Ωǎ ŎƻƴŎƭǳǎƛƻƴ 

that: 

¶ While salt in soil may decrease its permeability and aeration, with high clay and organic content 

ǎƻƛƭǎ Ƴƻǎǘ ŀǘ ǊƛǎƪΣ ǘƘŜǊŜ ƛǎ άƴƻ ŜǾƛŘŜƴŎŜ ŦǊƻƳ ǘƘŜ ƭƛǘŜǊŀǘǳǊŜ ǊŜǾƛŜǿŜŘ ǘƘŀǘ ǊƻŀŘ ǎŀƭǘƛƴƎ Ƙŀǎ 

damage soil structure in highway rights-of-way to any significant degree.έ (TAC 2013, pp. 60) 

 

¶ Salt in soils may raise PH, dŜŎǊŜŀǎŜ ǎƻƛƭ ŦŜǊǘƛƭƛǘȅΣ άƳƻōƛƭƛȊŜ ǘǊŀŎŜ ƳŜǘŀƭǎ ƛƴ ǎƻƛƭǎ Χ ŀƴŘ 

ǎǳōǎŜǉǳŜƴǘƭȅ ŀŦŦŜŎǘ ƎǊƻǳƴŘǿŀǘŜǊ ŀƴŘ ǘŜǊǊŜǎǘǊƛŀƭ ƻǊƎŀƴƛǎƳǎΣέ ŀƭǘƘƻǳƎƘ ƳƻǊŜ ǊŜǎŜŀǊŎƘ ƛǎ ƴŜŜŘŜŘ 

in these areas. (TAC 2013, pp. 60) 

 

NCHRP similarly concludes that the direct effects of deicing mateǊƛŀƭǎ ƻƴ ǎƻƛƭǎ άŀǊŜ ƎŜƴŜǊŀƭƭȅ ƴƻǘ ŀ 

ŎƻƴŎŜǊƴΣ ōǳǘ ǎƴƻǿ ŀƴŘ ƛŎŜ ŎƻƴǘǊƻƭ ƳŀǘŜǊƛŀƭ Ŏŀƴ ƛƴƅǳŜƴŎŜ ǎƻƛƭ ǎǘǊǳŎǘǳǊŜΣ ŀƴŘ ǘƘŜ ǇǊŜǎŜƴŎŜ ƻŦ ǘƘŜǎŜ 

materials in soil can further affect water systems and vegetation.έ όLevelton Consultants 2007, pp. 2) 

bŜǾŜǊǘƘŜƭŜǎǎΣ ǘƘŜ ƭƛǘŜǊŀǘǳǊŜ ǊŜǾƛŜǿŜŘ ōŜƭƻǿ ǎǳƎƎŜǎǘǎ ǘƘŀǘ ŘŜƛŎŜǊ άƳƛƎǊŀǘƛƻƴ ƛƴǘƻ ǎƻƛƭǎ ŀŘƧŀŎŜƴǘ ǘƻ 

roadways can cause the swelling and compaction of soil, change its electrical conductivity, and lead to 

loss of soil stability by means of dry-wet cycling, osmotic stress, and mobilization of nutrients. 

(Environment Canada 2010) 

 

Chloride Salts 

 

Infiltration and Zone of Influence 

 

Salt concentrations in soil from maintenance activities generally decrease with increasing soil depth and 

distance from the road. (Levelton Consultants 2007; TAC 2013)  

 

Levelton Consultants in NCHRP Report 577 cited several reports, sodium and chloride levels in soils 

ŀŘƧŀŎŜƴǘ ǘƻ ǎƴƻǿ ŀƴŘ ƛŎŜ ƳŀƛƴǘŜƴŀƴŎŜ ŀŎǘƛǾƛǘƛŜǎ ŀǊŜ ƎǊŜŀǘŜǎǘ άǿƛǘƘƛƴ н ǘƻ о ƳŜǘŜǊǎ ƻŦ ǘƘŜ ǇŀǾŜƳŜƴǘ 

edge.έ (Prior and Berthouex 1967) Similarly, TAC 2013 cited another study that found a significant 

decrease in sodium chloride within 2 meters of roadways. (Pederson 2000) However, Levelton 

Consultants in NCHRP Report 577 cites a study to the effect that higher than normal concentrations can 

ƻŎŎǳǊ άŀǎ ŦŀǊ ŀǎ мл ƳŜǘŜǊǎ ŦǊƻƳ ǘƘŜ ǊƻŀŘǿŀȅ.έ (Hofstra and Smith 1984, pp. 26) Levelton Consultants 

cites two other studies that ŎƻƴŦƛǊƳ άōŜȅƻƴŘ мл ƳŜǘŜǊǎΣ ŎƻƴŎŜƴǘǊŀǘƛƻƴǎ ƻŦ ǎƴƻǿ ŀƴŘ ƛŎŜ ŎƻƴǘǊƻƭ 

ŎƘŜƳƛŎŀƭǎ ŘǊƻǇǇŜŘ ǘƻ ōŀŎƪƎǊƻǳƴŘ ƭŜǾŜƭǎέ ς below 500 ppm (parts per million) for both sodium and 

chloride. (Eppard et al. 1992; Cain et al. 2001) Further, Levelton /ƻƴǎǳƭǘŀƴǘǎ ŎƛǘŜ bƻǾƻǘƴȅΩǎ high 

springtime salt levels disappear in the summer as salt readily leaches. (Novotny 1999) A 2002 evaluation 

of sodium accumulation in soils and plants along Massachusetts roadsides concluded that 

concentrations ranged from 101 mg/kg at 5 feet to 16 mg/kg at 30 feet from the roadside, with a 

marked decrease after 15 feet. (Bryson and Barker 2002)  

 

[ŜǾŜƭǘƻƴ /ƻƴǎǳƭǘŀƴǘǎ ŎƛǘŜ tǊƛƻǊ ŀƴŘ .ŜǊǘƘƻǳŜȄΩǎ statement that the depth of infiltration is usually not 

greater than 1 meter. (Prior and Berthouex 1967) ¢!/ ŎƛǘŜǎ ƻƴŜ ǎǘǳŘȅ ǘƘŀǘ ŦƻǳƴŘ ǘƘŀǘ άǘƘŜ ƘƛƎƘŜǎǘ ǎŀƭǘ 

http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
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concentrations were in the top 1.3 cm of soil dropping off rapidly thereafter to normal background 

levels at depths ranging from 102 to 127 cm.έ (Hanes et al. 1976)  

 

Accumulation 

 

Several studies have showed little accumulation over time of deicing salts in soils. A Saskatchewan study 

in which soil and water sampling was performed at various sites over several years found little 

accumulation of salts in soils after 10 years: 

 

Χ ŀŦǘŜǊ 10 years of deicing salt application, there is a slight increase of ion levels at the selected 

site[s]. However, levels have not changed significantly and the environmental impacts are 

minimal along this highway. The study indicates that although there has been some 

accumulation of salt in the soil after winter, it is insignificant due to the groundwater flow and 

the sandy nature of the subsurface. A different set of geological characteristics could have led to 

an entirely different outcome. The fact that Highway #46 does not have high deicer application 

rates could also be a reason for this insubstantial impact of deicer application. (Jin et al. 2006) 

 

Similarly, Fay cited ŀ нллф ǎǘǳŘȅ άǎƻƛƭ ǎŀƳǇƭŜǎ ŎƻƭƭŜŎǘŜŘ ƛƴ ǘƘŜ [ŀƪŜ ¢ŀƘƻŜ .ŀǎƛƴ ǎƘƻǿŜŘ ƴƻ ƴŜǘ 

accumulation of salts, despite the observed damage to trees by deicing salts.έ (Munck et al. 2009)  

 

For chloride in particular, a 2005 Washington State DOT study evaluating the environmental effects of 

the use of road salt used on four sections along I-90 found that regardless of whether corrosion 

ƛƴƘƛōƛǘƻǊǎ ǿŜǊŜ ǳǎŜŘΣ άŎƘƭƻǊƛŘŜ ƭŜǾŜƭǎ ŦƻǳƴŘ ƛƴ ǊƻŀŘǎƛŘŜ ǎƻƛƭǎΣ ǎǳǊŦŀŎŜ ǿŀǘŜǊΣ ŀƴŘ ǳƴŘŜǊƭȅƛƴƎ ƎǊƻǳƴŘǿŀǘŜǊ 

were found to be generally low and well below any applicable regulatory standards or guidelines.έ 

(Baroga 2005, pp. 4)  

 

A 2008 study found that for soils in urban areas of Eastern New York, magnesium chloride ions were 

more abundant than sodium chloride ions, despite more frequent use of sodium chloride for deicing, 

suggesting the latter leach more rapidly. (Cunningham et al. 2008)  

 

Effects on Soil Structure 

 

Sodium 

 

Deicing salts can affect soils by exchanging sodium cations with the magnesium and calcium cations 

ŀƭǊŜŀŘȅ ƛƴ ǘƘŜ ǎƻƛƭΣ ŀŦŦŜŎǘƛƴƎ άǎǘǊǳŎǘǳǊŜ όǇŜǊƳŜŀōƛƭƛǘȅ ŀƴŘ ŀŜǊŀǘƛƻƴύΣ ǇIΣ ŦŜǊǘƛƭƛǘȅΣ ǾŜƎŜǘŀǘƛƻƴ ŘŀƳŀƎŜ ŀƴŘ 

mobilization of trace metals.έ ό¢!/ нлмоΣ pp. 57) The exchange is higher in clay soils. (TAC 2013 citing 

Jones et al. 1986) Fay (2012) cites further literature to the effect that sodium can displace organic 

Ŏŀǘƛƻƴǎ ƛƴ ǎƻƛƭǎΣ άǊŜŘǳŎƛƴƎ ǎƻƛƭ ǇŜǊƳŜŀōƛƭƛǘȅ ŀƴŘ ŀŜǊŀǘƛƻƴ ŀƴŘ ƛƴŎǊŜŀǎƛƴƎ ƻǾŜǊƭŀƴŘ ŦƭƻǿΣ ǎǳǊŦace runoff, 

and erosion.έ (Public Sector Consultants 1993; Ramakrishna and Viraraghavan 2005)  

 

  

http://www.tac-atc.ca/english/resourcecentre/readingroom/conference/conf2006/docs/s007/widger3.pdf
http://www.loe.org/images/content/090220/Salt_Soils_Urban_Ecosystems_2008.pdf
http://www.michigan.gov/documents/toc-deice_51451_7.pdf


Part 2. Environmental Effects of Roadway Deicing 

 35 

Fay further notes on page 2757: 

 

Sodium accumulation can cause increased soil density, reduced permeability, higher alkalinity, 

moisture retention, and loss of soil fertility, which can reduce plant growth and influence 

erosion. (TRB 1991) Sodium chloride migration through soils can cause soil swelling, increase soil 

electrical conductivity, cause loss of soil stability from drying and wetting cycles, and cause 

osmotic stress and mobilization of nutrients and metals impacting the localized environment. 

(Ramakrishna and Viraraghavan 2005; Environment Canada 2010) 

 

Similarly, Levelton Consultants 2007 NCHRP Report 577 concludes that sodium can break down soil 

structure, reducing permeability by reducing particle sizes and so increasing runoff and erosion and 

affecting the structural stability of roads. (Levelton Consultants 2007, pp. 48-49) But according to the 

¢ǊŀƴǎǇƻǊǘŀǘƛƻƴ !ǎǎƻŎƛŀǘƛƻƴ ƻŦ /ŀƴŀŘŀ нлмоΣ ŦƻǊ ǘƘƛǎ ǘƻ ƘŀǇǇŜƴ ǎƻŘƛǳƳ ƭŜǾŜƭǎ Ƴǳǎǘ ōŜ άǊŜƭŀǘƛǾŜƭȅ ƘƛƎƘΤ 

ƛΦŜΦ ƎǊŜŀǘŜǊ ǘƘŀƴ мр҈ ƻŦ ǘƘŜ ǎƻƛƭΩǎ ŜȄŎƘŀƴƎŜ ŎŀǇŀŎƛǘȅ ƛǎ ƻŎŎǳǇƛŜŘ ōȅ ǎƻŘƛǳƳΣέ ŀǘ ŀǊƻǳƴŘ оΣллл ǇǇƳ. 

(Public Sector Consultants 1993) NCHRP Report 577 found no documented cases of sodium negatively 

affecting the stability of roadside soils. (Levelton Consultants 2007, pp. 51)  

 

Chloride, Magnesium and Calcium 

 

Chloride has not been shown to negatively affect soil structure, although it can increase osmotic 

pressure by increasing soil conductivity. (Levelton Consultants 2007, pp. 48) Levelton Consultants also 

cited authors that stated both ŎŀƭŎƛǳƳ ŀƴŘ ƳŀƎƴŜǎƛǳƳ άǘŜƴŘ ǘƻ ƛƳǇǊƻǾŜ ǎƻƛƭ ǎǘǊǳŎǘǳǊŜ ŀƴŘ permeability 

by increasing aggregation of fine soil particles.έ (Novotny 1999; Bohn et al. 1985) 

 

Fay in 2012 also cites literature by Defourny to the effect that calcium and magnesium improve soil 

structure:  άŎŀƭŎƛǳƳ ŀƴŘ ƳŀƎƴŜǎƛǳƳ Ŏŀǘƛƻƴǎ ƘŀǾŜ ōŜŜƴ ŦƻǳƴŘ to increase soil stability, permeability, and 

ŀŜǊŀǘƛƻƴΣ ƭƛƪŜƭȅ ǘƘǊƻǳƎƘ ƻǊƎŀƴƛŎ ŀƴŘ ƛƴƻǊƎŀƴƛŎ ǇŀǊǘƛŎƭŜ ŦƭƻŎŎǳƭŀǘƛƻƴΦέ (Defourny 2000) 

 

Heavy Metal Mobilization 

 

¢ƘŜ ǾŀǊƛƻǳǎ ŎƻƳǇƻƴŜƴǘǎ ƻŦ ǊƻŀŘ ǎŀƭǘǎΣ ƛƴŎƭǳŘƛƴƎ ǎƻŘƛǳƳΣ ŎƘƭƻǊƛŘŜΣ ƳŀƎƴŜǎƛǳƳΣ ŀƴŘ ŎŀƭŎƛǳƳ άƳŀȅ 

displace heavy metals already bound to soil particles in a process commonly referred to as heavy metal 

ƳƻōƛƭƛȊŀǘƛƻƴέ ŀŦǘŜǊ ǿƘƛŎƘ ǘƘŜȅ Ƴŀȅ, (Levelton Consultants 2007, pp. 47): 

 

Χ Ǌesorb onto other soil sites, interact with soil organic material, form metal acetate pairs, 

bioaccumulate, or move with the hydraulic gradient in groundwater with eventual discharge to 

surface water. Mobilized metals are more biologically available than soil-bound metals and pose 

a greater risk to vegetation, terrestrial organisms, and aquatic life. (Elliott and Linn, 1987) 

 

The potential for mobilization is greater when the soil already contains high levels of metals. (Morin et 

al. 2000 cited by Levelton Consultants 2007) 

 

http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://www.michigan.gov/documents/toc-deice_51451_7.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
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A recent study by Nelson et al. found that immediately after salt application, metals could have 

concentrations 50 to 1,000 percent greater than normal, with sodium chloride leading to a larger 

increase in lead and copper than magnesium chloride, and magnesium chloride leading to a larger 

increase of cadmium. (Nelson et al. 2009) TAC 2013 cites another study that ǎƘƻǿŜŘ άŀ ƭŀǊƎŜ ǇŀǊǘ ƻŦ ǘƘŜ 

Pb, Cu and Zn in roadside soils is vulnerable to leaching when exposed to a high NaCL concentration.έ 

(Norrstrom 1998) TAC 2013 also cited a 2004 study that found increased heavy metal concentrations 

during the winter at sites where sodium chloride had been used for deicing. (Backtrom 2004)  

 

Some laboratory experiments suggest chloride can displace heavy metals from soil to groundwater. 

(Amrhein and Strong 1990; Public Sector Consultants 1993; Doner 1978 cited by Levelton Consultants 

2007) However, supporting field evidence is limited, with two studies showing not significant effects. 

(Pilon and Howard 1987; Mussato 2001 cited by Levelton Consultants 2007) One study cited by TAC 2013 

on page 63 ǎƘƻǿŜŘ ƭƻǿ ƭŜǾŜƭǎ ƻŦ ƳŜǘŀƭǎ ƛƴ ƎǊƻǳƴŘǿŀǘŜǊ ǿƛǘƘ олл ƳƎκ[ ŎƘƭƻǊƛŘŜΣ άǎǳƎƎŜǎǘƛƴƎ ǘƘŀǘ ǘƘŜǎŜ 

metals were not highly mobilized by elevated chloride levels.έ (Howard et al. 1993)  

 

Similarly, Fay in 2012 on page нтрт ŎƛǘŜǎ ƭƛǘŜǊŀǘǳǊŜ ǎǳƎƎŜǎǘƛƴƎ ǘƘŀǘ ǘƘŜ άŎƘƭƻǊƛŘŜ ŀƴƛƻƴ Ƙŀǎ ōŜŜƴ ǎƘƻǿƴ 

ǘƻ ƳƻōƛƭƛȊŜ ƘŜŀǾȅ ƳŜǘŀƭǎ ŦǊƻƳ ǘƘŜ ǎƻƛƭ ƛƴǘƻ ƎǊƻǳƴŘǿŀǘŜǊΣέ ǘƘŀǘ ǎƻŘƛum does so in soils with high clay 

content, ŀƴŘ ƻǾŜǊŀƭƭ ǘƘŀǘ άǎŀƭǘ ŎƻƴǘŀƳƛƴŀǘƛƻƴ ƻŦ ǎƻƛƭ Ƙŀǎ ōŜŜƴ ǎƘƻǿƴ ǘƻ ŎŀǳǎŜ ƴǳǘǊƛŜƴǘ ŀƴŘ ƘŜŀǾȅ ƳŜǘŀƭ 

transport from the roadside to receiving waters.έ (Sucoff 1975a; TRB 1991; Environment Canada 2010; 

Defourny 2000) 

 

Levelton Consultants in 2007 cites several authors stating that calcium and magnesium can also displace 

heavy metals, but are likely to have less effect in this regard than sodium. (Winters et al. 1985; Horner 

1988; Elliot and Linn 1987; Amrhein et al. 1994) Despite these concerns, we found not documented 

cases of significant problems with heavy metal mobilization due to the use of winter maintenance 

materials, in Idaho or other states.  

 

Abrasives 

 

!ōǊŀǎƛǾŜǎ άƘŀǾŜ ŦŜǿ ŘƛǊŜŎǘ ŜŦŦŜŎǘǎ ƻƴ ǎƻƛƭ ōŜŎŀǳǎŜ ǘƘŜȅ Řƻ ƴot chemically react and tend to remain on 

the surface of the soil.έ όLevelton Consultants 2007, pp. 51) However, some abrasives have high levels of 

such trace materials as metals.  

 

Organic Products and Corrosion Inhibitors 

 

For organic products, including those used in biomass products used as corrosion inhibitors with salts: 

 

There is limited specific information detailing the effects of organic products on soil properties, 

but, based on their organic constitution, it is expected that they would be subject to 

degradation by soil micro-organisms. Degradation could lead to anaerobic conditions in the soil, 

which can decrease soil pH and increase the solubility of adsorbed metals. (Levelton Consultants 

2007, pp. 50) 

http://www.michigan.gov/documents/toc-deice_51451_7.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf


Part 2. Environmental Effects of Roadway Deicing 

 37 

Effects on Soil Biota 
 

According to NCHRP Report 577:  

 

High concentrations of salts in the soil can affect soil microbial activity via osmotic stress as well 

as apparently ion-specific stresses, though the magnitude of the effect is very difficult to gauge. 

Organisms tend to be highly adaptable and soil characteristics (e.g., pH, ion exchange capacity, 

ammonium level and fertilization state, and matric water potential) can influence the magnitude 

of effect. The organisms most likely to be at risk are those in intimate contact with the dissolved 

solids in the soil water (e.g., protozoa, nematodes, earthworms, and arthropods) ... (Levelton 

Consultants 2007, pp. 51) 

 

Levelton Consultants notes on page 53 that there is not much data on the effects of deicing salts on 

microbes in soils with the most comprehensive available source of information being Environment 

/ŀƴŀŘŀΩǎ Priority Substances List Road Salt Assessment. (Butler and Addison 2000) This report makes 

inferences from studies that do not directly address the effects on soil of snow and ice control materials.  

 

.ŀǎŜŘ ƻƴ ǘƘŜ ŀǾŀƛƭŀōƭŜ ǊŜǎŜŀǊŎƘ ǘƘŀǘ ǿŜ ǊŜǾƛŜǿ ōŜƭƻǿΣ b/Iwt ŎƻƴŎƭǳŘŜǎ ǘƘŀǘ άǊƻǳǘƛƴŜ ǎƴƻǿ ŀƴŘ ƛŎŜ 

control practices do not pose a significant risk to roadside microbial populatiƻƴǎέ ƻǳǘǎƛŘŜ ƻŦ ƴŀǊǊƻǿ 

strips near roads that are already disturbed. (Levelton Consultants 2007, pp. 53)  

 

Chloride Salts 

 

Salts in soils can affect microbes via osmotic stress. (Levelton Consultants 2007) Levelton Consultants 

cite on page 52, the following authors. However, soil strips are narrow, already are disturbed 

environments with organisms adapted to them, and are likely to return to normal shortly after material 

application. (Butler and Addison 1999) One study showed a temporary decrease in microbial metabolism 

after sodium chloride runoff. (Guntner and Wilke 1983) A 2002 report found that sodium chloride is 

lethal to 25 percent of soil microbial species at 4,700 mg/kg and has non-lethal effects at 1,200 mg/kg. 

(Bright and Addison 2002) More recently, a 2008 study found that soils in urban areas of Eastern New 

¸ƻǊƪ ƘŀŘ άǎŀƭǘ ƭŜǾŜƭǎ ƘƛƎƘ ŜƴƻǳƎƘ ǘƻ ōŜ ǘƻȄƛŎ ǘƻ ǘŜǊǊŜǎǘǊƛŀƭ Ǉƭŀƴǘǎ ŀƴŘ ǎƻƛƭ ǇǊƻǘƻȊƻŀέ due to the use of 

deicing salts. (Cunningham et al. 2008, pp. 17) Magnesium chloride ions were more abundant than 

sodium chloride ions, suggesting the latter leach more rapidly.  

 

As reported in Levelton Consultants on page 53, field studies found concentrations greater than these 

thresholds in some cases within 10 meters of roadways, but much lower concentrations at greater than 

10 meters. (Cain et al. 2001) 

 

  

http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
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http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
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Effects on Vegetation 
 

According to NCHRP, 

 

Χ Ƴƻǎǘ ƛƳǇŀŎǘǎ ŀǎǎƻŎƛŀǘŜŘ ǿƛǘƘ ǊƻŀŘǎƛŘŜ ǾŜƎŜǘŀǘƛƻƴ ƛƳǇŀƛǊƳŜƴǘ Ŏŀƴ ōŜ ƭƛƴƪŜŘ ǘƻ όмύ ŜȄǘǊŜƳŜƭȅ 

high levels of ions contacting foliage and/or the root zone and (2) ion-specific damage related to 

chloride ions. As a result, most highway agencies are faced with either accepting some degree of 

salt-related vegetation damage or modifying operations to reduce the amounts of detrimental 

materials reaching vegetation. (Levelton Consultants 2007, pp. 59) 

 

Damage is of greatest concern within 10 meters of the roadway, with chloride being of greatest concern 

and sodium having primarily an indirect effect via its potential to degrade soil structure (see Soils in this 

report). (Levelton Consultants 2007) Abrasives may also smother roadside vegetation. (Levelton 

Consultants 2007) 

 

Chloride Salts 

 

TAC cited several authors in 2013 findingΣ ŘŜƛŎƛƴƎ ǎŀƭǘǎ Ŏŀƴ ǊŜŀŎƘ ǊƻŀŘǎƛŘŜ ǾŜƎŜǘŀǘƛƻƴ άмύ ǘƘǊƻǳƎƘ ǎƻƛƭ 

where salt concentrations have increased due to airborne salt spray deposition or surface runoff, and 

2) through direct salt splash or airborne salt spray deposition upon above-ground tissues,έ ŎŀǳǎƛƴƎ ŀ 

variety of injuries to vegetation, with sensitivity varying widely among plant species. (Jones and Jeffrey 

1986; Smith 1970; Dobson 1991) These adverse effects, according to NCHRP, are well known and 

documented, with chloride posing the greatest risk. (Levelton Consultants 2007, pp.553, 59)  

 

Zone of Influence 

 

Lƴ ƎŜƴŜǊŀƭΣ ǾŜƎŜǘŀǘƛƻƴ άŘŀƳŀƎŜ ƛǎ ƻŦ ƎǊŜŀǘŜǎǘ ŎƻƴŎŜǊƴ ǿƛǘƘƛƴ ǘƘŜ ǇǊƛƳŀǊȅ ƳŀǘŜǊƛŀƭ ŘŜǇƻǎƛǘƛƻƴ ȊƻƴŜ 

10 meters from the roadway.έ (Levelton Consultants 2007, pp. 59)  

 

TAC in 2012 cited the following reports. The zone of influence for soil-related effects is usually less than 

30 meters from the roadway. (Jones and Jeffrey 1986; Briggins and Walsh 1989) For direct splash from 

passing traffic, one study found the majority is within two meters, although as far as 28 meters for a 

50 km/h road. (McBean and Al-Nassri 1987) 

 

Airborne deposition has a zone of impact from 40 to 100 meters from the road edge (Cain et al. 2001 

cited in Levelton Consultants 2007), although it can extend as far as 500 meters, (Jones 1986 in TAC 

2013) and 1 study observed salt damage to White Pine as far as 382 meters from the road. (Kelsey and 

Hootman 1992 in TAC 2013) This zone of influence is greater for roads with steeper slopes. (TRB 1991)  
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Effects of Chloride Salts on Vegetation 

 

Road salts can affect roadside vegetation either through uptake from the soil or direct contact with 

leaves and stems. (TAC 2013) TAC 2013 cites Jones and Jeffrey stating both sodium and chloride can be 

toxic to plants at high enough concentrations. (Jones and Jeffrey 1986) Levelton Consultants cite several 

authors stating whereas calcium and magnesium are essential nutrients that are not toxic to vegetation 

even at high concentrations. (Tisdale 1966; Lewis 1997; Cheng 1998; Bohn et al. 1985) A 2006 study 

suggests that it is the concentration rather than the type of anti-icing constituent that is most important 

to impacts on plants, and that plants are more vulnerable at the end of winter, when they enter their 

active phase. (Onoduka et al. 2006)  

 

NCHRP classifies effects of road salts on vegetation into three groups: 

¶ Aerial deposition.  

¶ Ion uptake and accumulation from soil. 

¶ Osmotic stress. (Levelton Consultants 2007) 

 

Aerial Deposition 

 

Aerial deposition of deicing salts can damage leaves. (Moran 1992; Kelsey and Hootman cited in Levelton 

Consultants 2007; Hall et al. 1972; Hofstra et al. 1979 cited in TAC 2013) It can lead to the desiccation of 

tissues, death of stems and buds on young shoots, delayed and reduced growth, and premature leaf 

drop in conifers. (Cain et al. 2001 cited in Levelton Consultants 2007; Barrick and Davidson 1980; Chong 

1990 cited in TAC 2013) Applied directly to planǘǎ ƛƴ ǘƘŜ ƭŀōƻǊŀǘƻǊȅΣ ōƻǘƘ άǎƻŘƛǳƳ ŀƴŘ ŎŀƭŎƛǳƳ ŎƘƭƻǊƛŘŜ 

severely injure plants.έ (Environment Canada 2001 cited by TAC 2013) Similarly, laboratory tests by 

Yamamoto et al. showed a tendency for damage when vegetation leaves were sprayed with saline 

solution. (Yamamoto et al. 2010) Degree of vulnerability depends on growth stage and vigor. (Hanes et 

al. 1970; Cain et al. 2001 cited in Levelton Consultants 2007)  

 

Ion Uptake (Chloride) 

 

Levelton Consultants cited several publications. Chloride ions taken up by plants from the soil can lead 

ǘƻ άǇƭŀƴǘ ŘŜŎƭƛƴŜΣ ǊŜŘǳŎǘƛƻƴ ƻŦ ƭŜŀŦ ǎƛȊŜ ŀƴŘ Ǉƭŀƴǘ ƎǊƻǿǘƘΣ ƭŜŀŦ ŎƘƭƻǊƻǎƛǎΣ ƭŜŀŦ ōǳǊƴΣ ŀƴŘ ǘƛǎǎǳŜ ŘŜŀǘƘ,έ ŀǎ 

well as delay in seed germination. (Cain et al. 2001) Sodium is less detrimental , and as essential 

nutrients, calcium, magnesium, and potassium can be tolerated by plants in high levels. (Hanes et al. 

1970)  

 

Yamamoto et al. found that after spreading of 2,400g/m2 of solid sodium chloride over an 8 week 

period, the damage to vegetation caused by saline soil was temporarily high but well below 0.1 percent. 

(Yamamoto et al. 2010) 

 

http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
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Osmotic Stress (Sodium) 

 

5ŜƛŎƛƴƎ ǎŀƭǘǎ ŀƭǎƻ ƳŀƪŜ ƛǘ άƳƻǊŜ ŘƛŦŦƛŎǳƭǘ ŦƻǊ Ƴƻǎǘ Ǉƭŀƴǘǎ ǘƻ ŀōǎƻǊō ǿŀǘŜǊέ ōȅ ŎƘŀƴƎƛƴƎ ǘƘŜ ƻǎƳƻǘƛŎ 

pressure of water in soil. (Moore 1982 cited in TAC 2013) Levelton Consultants cited several reports 

stating, this can interfere with the uptake of nutrients and damage cells, leading to reduced shoot 

growth. (Gidley 1990; Prior and Berthouex 1967; Cain et al. 2001) High sodium levels in particular in soils 

can cause osmotic stress, as well as cause further damage to plants by negatively affecting soil structure. 

(Levelton Consultants 2007)  

 

Plant Vulnerability and Other Factors 

 

Vulnerability to ǎŀƭǘ ǾŀǊƛŜǎ ǎƛƎƴƛŦƛŎŀƴǘƭȅ ōŜǘǿŜŜƴ Ǉƭŀƴǘ ǎǇŜŎƛŜǎΦ {ŜŜ ǇŀƎŜ тл ƻŦ ¢!/Ωǎ Salt Management 

Guide for a table of thresholds (adapted from Environment Canada 2000) for sodium, chloride, and 

sodium chloride levels in various plants. (TAC 2013 pp. 70) In Levelton Consultants see Hanes et al. and 

Sucoff for lists of various species sensitivities. (Hanes et al. 1970; Sucoff 1975) Most susceptible are 

younger plants and conifers, while woody trees are fairly tolerant of salts and most grasses adaptable to 

high concentrations. (Hanes et al. 1970; cited in Levelton Consultants 2007) 

 

A large number of other variables determine how severely deicing salts affect vegetation, including 

temperature, light, humidity, wind, soil water, soil texture and drainage, and precipitation; as well as 

season. (TRB 1991; OECD 1989; Cain et al. 2001; Hofstra and Smith 1984 cited in Levelton Consultants 

2007)  

 

Cain et al. developed toxicity thresholds for sodium and chloride in soil of 215 to 300 ppm and 300 ppm 

respectively for roots, and 200 to 650 ppm and 800 to 1650 ppm respectively for plant tissue. (Cain et al. 

2001 as reported in Levelton Consultants 2007) Another study identifies the threshold for lethal effects 

by sodium chloride, sodium, and chloride at 840 mg/kg, 275 mg/kg, and 425 mg/kg respectively; and for 

non-lethal effects, 700 mg/kg, 220 mg/kg, and 440 mg/kg respectively. (Bright and Addison 2002 cited in 

Levelton Consultants 2007)  

 

¢ƘŜ {ŀƭǘ LƴǎǘƛǘǳǘŜ ŀŘǾƻŎŀǘŜǎ άǎŀƭǘ-ǇǊƻƻŦƛƴƎέ ǘƘŜ ǊƻŀŘǎƛŘŜ ŜƴǾƛǊƻƴƳŜƴǘ ǿƛǘƘ ǎŀƭǘ-tolerant vegetation, 

especially Table 3 listing the relative salt tolerance of various species. (Salt Institute 2004, pp. 17-19)  

 

Injuries to Trees 

 

TAC 2013 cites several authors regarding injuries to trees by deicing salts, which manifest themselves in 

the early spring include:  (Hall 1972; Hofstra 1979; Dirr 1976; Sucoff 1975) 

 

¶ Coniferous tree species: Browning of needles, premature needle drop, and reduction in growth. 

¶ Deciduous tree species: Desiccation of twigs, death of flower buds and vegetative buds, 

premature leaf drop, reduction of new growth, and leaf burning.  

http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://www.safewinterroads.org/wp-content/uploads/2011/08/Highway-Salt-and-Our-Environment.pdf
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Field Studies  

 

A 1996 study cited by Levelton Consultants in 2007, found significant vegetation damage near roadways 

in Sweden because of a confluence of conditions. (Backman and Folkeson 1996) Another study also cited 

by Levelton Consultants found that 2 main types of damage to trees in the Lake Tahoe basin were 

caused in part by salt in 15.05 percent of trees. (Eppard et al. 1992) Another Lake Tahoe study found 

ŘŜƛŎƛƴƎ ǎŀƭǘǎ ǘƻ άƴŜƎŀǘƛǾŜƭȅ ŀŦŦŜŎǘ ŀǘ ƭŜŀǎǘ мф҈ ŀƴŘ ǳǇ ǘƻ рр҈ ƻŦ ǘƘŜ ǘǊŜŜǎ ƛƴ нллсέ was cited by Fay in 

2012. (Munck et al. 2009) 

 

Several other studies have documented road salt damage to vegetation: 

¶ A study of the effect of road salts on cranberry in Massachusetts concluded that irrigation water 

should not have more than 100 ppm of chloride. (DeMoranville 2005)  

¶ Onoduka et al. (2006) found chloride levels well below those that would damage vegetation in 

roadside soils in Japan. (Onoduka et al. 2006) 

¶ An assessment of factors impacting roadside vegetation in Colorado found significant foliar 

injury and needle loss in roadside conifers compared to off-road counterparts, as well as 

elevated levels of sodium, magnesium, and chloride. (Trahan et al. 2008) 

 

Calcium Chloride and Magnesium Chloride 

 

Because magnesium and calcium are not toxic to vegetation even at high concentrations, the effects of 

calcium chloride magnesium chloride are attributable primarily to the effects of chloride. (Levelton 

Consultants 2007) Levelton Consultants also cited two other publications. Calcium in particular can 

reduce sodium and chloride uptake from soils. (Bogemans et al. 1989) However, high levels of 

magnesium can lead to nutritional imbalances, for example by producing calcium deficiencies. (Bohn et 

al. 1985) 

 

Levelton Consultants found one study found that the effects of calcium chloride varied among species. 

(Paul et al. 1987) They also found an Environment Canada study in 1984 that found the effects of 

calcium chloride to be attributable primarily to direct contact rather than soil uptake. (Environment 

Canada 1984) Another study they cite found no effect on roadside vegetation when calcium chloride 

was applied without splashing leading to direct contact. (Nairne and Associates 1992) Mussato 

concluded that magnesium chloride for anti-icing was unlikely to impact the environment. (Mussato 

2001) However, Trahan et al. found direct exposure to magnesium chloride was far more damaging to 

conifer saplings than exposure to sand and salt. (Trahan et al. 2008) 

  

http://ntl.bts.gov/lib/26000/26800/26843/Salt_Effects_on_Cranberry_Soils__Plant_Growth__and_Productiv.pdf
http://onlinepubs.trb.org/onlinepubs/circulars/ec126.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://onlinepubs.trb.org/onlinepubs/circulars/ec126.pdf
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Abrasives 

 

According to Levelton Consultants,  

 

Use of abrasives for snow and ice control can stress and smother roadside vegetation. Small 

particles can adhere to the stomates and affect the regulation of oxygen, carbon dioxide, and 

water vapor between the plant and the atmosphere.έ όLevelton Consultants 2007, pp. 59) 

Fischel on page 69 cited information from Audesirk and Audesirk on page 124 indicating that 

blocked stomates can also reduce or inhibit photosynthesis and can prevent the plant from 

adsorbing nutrients from the soil. (Levelton Consultants 2007, pp. 59) 

 

Effects on Water Quality and Aquatic Life 
 

Chloride Salts 

 

!ŎŎƻǊŘƛƴƎ ǘƻ CŀȅΣ άŎƘƭƻǊƛŘŜ ǎŀƭǘǎ ŀǇǇƭƛŜŘ ƻƴ ǿƛƴter roads can migrate into nearby surface waters and 

ƛƳǇŀŎǘ ǘƘŜƳ Ǿƛŀ ǎŜǾŜǊŀƭ ǇŀǘƘǿŀȅǎΣέ ƛƴŎƭǳŘƛƴƎ ōȅ ŜƭŜǾŀǘƛƴƎ ǎŀƭǘ ŎƻƴŎŜƴǘǊŀǘƛƻƴǎ ƛƴ ǊŜŎŜƛǾƛƴƎ ǿŀǘŜǊǎ ŀƴŘ 

affecting lake stratification. (Fay 2012, pp. 2754) Fay also cited that the harm to aquatic life may be 

ƛƴǎƛƎƴƛŦƛŎŀƴǘ άƛƴ ƭŀǊƎŜ ƻǊ ŦƭƻǿƛƴƎ ōƻŘƛŜǎ ƻŦ ǿŀǘŜǊ ǿƘŜǊŜ Řƛƭǳǘƛƻƴ ƻŎŎǳǊǎ ǉǳƛŎƪƭȅ,έ ŀƴŘ άǎǘǳŘƛŜǎ ƘŀǾŜ ŦƻǳƴŘ 

that chloride salt concentrations in highway runoff are typically low enough that the chloride salt is 

quickly diluted in receiving waters.έ όJones et al. 1992; Fay 2012, pp. нтррύ IƻǿŜǾŜǊΣ ǿƻǊƪ άōȅ /ƻǊǎƛ Ŝǘ 

al. found road salt to cause detrimental impacts to surface water on local, regional, and national scales, 

with short- and long-ǘŜǊƳ ƛƳǇŀŎǘǎ ǘƻ ǎǘǊŜŀƳǿŀǘŜǊ ǉǳŀƭƛǘȅ ŀƴŘ ŀǉǳŀǘƛŎ ƭƛŦŜέ was cited by Fay et al. 2013 

on page 8). (Corsi et al. 2010) Chloride salts can also affect groundwater and human drinking water 

supplies. (TAC 2013) 

 

Influence of Road Salt on Surface Water Concentrations of Chloride and Sodium 

 

Chloride 

 

Chloride occurs naturally in inland waters with concentrations ranging from 1 to 10 mg/L. (Waters 1995 

cited in Levelton Consultants 2007) ά²ƘŜǊŜ ŎƘƭƻǊƛŘŜ ƛǎ ŀǇǇƭƛŜŘ ŀǎ ŀ Ƴŀƛƴ ƛƴƎǊŜŘƛŜƴǘ ƻŦ ǎƴƻǿ ŀƴŘ ƛŎŜ 

control materials, substantial augmentation of chloride concentrations in receiving waters is likely.έ 

(Levelton Consultants 2007, pp. 35) NCHRP cites the example of two Colorado streams in which use of 

ice materials raised chloride concentrations by a factor of as much as 100. (Levelton Consultants 2007, 

pp. 35) ¢!/ нлмо ŎƛǘŜǎ 5ΩLǘǊƛ ǘƘŀǘ ǘhese concentrations remained higher than normal into the summer, 

although spring runoff reduced them from their peak during winter, and they never exceeded EPA 

aquatic life criteria. In general, larger bodies of water and streams with greater flow rates are less at risk 

because of their capacity to dilute incoming chloride. ό5ΩLǘǊƛ мффнύ  

 

http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
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Field Studies of Elevated Sodium and Chloride Levels 

 

There are many documented cases of chloride and sodium concentrations in runoff exceeding aquatic 

life standards as cited by Levelton Consultants. (Environment Canada 1999; Butler and Addison 2000) As 

Fay in 2012 on page 2755 ƴƻǘŜǎΣ ǿƛƴǘŜǊ άŎƻƴŎŜƴǘǊŀǘƛƻƴǎ ŦƻƭƭƻǿƛƴƎ ǊƻŀŘ ǎŀƭǘƛƴƎ ƘŀǾŜ ōŜŜƴ ǊŜŎƻǊŘŜŘ ŀǎ 

high as 10,000 and 18,000 mg/L.έ (TRB 1991; Environment Canada 2010)  

 

TAC describes numerous studies linking the use of road salt to elevated chloride and sodium levels in 

surface waters:  (TAC 2013, pp. 43 ς 44) 

¶ Levels of chlorides in Lake Simcoe in Southern Ontario were almost four times higher after four 

decades of snow and ice maintenance activities nearby, and sodium levels elevated. (Landre, 

2009) 

¶ Chloride concentrations in five streams in Indiana were correlated with degree of urbanization. 

(Gardner and Royer 2010) 

¶ Between the 1950s and 1990s, levels of sodium and chloride in a river basin in New York rose 

130 percent and 243 percent respectively, after use on average of 39 kilograms per square 

kilometer per day. (Godwin et al. 2003) 

¶ Several other studies suggested that elevated chloride and sodium levels in surface waters were 

due to salt storage or deicing activities in Canada, New York, and Maine, Rhode Island and 

Massachusetts. (Perera 2010; Demers 1990; Ohno 1990; Scott and Wylie 1980; Runge 1989; 

MassDOT 1994)  

 

Our review found several other studies found elevated sodium chloride levels due to deicing activities: 

¶ A six month evaluation of the effects of a mixture of sand and IceBan on the Peshastin Creek 

watershed in Washington State found chloride concentrations as high as 3.3 mg/L, significantly 

higher than the non-impacted average concentration of .62 mg/L (but much lower than EPA 

limits). (Yonge et al. 2001) 

¶ A study of the effects of road salting on a Norway lake showed increased salt concentrations. 

(Foeroevig et al. 2005)  

¶ A study in 45 randomly selected sampling sites near salt storage facilities in Virginia found 

chloride concentrations that routinely exceeded 2,000 mg/L. (Fitch et al. 2005) 

¶ The Idaho Department of Environmental Quality found elevated sodium, chloride, and specific 

conductivity in streams near I-90 in February and June of 2008 and between 2009 and 2011, 

although no impacts to aquatic life have been documented. (IDEQ 2008; IDEQ 2012)  

¶ Corsi et al. found that 7 of 13 samples taken from Milwaukee area streams during road salt 

runoff were toxic to two aquatic species. 72 percent of 37 samples taken from a Milwaukee 

stream from 1996 to 2008 were showed chronic toxicity, and 43 percent acute toxicity, with the 

maximum chloride concentration 7730 mg/L and in 11 watersheds in Southeastern Wisconsin, 

http://www.indiana.edu/~royerlab/pdfs/Publication%20PDFs/Gardner%20and%20Royer%202010%20JEQ.pdf
http://www.wsdot.wa.gov/research/reports/fullreports/500.1.pdf
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chloride concentrations exceeded EPA acute limits at 55 percent of sites, and chronic limits at 

100 percent of sites in November to April. (Corsi et al. 2010) 

¶ Exceedences of the EPA water quality standard for chloride were detected in the 4 of 6 New 

Hampshire watersheds tested, with 91 percent of chloride having its source in road salt. 

(Trowbridge et al. 2010) 

 

However, Denner et al. found that only 20 percent of the chloride load in 3 streams in Vermont was due 

to deicing, and chloride levels for each stream were below EPA limits. (Denner et al. 2010) 

 

A literature review by Evans and Frick concludes that the impacts of salts on surface water are of most 

concern in urban areas: 

 

Road salt impacts, defined as increased chloride concentrations, were most pronounced in 

urban areas and areas located near heavily salted highways. Furthermore, there is some 

evidence of more gradual increases in chloride concentrations in lakes in these regions, in part a 

result of road salt application. (Evans and Frick 2001, pp. 1) 

 

Retention within the Watershed 

 

In general, according to NCHRP chloride will not accumulate from year to year if there is enough water 

to produce runoff. (Levelton Consultants 2007) Rather, surface water chloride concentrations from road 

salt usually surge during winter and thaw periods as cited on page 45 by TAC 2013. ό5ΩLǘǊƛ мффн; 

Environment Canada 2010) However, TAC 2013 on page 45 ς 46, found 1 study άŜƭŜǾŀǘŜŘ /[ 

concentrations after precipitation in spring and summer, suggesting some retention of road salt within 

the watershed.έ (Gardner and Royer 2010) Similarly, they cite a field study in Minnesota that found that 

78 percent of road salt remained in the watershed after application. (Novotny et al. 2008) 

 

Several other studies suggest that chloride can accumulate within watersheds: 

¶ A study of the effects of deicing salts on water quality in Minnesota found that about 70 percent 

of the road salt applied in the Twin Cities Metro Area is not carried away by the Mississippi 

River, that both sodium and chloride levels are unnaturally high compared to other Midwestern 

bodies of water, and a rising trend in salinity over 30 years. (Stefan et al. 2008) 

¶ Mullaney et al. evaluated 25 years of surface water quality data, and found that chloride had 

steadily increased in three rivers in New Jersey, Connecticut, and Illinois. Deicing materials were 

among a number of sources for this increase, which also included landfills, agriculture, and 

wastewater and water treatment. (Mullaney et al. 2009) 

¶ Computer modeling by Shaw et al. suggests that salt concentrations in Fall Creek in central New 

York can be expected to increase for several decades and that an average residence time of road 

salt in the watershed is about 50 years. (Shaw et al. 2012) 

http://pubs.usgs.gov/sir/2009/5236/pdfs/sir2009-5236text_covers508.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://www.indiana.edu/~royerlab/pdfs/Publication%20PDFs/Gardner%20and%20Royer%202010%20JEQ.pdf
http://conservancy.umn.edu/bitstream/115339/1/pr513.pdf
http://www.lrrb.org/media/reports/200842.pdf
http://pubs.usgs.gov/sir/2009/5086/pdf/sir2009-5086.pdf
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Effect on Lake Strata and Dissolved Oxygen 

 

Levelton Consultants and TAC 2013 cited elevated salt levels can prevent the mixing of lake strata during 

the spring and fall, interfering with nutrient release and oxygenation and so harming aquatic life. (Jones 

and Jeffrey 1986; 5ΩLǘǊƛ мффн; Judd and Stegall 1982; Ramakrishna and Viraraghavan 2005; Bubeck 1971; 

Diment 1973) wŜŘǳŎŜŘ ƻȄȅƎŜƴ Ŏŀƴ ƭŜŀŘ ƛƴ ǘǳǊƴ ǘƻ άƘƛƎƘŜǊ ƴǳǘǊƛŜƴǘ ƭƻŀŘƛƴƎ ŀƴŘ ǎǳōǎŜǉǳŜƴǘƭȅ ƛƴŎǊŜŀǎŜŘ 

algal growth, ŦǳǊǘƘŜǊ ŘŜǇƭŜǘƛƴƎέ ŘƛǎǎƻƭǾŜŘ ƻȄȅƎŜƴ. (TRB 1991 cited by Fay 2012)  

 

More recently, field measurements by Novotny and Stefan of a lake for two years showed the presence 

through the summer of a road salt-induced saline layer, which can affect lake quality and ecology. 

Computer modeling in the same study showed that this layer can prevent dissolved oxygen from 

reaching lake sediments, negatively affecting microbial communities and fish habitats. (Novotny & 

Stefan 2012) 

 

Heavy Metal Contamination and Mobilization 

 

According to TAC 2013 citation, road salt contains heavy metal contaminants, which can harm aquatic 

life. (Reinosdotter and Viklander 2007) See Table 3-6 in NCHRP Report 577 for a table of regulatory 

aquatic life chronic thresholds for heavy metals most likely to contaminate snow and ice control 

mixtures. (Levelton Consultants 2007, pp. 41) See also Federal Environmental Regulations in this report.  

 

Levelton Consultants in 2007 cited that the most likely metals to cause problems are zinc, copper, lead, 

and cadmium:  ά!ƭƭ ŦƻǳǊ ƻŦ ǘƘŜǎŜ ŜƭŜƳŜƴǘǎ ǘŜƴŘ ǘƻ ōŜŎƻƳŜ ŎƻƴŎŜƴǘǊŀǘŜŘΣ ǇǊƻōŀōƭȅ ōȅ ŜǾŀǇƻǊŀǘƛƻƴ 

mechanisms, in salt deposits used as sources of magnesium chloride for liquid snow and ice control 

materials.έ (Environment Canada 1999; Lewis 1999; Fischel 2001)  

 

wƻŀŘ ǎŀƭǘ Ŏŀƴ ŀƭǎƻ ŎŀǳǎŜ άǘƘŜ ǊŜƭŜŀǎŜ ƻŦ ƳŜǘŀƭǎ ŦǊƻƳ ǎŜŘƛƳŜƴǘǎ ŀƴŘ ǎǳǎǇŜƴŘŜŘ ǇŀǊǘƛŎǳƭŀǘŜ ƳŀǘǘŜǊέ ƛƴ 

water (TAC 2013, 48, citing Warren and Zimmerman 1994; Gales and Van der Meulen 1992). Levelton 

Consultants notes ǘƘŀǘ ŎƘƭƻǊƛŘŜ ƛƴ ǇŀǊǘƛŎǳƭŀǊ άƳŀȅ ƭƛōŜǊŀǘŜ ƳŜǊŎǳǊȅ ōƻǳƴŘ ǘƻ ǿŜǘ ǎŜŘƛƳŜƴǘǎ.έ όLevelton 

Consultants, pp. 35, citing Feick et al. 1972)  

 

Effects on Aquatic Organisms 
 

Chloride 

 

The tolerance of aquatic life for chloride is high as cited by Levelton Consultants 2007. (OECD 1989; 

Chappelow et al. 1993) ¢ƘŜ 9t!Ωǎ ŦǊŜǎƘǿŀǘŜǊ ŀǉǳŀǘƛŎ ƭƛŦŜ ŎǊƛǘŜǊƛŀ ŀǊŜ усл ƳƎκ[ ŀƴŘ нол ƳƎκ[ ŦƻǊ ŀŎǳǘŜ 

and chronic exposure respectively. (EPA 2013b)  

 

According to Environment Canada as cited in TAC 2013, 5 percent of aquatic species are affected at 

chloride concentrations of 210 mg/L and 10 percent at 240 mg/L aƴŘ ŀǘ άƭƻǿŜǊ ŎƻƴŎŜƴǘǊŀǘƛƻƴǎΣ 

increased chloride concentrations may affect community structure, diversity and productivity.έ 

http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://www.coloradodot.info/programs/research/pdfs/1999/magchlorideenveffects.pdf/at_download/file
http://www.coloradodot.info/programs/research/pdfs/2001/deicers.pdf/at_download/file
http://onlinepubs.trb.org/onlinepubs/shrp/SHRP-H-647.pdf
http://water.epa.gov/scitech/swguidance/standards/criteria/current/index.cfm#altable
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(TAC 2013, pp. 49) Levelton Consultants ŀƭǎƻ ƴƻǘŜǎ ǘƘŀǘ άŎƘƭƻǊƛŘŜ ŎƻƴŎŜƴǘǊŀǘƛƻƴǎ ŜȄŎŜŜŘƛƴƎ ǘƘŜ ώ9t!ϐ 

criteria are more likely to change the composition of aquatic communities than to impair all species. 

(Jones and Jeffrey 1986; Dickman and Gochnauer 1978) TAC 2013 cites several reports that similarly 

ƴƻǘŜǎ ǘƘŀǘ άCǊŜǎƘǿŀǘŜǊ ƻǊƎŀƴƛǎƳǎ ŘƛŦŦŜǊ ƛƴ ǘƘŜƛǊ ǎŀƭǘ ǘƻƭŜǊŀƴŎŜΣέ ŀƴŘ ŜǾŜƴ ƳƻŘŜǊŀǘŜ ƭevels of 

ŎƻƴǘŀƳƛƴŀǘƛƻƴ ŎƻǳƭŘ ƭŜŀŘ ǘƻ άǘƘŜ ǎŜƭŜŎǘƛǾŜ ŜƭƛƳƛƴŀǘƛƻƴ ƻŦ ƛƴǘƻƭŜǊŀƴǘ ǎǇŜŎƛŜǎΣέ ŀƭǘŜǊƛƴƎ ǘƘŜ ŜŎƻǎȅǎǘŜƳ 

other aquatic species and insects. (Blaustein and Chase 2007) In fact, aquatic habitats compromised by 

deicing agents could increase the presence of salt-tolerant insects, including mosquitos. (Petranka and 

Doyle 2009;Demers and Sage 1990) Even in lakes that are large enough to dilute runoff and reduce 

ŜŦŦŜŎǘǎΣ άǎŀƭƛƴŜ ƛƴŦƭƻǿ ŦǊƻƳ ǊƻŀŘ ǎŀƭǘƛƴƎ Ƴŀȅ ŀŦŦŜŎǘ ōŜƴǘƘƛŎ ƛƴǾŜǊǘŜōǊŀǘŜ ŎƻƳǇƻǎƛǘƛƻƴ ƛƴ ǘƘŜ ōƻǘǘom 

waters.έ (TAC 2013, pp. 51)  

 

Microfauna and Invertebrates 

 

According to TAC, sodium chloride is toxic to algae at 1,000 mg/L, various invertebrate species at 

1,300 to 7,000 mg/L, and juvenile bivalve species at 200 mg/L. (TAC 2013) Elevated chloride levels can 

cause mutation in bacteria and yeast at 5 to 150 mg/L and behavioral impairment of benthic 

invertebrates at 1,000 mg/L. (TAC 2013) TAC provides toxicity values for a number of invertebrate 

species. (TAC 2013) 

 

A number of field studies have been done to look at potential effects of deicing salts on microfauna and 

invertebrates. The majority of studies found little to no impact on microfauna and invertebrate 

populations due to winter maintenance efforts. TAC 2013 cites more specifically: 

¶ A decrease in diversity of aquatic insects downstream from salted highway. (Demers 1990) 

Levels of chloride were 5.23 mg/L, well below toxicity thresholds but 66 times higher than levels 

upstream.  

¶ [ŜǾŜƭǎ ƻŦ ŎƘƭƻǊƛŘŜ ƛƴ LƴŘƛŀƴŀ ǿŀǘŜǊǎ ǘƘŀǘ ǿŜǊŜ άǳƴƭƛƪŜƭȅ ǘƻ ŎŀǳǎŜ ŘƛǊect mortality to aquatic 

organisms.έ (Gardner and Royer 2010) 

¶ A study of 43 impacted Michigan wetlands showed chloride concentrations ranging from 18 to 

2,700 mg/L, with 97 percent having levels less than 334 mg/L, well below macroinvertebrate 

toxicity values. (Benbow and Merritt 2004)  

¶ A six month evaluation of the effects of a mixture of sand and IceBan on the Peshastin Creek 

watershed in Washington State found no effect on three benthic macro invertebrate fish food 

organisms. (Yonge et al. 2001) 

 

Fish 

 

According to TAC 2013 which cites numerous reports, chlorides can be harmful to fish at concentrations 

as low as 400 mg/L but many species can tolerate much higher concentrations. For example, the toxicity 

threshold for small bluegill is 8,100 to 10,500 mg/L, and for rainbow trout is as high as 19,000 mg/L to 

52,000 mg/L. (CH2M Hill Engineering 1993) 5ΩLǘǊƛ ŎƛǘŜǎ ŀ ǎǘǳŘȅ ǘƘŀǘ ƎƛǾŜǎ ŀƴ ŀŎǳǘŜ ŎƘƭƻǊƛŘŜ ǘƻȄƛŎƛǘȅ ǾŀƭǳŜ 

http://www.indiana.edu/~royerlab/pdfs/Publication%20PDFs/Gardner%20and%20Royer%202010%20JEQ.pdf
http://www.wsdot.wa.gov/research/reports/fullreports/500.1.pdf
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of 8,500 to 12,000 mg/L for fish and 1,300 to 2,300 mg/L for lower organisms. ό5ΩLǘǊƛ мффнύ Larval fish are 

less tolerant of chlorides than adult fish. ό5ΩLǘǊƛ 1992; Hart 1990; Scott and Wylie 1980) Fish eggs are 

susceptible to hardening when salinity exceeds 3,000 mg/L. (OECD 1989)  

 

Table 5 in Fischel, represented as Table 5 below, gives toxicity thresholds of sodium and chloride to fish 

of various species:  (Fischel 2001, pp. 39) 

 

Table 5. Toxicity of Fish and Invertebrates Exposed to Sodium Chloride for 1 to 7 Days 

 

Species Common Name 
NaCl 

(ppm) 

Chloride 

Ion (ppm) 
Response Exposure Reference 

Lepomis macrochirus Bluegill 14,000  8,550 LC50
1
 24 hours Doudoroff & Katz 1953 

Daphnia magna Water Flea  7,754  4,704 LC50 24 hours Cowgill et al. 1990 
Daphnia pulex Water Flea  2,724  1,652 LC50 24 hours Cowgill et al. 1990 

Ceriodaphnia dubia Water Flea  2,724  1,652 LC50 24 hours Cowgill et al. 1990 
Ceriodaphnia dubia Water Flea  2,308  1,400 LC50 72 hours Cowgill et al. 1990 

Daphnia magna Water Flea  3,054  1,853 LC50 72 hours Anderson 1948 

Chironomus 

attenatus 

Chironomid 

(Midge) 

 6,637  4,026 
LC50 

72 hours 
Thorton & Sauer 1972 

Pimephales promelas Fathead Minnow  7,650  4,640 LC50 72 hours Adelman et al. 1976 

Lepomis macrochirus Bluegill  9,627  5,840 LC50 72 hours Birge et al. 1985 

Oncorhynchus mykiss Rainbow Trout 11,112  6,743 LC50 72 hours Spehar 1987 

Pimephales promelas 

Fathead Minnow 

(embryos, 

survival) 

 1,440  874 

LC50 7-Day Beak 1999 

Ceriodaphnia dubia 
Water Flea, mean 

brood size 

 1,761  1,068 
EC50 7-Day Cowgill & Milazzo 1990 

Oncorhynchus mykiss 

Rainbow Trout, 

egg, embryo, 

survival 

 2,400  1,456 

LC50 7-Day Beak 1999 

Daphnia magna 
Water Flea, mean 

brood size 

 4,040  2,451 
LC50 7-Day Cowgill & Milazzo 1990 

Pimephales promelas 
Fathead Minnow, 

larvae, growth 

 4,990  3,029 
EC50 7-Day Beak 1999 

1
 Concentration that is lethal to 50 percent of the test organisms. A higher LC50 value means Lower toxicity of the  

   chemical. 
 

See also Toxicity Evaluations of Specific Deicing Materials below. 

 

TAC 2013 cites several reports and ŎƻƴŎƭǳŘŜǎ ǘƘŀǘ άŎƘƭƻǊƛŘŜ ŎƻƴŎŜƴǘǊŀǘƛƻƴǎ ǘƘŀǘ ŀǊŜ ƘŀǊƳŦǳƭ ǘƻ ŦƛǎƘ Χ 

are rarely generated by highway de-icing. Very high chloride levels exceeding this range have been 

reported during spring thaws near large snow disposal sites.έ (TRB 1991; Scott and Wylie 1980; 

5ΩLǘǊƛ 1992) Field testing of various water bodies in Canada άǎǳǇǇƻǊǘƛƴƎ ŀ ƎƻƻŘ ƳƛȄŜŘ ŦƛǎƘ ŀǎǎŜƳōƭŀƎŜέ 

suggests that 5 percent have less than 3 mg/L chloride, 50 percent less than 9 mg/L chloride, and 

95 percent less than 170 mg/L chloride. ό5ΩLǘǊƛ мффнύ  

 

http://www.coloradodot.info/programs/research/pdfs/2001/deicers.pdf/at_download/file
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Chloride levels can become high in smaller bodies with limited circulation, or when other factors 

contribute to its effects: 

 

ΧƘƛƎƘ ŎƘƭƻǊƛŘŜ ƭŜǾŜƭǎ Ŏŀƴ ƘŀǾŜ ŀ ǎƛƎƴƛŦƛŎŀƴǘ ŜŦŦŜŎǘ ƻƴ ŀǉǳŀǘƛŎ ƭƛŦŜΣ ƛƴ ǎƳŀƭƭ ǿŀǘŜǊōƻŘƛŜǎ ǿƘŜǊŜ Ŧƭƻǿ 

circulation and dilution is limited ς effects on larger waterbodies are usually reduced by dilution, 

ŀƭǘƘƻǳƎƘ ǎƻƳŜ ǊŜǎƛŘǳŀƭ ŜŦŦŜŎǘǎ ƻƴ ƳƛȄƛƴƎ ŀƴŘ ōƻǘǘƻƳ ƭŀȅŜǊǎ Ƴŀȅ ƻŎŎǳǊ ŀǎ ǊŜǾƛŜǿŜŘ ŜŀǊƭƛŜǊΦ Χ 

Overall, harmful effects of salt pollution on aquatic life depend on the oxygen supply in the water, 

water flows/circulation, size of the waterbody and drainage basin, temperature, length of exposure, 

rate of salt concentration increase, chemical composition of the water, salting intensity, 

precipitation, topography and type of highway drainage system. (TAC 2013, pp. 52, citing TRB 1991; 

5ΩLǘǊƛ мффнύ 

 

Despite the ample data on toxicity from laboratory tests, there seem to be few field studies on the 

effects of chlorides on fish.  

 

Amphibians 

 

While there is little research, higher concentrations of salt may also be toxic to amphibians. (Sanzo and 

Hecnar 2006 in TAC 2013) Karraker et al. argue that efforts are required to protect the spotted 

salamander and wood frog from the effects of deicing activities in the Adironack Mountain Region of 

New York. (Karraker et al. 2008) A study of the effects of road salts on Nova Scotia amphibians found 

that chloride concentrations in 26 roadside ponds caused by the use of deicing salts will exclude salt 

sensitive species such as spotted salamanders and wood frogs. (Collins and Russell 2009)  

 

Sodium, Calcium, Magnesium, and Potassium 

 

Sodium, calcium, magnesium, and potassium are essential nutrients of animals and plants, common in 

unpolluted waters, and consequently highly tolerated by aquatic life. (Levelton Consultants 2007)  

 

Levelton Consultants notes that there are no aquatic life standards for sodium and potassium. (Levelton 

Consultants 2007, pp. 35)  

 

There are no aquatic life standards or other general use protective upper limits for calcium and 

magnesium in water, except as related to hardness associated with very high concentrations of 

Ca and Mg in relation to domestic water supply for maintenance of cleaning performance. Thus, 

it is unlikely that addition of calcium or magnesium to water would be seen as an environmental 

threat or a threat to the domestic use of water. (Levelton Consultants 2007, pp. 36) 

 

CǳǊǘƘŜǊΥ άǘƘŜǊŜ ƛǎ ƴƻ ŜǾƛŘŜƴŎŜ ŀǘ ǇǊŜǎŜƴǘ ǘƘŀǘ ǘƘŜȅ ŎŀǳǎŜ ŀƴȅ ōƛƻǘƛŎ ǊŜǎǇƻƴǎŜǎΣ ƎƛǾŜƴ ǘƘŜ ōŜƴƛƎƴ ƴŀǘǳǊŜ 

of the four major cations within the lower ranges of concentration.έ (Levelton Consultants 2007, pp. 37)  

 

http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
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However TAC 2013 notes that Briggins and Walsh stated that sodium can increase the growth of blue-

green algae. (Briggins and Walsh 1989) A literature review by Evans and Frick found that: 

 

Magnesium and potassium chloride appear to be more toxic than sodium chloride for all 

organisms investigated. Plankton and invertebrates appear to be more sensitive to calcium than 

sodium chloride while the reverse appears to occur for fish. (Evans and Frick 2001, pp. 1) 

 

Effects on Groundwater 

 

According to a report cited by TAC 2013 on page 80Σ άwŜǇƻǊǘǎ ƻŦ ŜƭŜǾŀǘŜŘ ǎƻŘƛǳƳ ŀƴŘ ŎƘƭƻǊƛŘŜ ƭŜǾŜƭǎ ƛƴ 

drinking water supplies traced to road salting have been documented for more than 30 years in North 

America.έ (TRB 1991)  

 

Chloride 

 

Chloride is naturally present in groundwater at less than 10 mg/L. (Fay et al. 2013) While there is little 

research on the long term effects of deicing salts on groundwater, it is possible that as chloride 

accumulates there could be significant deterioration of groundwater quality. (Howard and Maier 2007; 

Thunqvist 2004 as cited in Fay and Shi 2012) It is estimated that 10 to 60 percent of salt applied to roads 

enters groundwater, and 20 to 45 percent of chloride. (TAC 2013, pp. 60, citing Jones and Jeffrey 1986)  

 

Further, Fay and Shi 2012 on page 2755 cites studies that have shown that soils can retain chloride over 

ǘƛƳŜΣ ŀƴŘ ǎƻ ǎŜǊǾŜ ŀǎ ŀ άƭong-term source of chloride to the groundwater and ultimately to the surface 

water.έ (Kincaid and Findlay 2009; Lax and Peterson 2009) The migration of chlorides into water from 

soils can take anywhere from years to decades. (TAC 2013; Fay and Shi 2012) According to Fay, it has 

ōŜŜƴ ǎƘƻǿƴ ǘƘŀǘ ǎƻŘƛǳƳ ŎƘƭƻǊƛŘŜ ƛƴ ǎƘŀƭƭƻǿ ǎǳōǎǳǊŦŀŎŜ ǿŀǘŜǊǎ άŀŎŎǳƳǳƭŀǘŜǎ ǳƴǘƛƭ ǎǘŜŀŘȅ-state 

concentrations are attained.έ (citing Environment Canada 2010) Computer modeling has estimated that 

ŀǇǇƭƛŎŀǘƛƻƴ ƻŦ ά24 tonnes sodium chloride per two-lane-kilometre, will result in regional-scale 

ƎǊƻǳƴŘǿŀǘŜǊ ŎƻƴŎŜƴǘǊŀǘƛƻƴǎ ƎǊŜŀǘŜǊ ǘƘŀƴ нрл ƳƎκ[έ ŦƻǊ ƘƛƎƘ ŘŜƴǎƛǘȅ ƭŀƴŘ ǳǎŜ ŀǊŜŀǎ ŀƴŘ ŀ ƳŀȄƛƳǳƳ ƻŦ 

24 mg/L for 40 tonnes of sodium chloride per 2 lane kilometer for low density areas. (Levelton 

Consultants 2007, pp. 63, citing Environment Canada 2001) Jin et al. found that in 3 wells near a 

highway, chloride concentrations showed a significant upward trend of 0.2 mg/L per year over 10 years, 

but there was no significant upward trend for sodium concentrations. (Jin et al. 2006) 

 

However, a Michigan monitoring study from 1976 to 2006 found that that dilution from precipitation 

prevents buildup in roadside soils and groundwater. (Muethel 2007) Meri, examining the reasons for 

increased chloride levels in groundwater in areas of Finland, found that it is difficult to distinguish the 

effects of road salting from that of clay soils, although soil chloride levels were especially high next to a 

nearby road. (Meri 2010) 

 

  

http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_syn_449.pdf
http://www.michigan.gov/documents/mdot/MDOT_Research_Report_R1495_207577_7.pdf
http://alk.tiehallinto.fi/julkaisut/pdf3/lts_2010-32_kohonneet_kloridipitoisuudet_web.pdf
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A number of field studies have linked road salting to elevated chloride levels in groundwater: 

¶ Road salting was a major source of chloride in soils and groundwater near Lindsay, Ontario. 

(Howard and Faick 1986 cited in TAC 2013) 

¶ Pilon found concentrations of 400 mg/L and higher for chloride in shallow subsurface waters 

near a salted highway. (Pilon and Howard 1987 cited in TAC 2013) 

¶ Deicing caused chloride contamination exceeding 1,200 mg/L in a survey of 23 springs in the 

Toronto area. (Williams et al. 2000 cited in TAC 2013) 

¶ A 2002 study found sodium and chloride due to deicing present year round in an aquifer in 

IndianaΣ ŀƴŘ ŦƻǳƴŘ ǘƘŀǘ ŎƘƭƻǊƛŘŜ ŜȄŎŜŜŘŜŘ ǘƘŜ ά9t! ǎŜŎƻƴŘŀǊȅ ƳŀȄƛƳǳƳ ŎƻƴǘŀƳƛƴŀƴǘ ƭŜǾŜƭ ƻŦ 

250 mg/L for drinking water at seven wells down gǊŀŘƛŜƴǘ ŦǊƻƳέ ŀ ƘƛƎƘǿŀȅ. (Watson et al. 2002 

cited on pp. 2756 of Fay and Shi 2012)  

¶ A study found that during runoff events, chloride concentrations in groundwater due to winter 

maintenance were 40 to 60 mg/L, as opposed to 1 to 2 mg/L normally. (Albright 2005 cited in 

Fay and Shi 2012)  

¶ Another study found that chloride concentrations are increasing in shallow groundwater in the 

Minnesota Twin Cities Metropolitan Area. (Stefan et al. 2008)  

¶ Testing by the Maine Department of Transportation indicates that two to four percent of its 

wells exceed 250 mg/[ ŎƘƭƻǊƛŘŜΣ ŀƴŘ ŎƻƴŎƭǳŘŜǎ ǘƘŀǘ ǘƘŜǊŜ άƛǎ ŀƳǇƭŜ ŜǾƛŘŜƴŎŜ ǘƘŀǘ ǘƘŜ ǎŀƭǘ ǎƛƎƴŀƭ 

is increasing in the aquatic environment in both the short term (months) and the long term 

(years).έ (Rubin et al. 2010, pp. 25) 

¶ According to the Massachusetts Department of TransǇƻǊǘŀǘƛƻƴΣ άaŀǎǎ59tΩǎ нлмл LƴǘŜƎǊŀǘŜŘ [ƛǎǘ 

of Waters (303(d) and 305(b)) lists four streams in the Wilmington, Tewksbury and Andover area 

along the I-93 corridor as impaired due to elevated chloride levels based on data collected by 

EPA-New England during the winter of 2009/10.έ (MassDOT 2012, pp. 2-19)  

 

Finally, a 2000 study showed elevated groundwater concentrations of chloride in New York exceeding 

EPA limits: 

 

Water quality analyses of shallow monitoring wells and drinking water supply wells indicated 

that chloride concentrations exceeded the EPA limit of 250 mg/L in 2.5 percent of shallow wells 

and 1.7 percent in the drinking water wells. Upward trends in chloride loads were apparent in 

several watersheds and were attributed to increases in road deicing, wastewater-septic 

discharges, landfill leachate and salt storage areas. Samples with chloride concentrations greater 

than 230 mg/L were noted primarily during the months of November through April and were 

attributed to winter deicing activity. (Heisig 2000 cited by Jahan et al. 2012) 

 

  

http://wcsu.csu.edu/cerc/documents/EFFECTSOFHIGHWAY-DEICERAPPLICATIONONGROUND-WATERQUALITYINAPARTOFTHECALUMETAQUIFERNORTHWESTER.pdf
http://www.lrrb.org/media/reports/200842.pdf
http://ny.water.usgs.gov/pubs/wri/wri994173/WRIR99-4173.pdf
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Sodium 

 

TAC 2013 cites Jones and Jeffrey that sodium is naturally present in groundwater at concentrations of 6 

to 23 mg/L. (Jones and Jeffrey et al. 1986). When affected by road salting groundwater concentrations 

can reach levels as high as 3,100 mg/L. (Howard 1993) While not regulated by the EPA either to protect 

aquatic life or human health, there is some concern that high levels of sodium can affect those on low 

sodium diets because of hypertension or heart disease (see Effects on Human Health below). 

 

¢ƘŜ aŀǎǎŀŎƘǳǎŜǘǘǎ 5ŜǇŀǊǘƳŜƴǘ ƻŦ ¢ǊŀƴǎǇƻǊǘŀǘƛƻƴΩǎ Snow & Ice Control Program 2012 Environmental 

Status Report describes a salt remediation program for addressing public concerns about levels of 

sodium in drinking water from deicing activities, for which it receives about 12 complaints a year. 

(MassDOT 2012) Where MassDOT responds to a complaint, there is a substantial reduction in sodium 

concentrations. There are 53 reduced salt zones, established to reduce sodium levels in private or public 

wells after a complaint or a hydro-geological investigaǘƛƻƴΦ aŀǎǎ5h¢Ωǎ ǎǘŀǘǳǎ ǊŜǇƻǊǘ ŀƭǎƻ ƛƴŎƭǳŘŜǎ 

detailed public water supply sodium data. A 2006 analysis of sodium levels for 328 public water supplies 

in Massachusetts within 0.5 miles of a Massachusetts Department of Transportation roadway showed 

that 90 peǊŎŜƴǘ ƘŀŘ ǎƻŘƛǳƳ ŎƻƴŎŜƴǘǊŀǘƛƻƴǎ ƻŦ ōŜƭƻǿ ǘƘŜ 9t!Ωǎ ǳǇǇŜǊ ƭƛƳƛǘ ƻŦ слƳƎκ[Σ ǿƛǘƘ рл ǇŜǊŎŜƴǘ 

below 20mg/L:  άŎƭƻǎŜ ǇǊƻȄƛƳƛǘȅ ǘƻ ŀ aŀǎǎ5h¢ ǊƻŀŘǿŀȅ ŘƛŘ ƴƻǘ ǎŜŜƳ ǘƻ ōŜ ŀ ǎǘǊƻƴƎ ƛƴŘƛŎŀǘƻǊ ŀǎ ǘƻ 

which public water supply wells may have elevated sodium levels.έ (MassDOT 2012) 

 

Calcium, Magnesium, and Potassium 

 

Calcium, magnesium, and potassium are essential nutrients of animals and plants, and consequently 

highly tolerated by human beings and not regulated in groundwater by the EPA. (Levelton Consultants 

2007) However, high levels of calcium and magnesium can lead to increased water hardness. (TAC 2013, 

pp. 61)  

 

Effects on Human Health 

 

As essential nutrients, alkali and alkaline-earth components of deicing salts (chloride, calcium, 

magnesium, and potassium) are not regulated by the EPA in drinking water. However, chloride is on the 

EPAΩǎ ǎŜŎƻƴŘŀǊȅ ŘǊƛƴƪƛƴƎ ǿŀǘŜǊ ǎǘŀƴŘŀǊŘ ƭƛǎǘ όŀǘ нрл ƳƎκ[ύ ŀƴŘ ǎƻŘƛǳƳ ƛǎ ƻƴ ƛǘǎ ŎŀƴŘƛŘŀǘŜ ƭƛǎǘ ōŜŎŀǳǎŜ ƻŦ 

concerns that water with high sodium levels could affect those on low sodium diets because of 

hypertension or heart disease (see EPA Drinking Water Criteria under Federal Environmental 

Regulations in this report). The EPA also sets an advisory limit of 20 mg/L for sodium in drinking water. 

(EPA 2003) Nevertheless, the levels of sodium due to deicing salts in palatable drinking water are 

unlikely to contribute significantly to daily sodium intake. (Levelton Consultants 2007) 

 

Salt Brine 

 

While there are a number of studies on brine performance, cost-effectiveness, methods of blending and 

application, and use in prewetting. (Jahan and Mehta 2012; Druschel 2012; Cloutier and Newbury 2008; 

http://www.mhd.state.ma.us/downloads/projDev/ESPR_2012/EnvironStatus_PlanningRpt_0212.pdf
http://www.mhd.state.ma.us/downloads/projDev/ESPR_2012/EnvironStatus_PlanningRpt_0212.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://water.epa.gov/action/advisories/drinking/upload/2003_03_05_support_cc1_sodium_dwreport.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://ntl.bts.gov/lib/46000/46300/46341/finalbrinereport.pdf
http://www.dot.state.mn.us/research/documents/201220.pdf
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Pesti and Liu 2003) No studies were found focusing on the environmental effects of brine specifically as 

opposed to sodium chloride in general. For example, see the brief literature review on the 

environmental effects of brine in Jahan and Mehan 2012. (Jahan and Mehan 2012, pp. 1.42-1.44) 

Overall, the use of brine in prewetting roadways is thought to be environmentally friendly because it 

ƭŜŀŘǎ ǘƻ ƭŜǎǎ ǎŎŀǘǘŜǊ ƻŦ ǎŀƭǘ ōȅ ǾŜƘƛŎƭŜǎ ŀƴŘ άƳǳŎƘ ƭƻǿŜǊ ƭŜǾŜƭǎ ƻŦ ŎƘƭƻǊƛŘŜǎ ōŜƛƴƎ ŀǇǇƭƛŜŘ.έ (Baroga 2005, 

pp. 7) The use of liquid deicers in general can also reduce the effects of dry salt and abrasives on air 

quality (see Abrasives in Air Quality).  

 

Abrasives 

 

According to Fay et al. 2013, on page 2754, they cite Staples et al. that ά!ōǊŀǎƛǾŜǎ ǇƻǎŜ ǎƛƎƴƛŦƛŎŀƴǘ Ǌƛǎƪ 

for water quality and may threaten the survivability of aquatic species especially during spring runoff.έ 

(Staples et al. 2004) A 2001 study found that abrasives are not only worse for the environment than salt, 

but less economical. (Schlup and Ruess 2001)  

 

According to page 33 of Levelton Consultants 2007, NCHRP Report 577, particulate abrasives (including 

sand, crushed rock, and other particulate substances) can cause either chemical or physical impairment 

of surface waters. (citing Waters 1995) Determining the chemical impairment of materials requires 

toxicity testing. Physical impairment can be caused either by (a) particles impairing fish habitats by 

blocking spaces between rocks in the beds of bodies of water, or particulate bed load; or (b) particles 

suspended in water (total suspended solids), which may eventually contribute to particulate bed load. 

(Levelton Consultants 2007, pp. 34) Suspended solids can also affect aquatic life by making water cloudy 

and interfering with the availability of light for photosynthesis. (Michigan Department of Environmental 

Quality, accessed 2013) 

 

Corrosion Inhibitors 

 

Effects of Organics on Biochemical Oxygen Demand and Dissolved Oxygen 

 

Organic matter can increase biochemical oxygen demand in receiving waters, depriving aquatic life of 

oxygen. (Levelton Consultants 2007) NCHRP explains: 

 

Biochemical oxygen demand is caused by the use of organic substrates by microbes, which oxidize 

the organic matter using oxygen obtained from the water, thus creating a strong oxygen demand. If 

the microbial demand is not offset by reaeration processes or by photosynthesis, hypoxia or 

complete loss of oxygen can be the result. These kinds of adverse effects involving biochemical 

oxygen demand are most likely in waters that move slowly because such waters have minimal 

physical exchange of oxygen with the atmosphere (i.e., low reaeration rates). (Levelton Consultants 

2007, pp. 37) 

Natural biochemical oxygen demand in surface water ranges from 3 to 20 mg/L. Snow and ice materials 

without organic content can have biochemical oxygen demand as high as 5,000 to 10,000 mg/L, but 

http://ntl.bts.gov/lib/46000/46300/46341/finalbrinereport.pdf
http://www.mdt.mt.gov/other/research/external/docs/research_proj/traction/final_report.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://www.michigan.gov/documents/deq/wb-npdes-TotalSuspendedSolids_247238_7.pdf
http://www.michigan.gov/documents/deq/wb-npdes-TotalSuspendedSolids_247238_7.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
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after dilution in receiving waters may have an insignificant effect on the oxygen demand of receiving 

water; materials with organic content can have a biochemical oxygen demand in excess of 10,000 mg/L, 

possibly causing major impairment even after dilution. (Levelton Consultants 2007, pp. 38) See 

Biochemical Oxygen Demand and Dissolved Oxygen under EPA Aquatic Life Criteria) 

 

In Idaho, there has been some recent interest in the effects of using concentrated sugar beet byproduct, 

a waste product from the use of beets to produce sugar, as a corrosion inhibitor. In a letter to the city of 

/ƻŜǳǊ ŘΩ!ƭŜƴŜ ƛƴ нллфΣ L59v ƻǳǘƭƛƴŜŘ ƛǘǎ ŎƻƴŎŜǊƴǎ ŀōƻǳǘ ǘƘŜ ŎƛǘȅΩǎ ǳǎŜ ƻŦ concentrated sugar beet 

byproduct ōŀǎŜŘ ƻƴ ŀƴ ŀƴŀƭȅǎƛǎ ƻŦ ŀ ǎŀƳǇƭŜ ƻŦ ǘƘŜ ŎƛǘȅΩs deicing agent (80 percent brine/20 percent 

concentrated sugar beet byproduct) by Analytical Laboratories, Inc. (IDEQ 2009) The sample contained a 

ƭŀǊƎŜ ŀƳƻǳƴǘ ƻŦ ǇƘƻǎǇƘƻǊǳǎ όол ƳƎκ[ύΣ ǿƘƛŎƘ άŎŀƴ ǊŜǎǳƭǘ ƛƴ ŜȄŎŜǎǎ ŀǉǳŀǘƛŎ Ǉƭŀƴǘ ƎǊƻǿǘƘ ǿƘƛŎƘ Ŏŀƴ ƭŜŀŘ 

to poor swimming conditions and oxygen depletion during plant decomposition in lakes and other 

ōƻŘƛŜǎ ƻŦ ǿŀǘŜǊΦέ !ƭǎƻ ƻŦ ŎƻƴŎŜǊƴ ǿŜǊŜ άǘƘŜ ƭŜǾŜƭ ƻŦ ŎƘŜƳƛŎŀƭ ƻȄȅƎŜƴ ŘŜƳŀƴŘ ŀƴŘ .h5 ǇǊƻŘǳŎŜŘ ōȅ ǘƘŜ 

mixture, 112,000 mg/L and 51,000 ƳƎκ[ ǊŜǎǇŜŎǘƛǾŜƭȅΦέ L59v ƴƻǘŜŘ ǘƘŀt BOD is 1 mg/L in pristine waters 

and 600 mg/L in untreated sewage. The sample also contained high amounts of zinc (3.4 mg/L). All of 

ǘƘŜǎŜ ŦŀŎǘƻǊǎ ŎƻǳƭŘ ƴŜƎŀǘƛǾŜƭȅ ƛƳǇŀŎǘ /ƻŜǳǊ ŘΩ!ƭŜƴŜ [ŀƪŜΣ ŀŎŎƻǊŘƛƴƎ ǘƻ L59v. (IDEQ 2009) It should be 

noted that ITD has only used concentrated sugar beet byproduct as a corrosion inhibitor on a very 

limited basis in Districts 4 (south central Idaho) and 5 (southeastern Idaho) and has not used 

concentrated sugar beet byproduct in District 1 (northern Idaho) because of concerns about phosphorus 

emissions in that part of the state.    

 

We found only one study addressing the environmental effects of the use of concentrated sugar beet 

byproduct specifically in deicing: Clear Roads found that the deicing product Beet 55 led to potentially 

toxic levels of dissolved oxygen for fathead minnows. For other deicing products tested by Clear Roads, 

ǘƘŜƛǊ ƘƛƎƘ ŎƘŜƳƛŎŀƭ ƻȄȅƎŜƴ ŘŜƳŀƴŘ ŘƛŘ ƴƻǘ ǊŜǎǳƭǘ ƛƴ ŀ ŘŜŎƭƛƴŜ ƻŦ ŘƛǎǎƻƭǾŜŘ ƻȄȅƎŜƴΥ ά¢Ƙƛǎ ǎǳƎƎŜǎǘǎ ǘƘŀǘ 

inhibitor toxicity is not mediated by dissolved oxygen depletion.έ (Clear Roads 2013, pp. 17) This applies 

ǘƻ άŀ ǊŀƴƎŜ ƻŦ ƳŀƴǳŦŀŎǘǳǊŜŘ ƳŀǘŜǊƛŀƭǎ ǎǳŎƘ ŀǎ ƎƭȅŎƻƭ ŀƴŘ ŀƎǊƛŎǳƭǘǳǊŀƭ ōȅǇǊƻŘǳŎǘǎτtypically 

agriculturally derived organic biomass products blended with chloride-based salts as a corrosion 

ƛƴƘƛōƛǘƻǊΦέ !ƴƻǘƘŜǊ ǎǘǳŘȅ ŜȄŀƳƛƴŜŘ ǘƘŜ ǇƻǘŜƴǘƛŀƭ ƻŦ ŀ ōŜŜǘ-based deicing product to reduce the sodium 

chloride use. (Boehm 2011) 

 

CƛǎŎƘŜƭΩǎ Evaluation of Selected Deicers Based on a Review of the Literature includes a discussion of 

several deicers with varying levels of corrosion inhibitors that, like concentrated sugar beet byproduct, 

are bio-based and agricultural in origin. (Fischel 2001) This includes especially IceBan, a group of 

agricultural byproducts patented for use as roadway deicing and anti-icing agents, including the liquid 

residue of fermented corn byproducts. Fischel concludes that the biochemical oxygen demand levels of 

Ice Ban are of concern: 

 

The chloride deicers, such as sodium chloride (e.g., rock salt and Ice Slicer) have no corrosion 

inhibitors and have very low biochemical oxygen demand levels. Magnesium chloride deicers 

(FreezGard Zero and Ice Stop-CI) also have low biochemical oxygen demand levels. Inhibited 

calcium chloride (Liquidow Armor) has a somewhat higher biochemical oxygen demand. The 

http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://www.clearroads.org/research-projects/11-02toxicity-of-deicing-materials.html
http://dspace.carthage.edu/xmlui/bitstream/handle/123456789/329/The%20Impact%20of%20an%20Alternative%20Deicing%20Product%20on%20Urban%20Storm%20Basin%20Salinity.pdf?sequence=1
http://www.coloradodot.info/programs/research/pdfs/2001/deicers.pdf/at_download/file
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magnesium chloride deicer Caliber M1000, which contains 10% corn derivative as a corrosion 

inhibitor, has higher biochemical oxygen demand levels and could potentially cause oxygen 

depletion in small ponds or slow-flowing streams. (Lewis 2000) The deicer Ice Ban M50, which 

contains 50 percent Ice Ban as a corrosion inhibitor, has the highest biochemical oxygen 

demand D levels of the chloride-based deicers. High biochemical oxygen demand levels are an 

indication that the deicer can cause significant depletion of oxygen levels in the water.  

 

The organic materials in Caliber and Ice Ban can cause eutrophication of water, which will result 

in the proliferation of noxious aquatic plants, especially blue-green algae. The increase in algae 

reduces the oxygen level in the water and often causes the mortality of fish and invertebrates in 

the lake or stream. Phosphorus and ammonium ion in Caliber and Ice Ban can stimulate growth 

of aquatic plants. (Fischel 2001, pp. 21) 

 

IƻǿŜǾŜǊΣ ŀ нллр ǎǘǳŘȅ ŦƻǳƴŘ ǘƘŜ ǳǎŜ ƻŦ LŎŜ.ŀƴ aŀƎƛŎ ŀƴŘ aŀƎƛŎ aƛƴǳǎ ½ŜǊƻ ǊŜŘǳŎŜŘ άǘƘŜ ŜȄǇƻǊǘ ƻŦ 

ǘƻǘŀƭ ǇƘƻǎǇƘƻǊǳǎ ŘŜǎǇƛǘŜ ŜƭŜǾŀǘŜŘ ǇƘƻǎǇƘƻǊǳǎέ ƛƴ ǘƘŜ ǇǊƻŘǳŎǘǎ ǘƘŜƳǎŜƭǾŜǎ. (Albright 2005) Another 

study found that the use of IceBan as a pre-wetter had little negating effect of salt on grass seed 

germination, freshwater minnow mortality, or roadside vegetation stressΦέ (Fitch and Roosevelt 2000 

cited by Fay and Shi 2012) In a six-month evaluation of the effects of a mixture of sand and IceBan on 

the Peshastin Creek watershed in Washington State, Yonge et al. found no effects on three benthic 

macro invertebrate fish food organisms or on the spawning locations of three endangered fish species. 

(Yonge et al. 2001) 

 

Small organic molecules such as citrate and triethanolamine may also be used as corrosion inhibitors. 

(Levelton Consultants 2007) Levelton Consultants notes: 

 

When added at 1 percent to a few percent, small organic substances such as this, although 

easily biodegraded and thus potentially a source of biochemical oxygen demand in surface 

waters, may be acceptable because dilution reduces their concentrations rapidly to such a 

degree that negative effects on oxygen concentrations are unlikely to cause impairment. 

Impairment is least likely where receiving waters have high energy and where the added organic 

matter, after dilution on or near the roadway, is near the natural inventory of organic matter in 

the water (usually 2 to 15 mg/L ), and most problematic where runoff enters small bodies of still 

water and where the added concentrations greatly exceed the natural inventory of dissolved 

organic matter. (Levelton Consultants 2007, pp. 38-39, citing Lewis 1997; Weltzel 2001) 

 

Possibly informative here is the study of the effects of acetates, such as calcium magnesium acetate, 

which also have organic molecules that can be used by microorganisms as nutrients. (Levelton 

Consultants 2007) ! мфуу ǎǘǳŘȅ ŦƻǳƴŘ ǘƘŀǘ ǘƘŜ άŘƛǊŜŎǘ ŜŦŦŜŎǘǎ ŦǊƻƳ ŀŎŜǘŀǘŜǎ ŀǊŜ ǊŜƭŀǘƛǾŜƭȅ ǎƘƻǊǘ ƭƛǾŜŘ 

and confined to an area around the roadway.έ (Horner 1988 cited by Levelton Consultants 2007)  

 

  

http://www.coloradodot.info/programs/research/pdfs/2000/caliberm1000deicer.pdf/at_download/file
http://www.coloradodot.info/programs/research/pdfs/2001/deicers.pdf/at_download/file
http://www.wsdot.wa.gov/research/reports/fullreports/500.1.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
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Phosphorus 

 

Also used as a corrosion inhibitor (and present in small amounts in deicing salts and abrasives), 

ǇƘƻǎǇƘƻǊǳǎ ƛǎ άǇǊŜǎŜƴǘ ƛƴ ƻƴƭȅ ǎƳŀƭƭ ŀƳƻǳƴǘǎ ƛƴ ǳƴǇƻƭƭǳǘŜŘ ǿŀǘŜǊǎέ ŀƴŘ άŀƴ ŀŘŘƛǘƛǾŜ ǘƘŀǘ Ŏƻƴǘŀƛƴǎ 

phosphate, even if constituting less than 1 percent of total ingredient mass (e.g., Table 3-3), can increase 

phosphorus concentrations in the receiving waters to an amount that might be undesirable.έ (Levelton 

Consultants 2007, pp. 38) Excess phosphorus can lead to undesirably high levels of plant growth, or 

άŜǳǘǊƻǇƘƛŎŀǘƛƻƴ.έ (Levelton Consultants 2007, pp. 39) Consequently: 

 

Χ ǊŜƭŀǘƛǾŜƭȅ ǎƳŀƭƭ ŀƳƻǳƴǘǎ ƻŦ ǇƘƻǎǇƘƻǊǳǎ Ŏŀƴ ŎƘŀƴƎŜ ŀǉǳŀǘƛŎ ŜŎƻǎȅǎǘŜƳǎ ŘǊŀǎǘƛŎŀƭƭȅΦ 

Undesirable side effects include excessive organic matter leading to deoxygenation of poorly 

circulated waters, aesthetic nuisance, harmful algal blooms, and change in the community 

composition of organisms, including fishes. (Levelton Consultants 2007, pp. 39, citing Welch and 

Lindell 1992) 

 

Sensitivity of receiving waters to phosphorus varies widely. (Kalff 2001 cited in Levelton Consultants 

2007) While it is not currently regulated by states or the federal government, the EPA is working with 

states to develop criteria for nutrients in surface waters, especially phosphorus and nitrogen. (Levelton 

Consultants 2007, EPA 2013g; EPA 2013h)  

 

Fay (2013) notes that: 

 

Phosphorus from deicers is usually introduced into the environment in concentrations of 

14 to 26 ppm, and it spurs the growth of algae, thus reducing DO [dissolved oxygen] for other 

aquatic biota. (Fischel 2001) Algae growth may be spurred by critical levels of dissolved 

phosphorus as low as 20 ppb. (Staples et al. 2004) The Colorado DOT has set standards for 

phosphorus in magnesium-chloride-based deicers at 25 mg/ L or less. Water quality standards 

may set a limit lower than this. Michigan, for instance, has set a phosphorus limit in water at 

1 ppm from point discharges. (Public Sector Consultants 1993) 

 

Toxicity Evaluations of Specific Deicing Materials 
 

Levelton Consultants 2007 defines four steps for the evaluation of the environmental effects of deicing 

materials: 

¶ Dilution analysis, since the harm caused by a material is dependent on its concentration after 

dilution in receiving waters.  

¶ Toxicity screening, by conducting bioassays of representative organisms using EPA protocols 

(see Determining Aquatic Toxicity under Federal Environmental Regulations in this report) to 

document the percentage of mortality and sub-lethal effects over time.  

  

http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://cfpub.epa.gov/wqsits/nnc-development/
http://www2.epa.gov/nutrient-policy-data
http://www.coloradodot.info/programs/research/pdfs/2001/deicers.pdf/at_download/file
http://www.mdt.mt.gov/other/research/external/docs/research_proj/traction/final_report.pdf
http://www.michigan.gov/documents/toc-deice_51451_7.pdf
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¶ Screening for potential to cause eutrophication or oxygen depletion. 

¶ Field monitoring. (Levelton Consultants 2007) 

 

The Role of Dilution 

 

In the case of dilution analysis, by examining historical data in one case, Levelton Consultants 

determined the dilution ratio of magnesium chloride in runoff from roadways as 500:1, and the 

predicted concentration of chloride in runoff with this ratio to be 400 mg/L, with further dilution in this 

ŎŀǎŜ ƻŦ мΥмлΣллл άǿƛǘƘƛƴ ƭŜǎǎ ǘƘŀƴ ŀ ƳŜǘŜǊ ŦǊƻƳ ǘƘŜ ŜȄƛǘ Ǉƻƛƴǘέ όǇǳǘǘƛƴƎ ǘŀǊƎŜǘ ŎƻƴŎŜƴǘǊŀǘƛƻƴǎ ǿŜƭƭ ōŜƭow 

regulatory levels). (Levelton Consultants 2007, pp. 43) NCHRP notes that various factors influence 

dilution, especially the amount of watershed area, making urban areas far more vulnerable than rural 

areas: 

 

Concentrations of snow and ice control materials reach their maximum under urban conditions 

or at other locations where the amount of road structure is very high in relation to the amount 

of watershed area (e.g., bridges and interchanges). Under such conditions, concentrations of 

chloride and other soluble constituents, or the augmentation of bedload in the case of 

abrasives, can far exceed any limits that might be set for the protection of aquatic life (examples 

given by Environment Canada. (Levelton Consultants 2007, pp. 43) 

 

Also important to dilution is the distance, volume, and flushing of receiving waters. (Levelton 

Consultants 2007, pp. 44)  

 

Results of Deicing Materials Toxicity Tests 

 

Levelton Consultants tested 42 snow and ice control products, including deicing salts, for various 

components of environmental concern. It found nitrogen and phosphorus levels in many materials to be 

a potential environmental concern, and cyanide a concern for solid sodium chloride using iron-cyanide 

as an anti-caking agent. Metal levels were generally low. (Levelton Consultants 2007) 

 

b/Iwt ŎƻƴŘǳŎǘŜŘ ŀǉǳŀǘƛŎ ǘƻȄƛŎƛǘȅ ǘŜǎǘƛƴƎ άƻƴ мр ǎƴƻǿ ŀƴŘ ƛŎŜ ŎƻƴǘǊƻƭ ǇǊƻŘǳŎǘǎ ŦƻƭƭƻǿƛƴƎ ¦Φ{Φ 9t! 

standard test methods for chronic exposure to various levels of aquatic biota, including vertebrates, 

invertebrates, and algae.έ (Levelton Consultants 2007, pp. 122) See tables 9-2 to 9-4 for results. 

(Levelton Consultants 2007, pp. 123-125) NCHRP concludes that dilution of 500:1 in material application 

would limit aquatic impacts close to the roadway because of further dilution with increasing distance: 

 

Χ ŀ Řƛƭǳǘƛƻƴ ǘƻ рллΥм ǿƻǳƭŘ ōŜ ƛƴsufficient to prevent non-lethal chronic effects of most snow 

and ice control materials on the most sensitive organisms (i.e., Selenastrum and Ceriodaphnia), 

although other organisms might not be affected at these concentrations (i.e., fathead minnow). 

Dilution at the margin of a roadway varies, but 500:1 would be close to the amount of dilution 

ŦƻǊ Ƴŀƴȅ ŀǇǇƭƛŎŀǘƛƻƴǎΦ Χ ŀ Řƛƭǳǘƛƻƴ ƻŦ рллΥм ǿƻǳƭŘ ŀŦŦŜŎǘ ǎŜƴǎƛǘƛǾŜ ƻǊƎŀƴƛǎƳǎ ŦƻǊ ŀ ƴǳƳōŜǊ ƻŦ 

snow and ice control materials but not for others. Acute exposure might be the most meaningful 

http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
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guide for field applications, given that transport of materials with melt following application 

probably would not extend for a long period. The suitability of acute or chronic criteria would 

depend on the location and type of application. Although it appears likely that the most 

sensitive organisms would be affected in some way at dilutions that could be expected at the 

margin of a roadway for many snow and ice control materials, it is also true that dilutions 

greater than 500:1 can be expected within a relatively short distance beyond the roadway. 

Therefore, the toxicity data suggest that there could be an impact zone relatively close to the 

roadway, bounded by dilutions that offset acute or chronic toxicities close to the roadway. 

(Levelton Consultants 2007, pp. 124) 

 

Clear Roads has also conducted aquatic toxicity testing of various winter maintenance materials and two 

corrosion inhibitors, and ranked them by toxicity. (Pilgrim et al. 2013) Refer to the figure below from the 

companion fact sheet produced for this project (available at 

http://www.clearroads.org/downloads/12_30_13_Final%20Fact%20Sheet.pdf).  

 

 
 

Figure 2. Relative Toxicity of Deicing Products 

 

It concludes generally that: 

 

Product toxicity with respect to the primary salt could be ranked as follows (from most to least 

ǘƻȄƛŎύΥ Y Ҕ aƎ/ƭ Ҕ /ŀ/ƭ Ҕ bŀ/ƭΦέ Χ CƻǊ ŀn acute exposure period, fathead minnows and 

Ceriodaphnia dubia demonstrated largely equal sensitivity to deicing products. However, 

Ceriodaphnia dubia was more sensitive to chronic exposure periods. Selenastrum capricornutum 

appeared to be less sensitive than fathead minnow but more sensitive than Ceriodaphnia dubia 

to chronic exposure. (Clear Roads 2013, pp. 15-16) 

 

ITD uses materials approved by Pacific Northwest Snowfighters. Pacific Northwest Snowfighters has 

established limits for a number of heavy metals and other constituents, including phosphorus and 

http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://www.clearroads.org/downloads/12_30_13_Final%20Fact%20Sheet.pdf
http://www.clearroads.org/research-projects/11-02toxicity-of-deicing-materials.html


Impacts of Using Salt and Salt Brine for Roadway Deicing 

  58 

cyanide. (Pacific Northwest Snowfighters 2010) ITD labs conduct testing to ensure that the winter 

maintenance materials purchased by ITD comply with Pacific Northwest Snowfighters standards.  

 

For more information on toxicity testing, see resources by Pacific Northwest Snowfighters 

(http://www.pnsassociation.org/), which: 

 

Χ is an association of transportation agencies dedicated to ensuring the safety of winter 

maintenance products through structured testing and evaluation. The group established 

procedures for testing deicing and anti-icing chemicals and maintains specifications that these 

products must meet to be considered for widespread use. Pacific Northwest Snowfighters has 

become a nationally recognized leader in establishing and standardizing chemical products for 

snow and ice control.  

 

See also Table 7 in Fischel, represented as Table 6 below, for toxicity levels of specific deicers on aquatic 

organisms:  (Fischel 2001, pp. 42) 

 

  

http://pnsassociation.org/wp-content/uploads/PNSSPECS.pdf
http://pnsassociation.org/resources/
http://www.pnsassociation.org/
http://www.coloradodot.info/programs/research/pdfs/2001/deicers.pdf/at_download/file
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Table 6. Acute/Chronic Aquatic Toxicity Test Results for Various Deicers1 

Chemical 
Brand/ 

Alternative Name 

LC50 

Rainbow Trout
2
  

(Oncorhynchus 

mykiss) 

(ppm) (acute) 

LC50 

Water Flea 

(Ceriodaphnia)
3
 (ppm) 

(acute) 

IC50 

Water Flea 

(Ceriodaphnia)
3
 

(ppm) (chronic) 

IC50 

Green Algae 

(Selenastrum)
4
 

(ppm) (growth 

inhibition) 

Chloride-Based Deicers  

Inhibited MgCl2 
FreezGard  

Zero/TEA 

               3,160 3,668 1,781 6,254 

Inhibited MgCl2 Ice-Stop CI NA NA NA NA 

MgCl2 + Caliber 

Inhibitor
1
 

Caliber M1000                6,621 4,950 2,150                631 

MgCl2 + Ice Ban Ice Ban M50  620                 585                164 1,090 

NaCl (23% Brine) Salt 68,454 6,583 2,919 9,186 

NaCl Ice Slicer NA NA NA NA 

Inhibited CaCl2 Liquidow Armor 23,452 3,828 2,722 2,422 

Acetate-Based Deicers  

Liquid CMA (25%) CMA 35,000 4,670 1,039 706 

Liquid Potassium 

Acetate (51%) 
CF7 2,280 660 240 318 

CMA + Potassium 

Acetate (liquid) 
CMAK 14,091 1,918 466 330 

Sodium Acetate NAAC 

            2,750 mg/l 

(Fathead Minnow 

ς 24 hr) 

               2,400 mg/l 

(Daphia magna, 

48 hr.) 

NA NA 

Sand 

Volcanic Cinders, 

Chipped Rock, 

Scoria 

NA NA NA NA 

1. Mussato & Guthrie 2001 

2. Rainbow Trout 96-hour acute static bioassay (LC50) 

3. 7-Day Survival (LC50) and Reproduction (IC50) Bioassay Using Ceriodaphnia 

4. Growth Inhibition (IC50) bioassay with the Algae Selenastrum capricornutum 

5. Cryotech MSDS and Product Information Sheets (www.cryotech.com) 

NA Not Available 

Note:  A higher LC50 value means lower toxicity of the chemical tested.  

 

Effects on Air Quality 
 

According to Levelton ConsultantsΣ άŀƛǊōƻǊƴŜ ŦƛƴŜ ǇŀǊǘƛŎǳƭŀǘŜ ŦǊƻƳ ǘƘŜ ŜƴǘǊŀƛƴƳŜƴǘ ƻŦ ŘǊƛŜŘ ŀōǊŀǎƛǾŜǎ 

and salt left on roadways can contribute to local air quality deterioration and may even affect the health 

ƻŦ ǎƻƳŜ ƳŜƳōŜǊǎ ƻŦ ǘƘŜ ǇƻǇǳƭŀǘƛƻƴέ ōȅ ŘŀƳŀƎƛƴƎ ƭǳƴƎǎ. (Levelton Consultants 2007, pp. 59) The EPA 

sets air standards for PM-10 and PM 2.5 particulate matter (see Air under Federal Environmental 

Regulations in this report for details). In general, air quality is of greater concern in mountainous 

regions. (Levelton Consultants 2007) 

http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
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Chloride Salts 

 

There is little research on the effects of liquid and dry snow winter maintenance materials on air quality; 

ƘƻǿŜǾŜǊΣ ōŜŎŀǳǎŜ ǘƘŜȅ ǊŜŘǳŎŜ ŀōǊŀǎƛǾŜ ǳǎŜ ǘƘŜȅ ŀǊŜ ǘƘƻǳƎƘǘ ǘƻ ƘŀǾŜ άŀ ƴŜǘ ōŜƴŜŦƛǘ ƻƴ ŀƛǊ ǉǳŀƭƛǘȅ.έ 

(Levelton Consultants 2007, pp. 60)  

 

Abrasives 

 

PM-мл ǇŀǊǘƛŎƭŜǎ ŦǊƻƳ ǊƻŀŘ Řǳǎǘ ƘŀǾŜ άōŜŜƴ ǎƘƻǿƴ ǘƻ ƛƴŎǊŜŀǎŜ ōŜǘǿŜŜƴ рл ǇŜǊŎŜƴǘ ǘƻ фл ǇŜǊŎŜƴǘ ŘǳǊƛƴƎ 

the 24-hour period following road sanding.έ (Levelton Consultants 2007 citing Fischel 2001) A 2006 study 

conducted roadside measurements to assess the impact of abrasives and deicers on ambient particle 

emissions near Lake Tahoe, and found that 44 to 59 percent of PM-10 emissions were due to sanding 

and salting, with liquid deicers contributing less to emissions than abrasives. (Gertler 2006) Another 

study found a 75 percent increase in PM-10 emissions 2.5 hours after sanding on dry roads, although 

emissions returned to pre-sanding levels after 8 hours. (Kuhns et al. 2003) To minimize the effects of 

ŀōǊŀǎƛǾŜǎΣ ƛǘ ƛǎ ōŜǎǘ ƴƻǘ ǘƻ ǳǎŜ ƳŀǘŜǊƛŀƭ ǘƘŀǘ άƘŀǎ ŀ ƘƛƎƘ ǎƛƭǘ ŦǊŀŎǘƛƻƴ όǇŜǊŎŜƴǘŀƎŜ ǘƘŀǘ ǇŀǎǎŜǎ a No. 200 

mesh or < 74 µm).έ (Nixon and Williams 2001, pp. 6) 

 

wŜŘǳŎƛƴƎ ǘƘŜ ǳǎŜ ƻŦ ŀōǊŀǎƛǾŜǎ Ŏŀƴ ƘŀǾŜ άŀƴ ƛƳƳŜŘƛŀǘŜΣ ŀƴŘ ǇǊŜŘƛŎǘŀōƭŜΣ ŜŦŦŜŎǘ ƻƴ ǊŜŘǳŎŜŘ ta-10 

emissions. This applies not only to the period of greatest air quality impact, when the road surface has 

dried immediately after a winter storm event, but also to the wintertime baseline conditions.έ (Cowherd 

et al., pp. 101) ITD reduced abrasives by 83 percent by substituting solid sodium chloride and abrasives 

with liquid magnesium chloride. (Breen 2001) Lƴ мффпΣ /ƘŀƴƎ ƴƻǘŜŘ ǘƘŀǘ ŀŎŎƻǊŘƛƴƎ ǘƻ 5ŜƴǾŜǊΩǎ wŜƎƛƻƴŀƭ 

!ƛǊ vǳŀƭƛǘȅ /ƻǳƴŎƛƭΣ άǘƘŜ ǳǎŜ ƻŦ ǎŀƴŘ ŀǎ ǘǊŀŎǘƛƻƴ ŀƛŘ ŎƻƴǘǊƛōǳǘŜǎ ǘƻ пр҈ ƻŦ ǘƘŜ ǇŀǊǘƛŎǳƭŀǘŜ ŀƛǊ Ǉƻƭƭution 

(PM sub 10) in the Denver area. (Chang et al. 1994, pp. 1) By 2002, the use of liquid deicers instead of 

ǎŀƴŘ άƘŀǎ ŎƻƴǘǊƛōǳǘŜŘ ǘƻ ǘƘŜ ƘƛƎƘ ǉǳŀƭƛǘȅ ƻŦ /ƻƭƻǊŀŘƻ ŀƛǊΣέ ǿƛǘƘ /ƻƭƻǊŀŘƻ ƴƻǘ ǾƛƻƭŀǘƛƴƎ 9t! ta-10 

emissions within the previous seven winters. (Chang and Brady 2002, pp. 128) 

 

Effects on Animals ς Ingestion 
 

According to the Levelton Consultants: 

 

Snow and ice control materials have been linked to reports of salt toxicosis from ingestion and 

to reports of increases in vehicle-animal collisions. Some information suggests salt toxicosis from 

ingestion is a concern for small animals such as birds, although most terrestrial animals have 

high salt tolerances, especially when adequate drinking water is available. (Levelton Consultants 

2007, pp. 62) 

 

  

http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://www.coloradodot.info/programs/research/pdfs/2001/deicers.pdf/at_download/file
http://www.iihr.uiowa.edu/wp-content/uploads/2013/06/Guide-for-selection.pdf
http://www.coloradodot.info/programs/research/pdfs/1995-research-reports/sanding.pdf
http://www.coloradodot.info/programs/research/pdfs/2002/sanding.pdf/at_download/file
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
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Small Mammal Wildlife 

 

Animals have access to deicing salts via roadside pools and dirt, as well as ponds and livestock drinking 

water affected by runoff and groundwater. (TAC 2013) Beyond attracting large mammals and so causing 

an increase in collisions with vehicles, and see the companion synthesis report on vehicle collisions with 

wildlife), salt may sometimes be toxic to small animals:  (Jones and Jeffrey 1986 cited in Levelton 

Consultants 2007) 

 

Investigations of wildlife specimens collected in Wisconsin linked de-icing salts to salt poisoning 

of smaller wildlife. (5ΩLǘǊƛ мффн) This was probably an exceptional case ς factors in the poisoning 

were a severe winter, high snowfall, freezing temperatures that reduced available drinking 

water and increased salting during storm conditions. (TAC 2013, pp. 76) 

 

Sodium, while an essential nutrient for animals, can be toxic in excess (Levelton Consultants 2007, 

pp. 60). But even for small mammals, the ingestion of excess salt should have no adverse effects when 

there is enough drinking water. ό5ΩLǘǊƛ мффн cited in TAC 2013; Nairne and Associates 1992 cited in 

Levelton Consultants 2007) Laboratory tests in rats found that chloride salts are only slightly toxic to rats 

even at very high levels. (Hiatt et al. 1988 in Levelton Consultants 2007) 

 

Birds 

 

While salt is not toxic to birds in small doses when drinking water is available, it may sometimes increase 

άǘƘŜ ǾǳƭƴŜǊŀōƛƭƛǘȅ ƻŦ ōƛǊŘǎ ǘƻ ŎŀǊ ǎǘǊƛƪŜǎ ŀǎ ǿŜƭƭ ŀǎ ŘƛǊŜŎǘƭȅ ǇƻƛǎƻƴƛƴƎ ǎƻƳŜ ōƛǊŘǎέΣ ǿƛǘƘ ŦƛƴŎƘŜǎ ōŜƛƴƎ 

most susceptible. (TAC 2013, pp. 77, citing Environment Canada 2001 and Brownlee et al. 2000 cited in 

Levelton Consultants 2007) Environment Canada has extensive information on effects of road salts on 

ōƛǊŘǎ ōŀǎŜŘ ƻƴ ŀ ƭƛǘŜǊŀǘǳǊŜ ǊŜǾƛŜǿ ōȅ .ǊƻǿƴƭŜŜ Ŝǘ ŀƭΦ όнлллύΣ ƛƴ ǿƘƛŎƘ άмн ǇǳōƭƛǎƘŜŘ ǊŜǇƻǊǘǎ ǿŜǊŜ ŦƻǳƴŘ 

associating bird kills with salted roads.έ (Levelton Consultants 2007, pp. 61 citing Brownlee et al. 2000) 

Increased vulnerability to car strikes is possibly caused by increased fearlessness due to behavioral 

impairment from elevated brain sodium levels. (Brownlee et al. 2000 cited in Levelton Consultants 2007) 

There is a higher risk of salt poisoning in birds when drinking water is less available during severe 

winters. (Jones and Jeffrey 1986 cited in Levelton Consultants 2007)  

 

Domesticated Animals 

 

Research has not shown salt to be of concern for farm animals or pets. (TAC 2013) The tolerance of 

domesticated animals is much higher than the expected effects of roads salts on water, with for 

example the tolerance of sheep for sodium chloride ranging from 9,000 to 13,000 mg/L. ό5ΩLǘǊƛ мффн 

cited in TAC 2013)  

 

  

http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
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Conclusion:  Relative Level of Concern for Environmental Effects of Deicing 

Materials 
 

Levelton Consultants ŎƻƴŎƭǳŘŜǎ ǘƘŀǘ ά!ƭƭ ǎƴƻǿ ŀƴŘ ƛŎŜ ŎƻƴǘǊƻƭ ƳŀǘŜǊƛŀƭǎ ƘŀǾŜ ǎƻƳŜ ǇƻǘŜƴǘƛŀƭ ŦƻǊ 

ŀŦŦŜŎǘƛƴƎ ǘƘŜ ǊŜŎŜƛǾƛƴƎ ŜƴǾƛǊƻƴƳŜƴǘΣέ ǿƛǘƘ ǘƘŜ ƳŀƎƴƛǘǳŘŜ ƻŦ ŎƻƴŎŜǊƴ ŘŜǇŜƴŘƛƴƎ ƻƴ ŀ ǾŀǊƛŜǘȅ ƻŦ ŦŀŎǘƻǊǎ. 

(Levelton Consultants 2007, pp. 92) Lǘ ƴƻǘŜǎ ǘƘŀǘ ǘƘŜ άƳƻǎǘ ǎƛƎƴƛŦƛŎŀƴǘ ŀǊŜŀǎ ƻŦ ǇƻǘŜƴǘƛŀƭ ƛƳǇŀƛǊƳŜƴǘ 

ƛƴŎƭǳŘŜ ǿŀǘŜǊ ǉǳŀƭƛǘȅκŀǉǳŀǘƛŎ ƭƛŦŜΣ ŀƛǊ ǉǳŀƭƛǘȅΣ ǾŜƎŜǘŀǘƛƻƴΣ ǎƻƛƭǎΣ ŀƴŘ ŀƴƛƳŀƭǎέ ƛƴ ǘƘŀǘ ƻǊŘŜǊ. (Levelton 

Consultants 2007, pp. 92) AASHTO similarly cites a survey of winter maintenance practitioners that 

άŦƻǳƴŘ ǿŀǘŜǊ ǉǳŀƭƛǘȅ ǘƻ ōŜ ƻŦ ǘƘŜ ƎǊŜŀǘŜǎǘ ŎƻƴŎŜǊƴΣ ǿƛǘƘ ŀƛǊ ǉǳŀƭƛǘȅΣ ǾŜƎŜǘŀǘƛƻƴΣ endangered species, and 

ǎǳōǎǳǊŦŀŎŜ ǿŜƭƭ ŎƻƴǘŀƳƛƴŀǘƛƻƴέ ŦƻƭƭƻǿƛƴƎ. (Fay et al. 2013, pp. 6)  

 

Table 6.1, represented as Table 7 below, gives further detail on level of concern and effects:  (Levelton 

Consultants 2007, pp. 93) 

 

Table 7.  Generalized Potential Environmental Impairment Related 

                                                 to Common Snow and Ice Control Chemicals 

 
 

Overall, according to Levelton Consultants: 

¶ Chloride salts are of high concern for vegetation, moderate concern for water quality/aquatic 

life, moderate/high (sodium chloride) or low/moderate concern (calcium chloride and 

magnesium chloride) for soils, and low concern for air quality and animals. 

http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_syn_449.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
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¶ Organic biomass products (including beet byproduct) are of high concern for water 

quality/aquatic life and low concern for everything else. 

 

¶ Abrasives are of high concern for water quality/aquatic life and air quality and low concern for 

everything else. (Levelton Consultants 2007) 

 

Fay summarizes the effects of various materials on various environmental pathways, as represented in 

Table 8 below:  (Fay and Shi 2012, pp. 2765) 

Table 8. Summary of the Effects of Materials on Environmental Pathways 

 
 

http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
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Federal Environmental Regulations Applicable to Selected Deicing Materials 
 

United States federal environmental regulations do not specifically address the use of road salt and 

other winter maintenance materials. (Levelton Consultants 2007, pp. 27) However, there are regulations 

concerning the levels of contaminants in air, soil and water that apply to the components of road salts 

and other deicing materials.  

 

Applicable federal regulations include: 

¶ The Clean Water Act which sets requirements for the protection of water quality and aquatic 

life. (EPA 2012a) Implementation and enforcement in most states occurs largely at the state 

level. This includes the National Pollutant Discharge Elimination System (NPDES) which requires 

permits in certain zones for stormwater discharge from municipal stormwater sewers and 

industrial or construction activity. (EPA 2009) These permits prescribe maximum amounts for 

regulated substances. The Clean Water Act does not directly regulate the use of snow and ice 

materials, but NPDES permitting applies to road maintenance and snow and ice control activities 

in certain areas. Idaho is one of four states that have not assumed implementation and 

enforcement responsibilities related to the Clean Water Act; the other three are Maine, New 

Hampshire and New Mexico. EPA Region 10, headquartered in Seattle, Washington, is the 

NPDES permitting authority for all Idaho stormwater permits, including those issued to ITD. In 

ǘƘŜ ǎŜŎǘƛƻƴ ƻŦ ǘƘƛǎ ǎȅƴǘƘŜǎƛǎ ŜƴǘƛǘƭŜŘ L¢5Ωǎ /ƻƳǇƭƛŀƴŎŜ ǿƛǘƘ 9ƴǾƛǊƻƴƳŜƴǘŀƭ wŜǉǳƛǊŜƳŜƴǘǎ ǿŜ 

discuss current NPDES permits issued to ITD as they relate to the use of salt and salt brine and 

other winter maintenance activities. See 

http://yosemite.epa.gov/r10/water.nsf/NPDES+Permits/Current+ID1319. 

¶ The U.S. Safe Drinking Water Act, which protects the quality of drinking water. (EPA 2012b) 

¶ The Clean Air Act, which sets EPA air quality standards for six pollutants. (EPA 2013a) 

¶ The Endangered Species Act, which prohibits stressing or increasing the mortality of 

endangered or threatened species. (U.S. Fish and Wildlife Service 2013) 

 

In what follows we review how these regulations apply to components of concern for select snow and 

ice control materials, as defined by one of the most authoritative and comprehensive sources to date on 

the environmental effects of snow and ice control materials, NCHRP 577: Guidelines for the Selection of 

Snow and Ice Control Materials to Mitigate Environmental Impacts. (Levelton Consultants 2007, pp. 29 - 

30) Covered materials include: 

 

¶ Sodium Chloride, Magnesium Chloride, and Calcium Chloride. 

¶ Particulate Abrasives (including sand, crushed rock and other sediments). 

¶ Corrosion Inhibitors. 

 

 

 

http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://cfpub.epa.gov/npdes/cwa.cfm?program_id=45
http://cfpub.epa.gov/npdes/cwa.cfm?program_id=45
http://yosemite.epa.gov/r10/water.nsf/NPDES+Permits/Current+ID1319
http://water.epa.gov/lawsregs/rulesregs/sdwa/
http://www.epa.gov/air/caa/
http://www.fws.gov/endangered/about
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
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Components of concern for chloride salts, which can affect soil and water quality, include: 

 

¶ Primary Components:  Chloride, sodium, magnesium, calcium. 

¶ Possible Byproducts:  Heavy metals, cyanide, phosphorus. 

 

Components of concern for abrasives include: 

 

¶ Air Quality:  PM10 and PM2.5 particles. 

¶ Water Quality:  Sedimentation, including total suspended solids (TSS) and particulate bed load.  

¶ Possible Byproducts Affecting Soil and Water Quality:  Heavy metals, phosphorus. 

 

Components of concern for corrosion inhibitors include: 

¶ The Possible Byproducts of Organic Matter (complex sugars), Derived from Agricultural Beet 

Processing, which can affect soil and water quality:  dissolved oxygen and biochemical oxygen 

demand.  

¶ Heavy Metals, Phosphorus, and Nitrogen Found in Other Types of Corrosion Inhibitors.  

 

Water 

 

¢ƘŜ 9t!Ωǎ National Recommended Water Quality Criteria includes recommended surface water 

thresholds for the protection of aquatic life and human health for about 150 pollutants (detailed in two 

tables:  the Aquatic Life Criteria Table and Human Health Criteria Table). (EPA 2013b) These criteria 

provide guidance to states and tribes to use in adopting water quality standards, as per Section 304(a) of 

the Clean Water Act.  

 

EPA Aquatic Life Criteria 

 

¢ƘŜ 9t!Ωǎ !ǉǳŀǘƛŎ ƭƛŦŜ ŎǊƛǘŜǊƛŀ ǘŀōƭŜ ƛƴŎƭǳŘŜǎ ǾŀƭǳŜǎ ŦƻǊ ǘƘŜ ŀŎǳǘŜ ŜȄǇƻǎǳǊŜ ό1 hour) and chronic exposure 

(96 hours or more) of aquatic life to various pollutants. (EPA 2013b) Below are the freshwater values for 

pollutants relevant to snow and ice control. 

 

Chloride 

 

The acute limit for chloride is 860 mg/L and the chronic limit is 230 mg/L. Background chloride 

concentrations in surface water are one to 10 mg/L, and the tolerance by aquatic life of chloride is high. 

(Levelton Consultants 2007, pp. 35) However, 10 percent of freshwater aquatic species are adversely 

affected by chronic chloride concentrations above 240 mg/L, and for Ceriodaphnia dubia a 50 percent 

mortality rate occurs at 1,400 mg/L. (Davis 2004, pp. 309) Where road salt use is heavy and regular, 

concentrations of chloride in runoff can be as high as 18,000 mg/L. (Davis 2004, pp. 309)  

http://water.epa.gov/scitech/swguidance/standards/criteria/current/index.cfm#cmc
http://water.epa.gov/scitech/swguidance/standards/criteria/current/index.cfm#altable
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://trb.org/publications/circulars/ec063.pdf
http://trb.org/publications/circulars/ec063.pdf
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Nutrients 

 

EPA aquatic life criteria do not regulate sodium, magnesium, potassium or calcium, and tolerance for 

them by aquatic life is high. (Levelton Consultants 2007, pp. 36) The EPA publishes ecoregional criteria 

documents for some nutrients. (EPA 2013c) These set limits that vary by region and type of water on 

phosphorus (which can limit plant growth in inland waters, nitrogen, chlorophyll a, and turbidity/secchi. 

(Levelton Consultants 2007, pp. 39) 

 

Nutrient pollution from nitrogen and phosphorus can cause algae overgrowth, harming water quality, 

food resources and habitats for aquatic life, and reducing dissolved oxygen. (EPA 2013e)  

 

Biochemical Oxygen Demand and Dissolved Oxygen 

 

The oxidation of organic matter by microbes in receiving waters can deplete them of the oxygen 

required by fish and other aquatic life. 

 

For dissolved oxygen criteria, see Table 1 ƛƴ ǘƘŜ 9t!Ωǎ Quality Criteria for Water. (EPA 1986, pp. 211) 

Values are as follows: 

 

¶ Coldwater 

o Early Life Stages:  7 day mean of 9.5 mg/L, 1 day minimum of 8 mg/L. 

o Other Life Stages:  30 day mean of 6.5 mg/L, 7 day mean minimum of 5 mg/L, 1 day  

                                  minimum of 4 mg/L. 

 

¶ Warm water 

o Early Life Stages:  7 day mean of 6 mg/L, 1 day minimum of 5 mg/L. 

o Other Life Stages:  30 day mean of 5.5 mg/L, 7 day mean minimum of 4 mg/L,  

                                  1 day minimum of 3 mg/L. 

 

Most warm water fish need dissolved oxygen in excess of 2mg/L; trout require 8 mg/L, and striped bass 

5 mg/L. (Northeast Georgia Regional Development Center 2001, B-1) 

 

There are no fixed limits for biochemical oxygen demand, but levels for biochemical oxygen demand 

must typically be set and tested on a case-by-case basis as part of NPDES permits. The EPA provides 

guidance for collecting and analyzing water samples for dissolved oxygen and biochemical oxygen 

demand. (EPA 2012c) 

 

  

http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://www2.epa.gov/nutrient-policy-data/ecoregional-criteria-documents
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://www2.epa.gov/nutrientpollution/problem
http://water.epa.gov/scitech/swguidance/standards/criteria/aqlife/upload/2009_01_13_criteria_goldbook.pdf
http://water.epa.gov/type/rsl/monitoring/vms52.cfm


Part 2. Environmental Effects of Roadway Deicing 

 67 

Heavy Metals and Cyanide 

 

Chronic limits for cyanide are 22 mg/L, and acute 5.2 mg/L. The Aquatic Life Criteria table includes 

several heavy metals, including zinc (120 mg/L acute and chronic). (EPA 2013d) 

 

Total Suspended Solids 

 

Particles suspended in surface water (total suspended solids) can affect aquatic life by making water 

cloudy and interfering with the availability of light for photosynthesis. (Michigan Department of 

Environmental Quality undated) Particles can also impair fish habitats by blocking spaces between rocks 

in the beds of bodies of water (particulate bed load).  

 

The EPA does not establish a single national numeric limit for total suspended solids. (EPA 2004a, 8-1) 

But the turbidity/secchi standards under Nutrients in this document are an indirect measure of total 

suspended solids. The Clean Water Act also requires that Total Maximum Daily Loads for total 

suspended solids be developed in some cases for NPDES permits, to ensure that turbidity/secchi 

standards are met.  

 

In general, water seems clear with TSS concentrations of less than 20 mg/L, cloudy between 40 and 

80 mg/L, and dirty over 150 mg/L, depending on the types of particles suspended. (Michigan 

Department of Environmental Quality )  

 

There are currently no regulations on particulate bed load.  

 

See also: 

 

¶ ¢ƘŜ 9t!Ωǎ ²Ŝō ǇŀƎŜ Suspended and Bedded Sediments. (EPA 2012d)  

¶ Sediment-Related Criteria for Surface Water Quality. (EPA 2004b)  

¶ Guide to Selection of Sediment Targets for Use in Idaho TMDLs. (Rowe et al. 2003)  

 

EPA Drinking Water Criteria 

 

¦ƴŘŜǊ ǘƘŜ ¦Φ{Φ {ŀŦŜ 5ǊƛƴƪƛƴƎ ²ŀǘŜǊ !ŎǘΣ ǘƘŜ 9t!Ωǎ ŘǊƛƴƪƛƴƎ ǿŀǘŜǊ ǊŜƎǳƭŀǘƛƻƴǎ ƭƛǎǘ ƳŀȄƛƳǳƳ ƭŜǾŜƭǎ ŦƻǊ 

various contaminants (MCLs). (EPA 2013f) These also include a table of non-enforceable secondary 

drinking water standards that affect water cosmetically or aesthetically. Finally, the EPA keeps a list of 

candidate contaminants that may require regulation in the future and has established a monitoring 

program for unregulated contaminants. (EPA 2012e; EPA 2012f)  

 

Values for pollutants of relevance to snow and ice control are as follows: 

¶ Chloride is not regulated, but it is on the secondary drinking water standard list with a limit of 

250 mg/L. 

ttp://water.epa.gov/scitech/swguidance/standards/criteria/nutrients/upload/2007_09_27_criteria_nutrient_ecoregions_sumtable.pdf
http://www.michigan.gov/documents/deq/wb-npdes-TotalSuspendedSolids_247238_7.pdf
http://www.michigan.gov/documents/deq/wb-npdes-TotalSuspendedSolids_247238_7.pdf
http://water.epa.gov/scitech/wastetech/guide/aquaculture/upload/2005_09_01_guide_aquaculture_add_chapter8_508.pdf
http://www.michigan.gov/documents/deq/wb-npdes-TotalSuspendedSolids_247238_7.pdf
http://www.michigan.gov/documents/deq/wb-npdes-TotalSuspendedSolids_247238_7.pdf
http://water.epa.gov/scitech/swguidance/standards/criteria/aqlife/sediment/index.cfm
http://water.epa.gov/scitech/swguidance/standards/criteria/aqlife/sediment/upload/2004_08_17_criteria_sediment_appendix3.pdf
http://water.epa.gov/scitech/swguidance/standards/criteria/aqlife/sediment/upload/2004_08_17_criteria_sediment_appendix5.pdf
http://water.epa.gov/drink/contaminants/index.cfm
http://water.epa.gov/scitech/drinkingwater/dws/ccl/index.cfm
http://water.epa.gov/lawsregs/rulesregs/sdwa/ucmr/index.cfm
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¶ Nutrients: Sodium, magnesium, calcium, potassium, and phosphorus are not regulated, but 

sodium is on the candidate list because of concerns that high-sodium water could affect those 

who have heart disease or are on low sodium diets. (EPA 2012g) The EPA also has an advisory 

limit for sodium in drinking water of 20 mg/L () that is non-enforceable and based on a 

recommendation by the American Heart Association that the EPA believes to be too restrictive.  

(EPA 2003 cited in Levelton Consultants, pp. 36) Many groundwater systems have in excess of 

120 mg/L of sodium. The EPA is currently working with states to develop numeric drinking water 

criteria for phosphorus and nitrogen. (EPA 2013g; EPA 2013h)  

¶ Zinc is not regulated, but it is on the secondary drinking water standard list:  5 mg/L. Other 

heavy metals are regulated.  

¶ Cyanide (0.2 mg/L). 

¶ For drinking water, the EPA does not regulate total suspended solids or biochemical oxygen 

demand.  

 

Air 

 

Fine particles in the air from dried abrasives and salt on roads can cause respiratory damage in human 

beings. (Levelton Consultants 2007, pp. 59) ¢ƘŜ 9t!Ωǎ ŀƛǊ ǉǳŀƭƛǘȅ ǎǘŀƴŘŀǊŘǎ ǎŜǘ ǇǊƛƳŀǊȅ ǎǘŀƴŘŀǊŘǎ όŦƻǊ 

public health protection) and secondary standards (for public welfare protection). (EPA 2012h) The 

standard (both primary and secondary) for PM-10 is an annual average of 50 µg/m3 and a daily average 

of 150 µg/m3. (EPA 2012i) The standard (both primary and secondary) for PM-2.5 is a daily average of 

35 µg/m3; the primary annual average is 12 µg/m3 and secondary annual average 15 µg/m3. 

 

Soil 

 

The EPA has not yet addressed toxicity in soils. (Levelton Consultants 2007, pp. 28)  

 

Animal Life 

 

The Endangered Species Act prohibits stressing or increasing the mortality of endangered or threatened 

species. (U.S. Fish and Wildlife Service 2013) When snow and ice control materials are used on roads 

near endangered species, it is required that the threat to species be evaluated. Road salts may be toxic 

to some birds and small mammals and dangerous for animals that seek them out on roads. (Levelton 

Consultants 2007, pp. 60-62)  

 

  

http://water.epa.gov/scitech/drinkingwater/dws/ccl/ccl1.cfm
http://water.epa.gov/action/advisories/drinking/upload/2003_03_05_support_cc1_sodium_dwreport.pdf
http://cfpub.epa.gov/wqsits/nnc-development/
http://www2.epa.gov/nutrient-policy-data
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://www.epa.gov/air/criteria.html
http://www.epa.gov/airtrends/aqtrnd95/pm10.html
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://www.fws.gov/endangered/about/
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
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Related Guidance 
 

EPA Deicing Guidance 

 

While the EPA does not directly regulate snow and ice control materials, it has published guidance on 

best practices for minimizing their environmental effects, including: 

¶ Manual for Deicing Chemicals: Application Practices, which defines supervisory aspects of 

proper chemical usage and discusses elements of proper decision making, equipment calibration 

and legal requirements. (EPA 1974a) 

¶ Manual for Deicing Chemicals: Storage and Handling, which recommends covered storage of 

salt and other deicing chemicals, preferably in permanent structures. (EPA 1974b) Guidelines are 

given for site selection and design of foundations, paved working areas and site drainage. Best 

practices are given for handling of salt and other deicing chemicals.  

¶ Storm Water Management Fact Sheet ς Minimizing Effects from Highway Deicing, which 

άǎǳƳƳŀǊƛȊŜǎ ǊŜǎŜŀǊŎƘ ŀŘŘǊŜǎǎƛƴƎ ǿŀǘŜǊ Ǉƻƭƭǳǘƛƻƴ ŀƴŘ ŀǎǎƻŎƛŀǘŜŘ ŜŦŦŜŎǘǎ ŦǊƻƳ ŘŜƛŎƛƴƎ ŎƘŜƳƛŎŀƭǎΣ 

and describes the methods used to control snow and ice on roadways while minimizing impacts 

ƻƴ ǘƘŜ ŜƴǾƛǊƻƴƳŜƴǘΦέ (EPA 1999) Recommendations include improved operational practices, 

alternative deicing chemicals (such as calcium magnesium acetate), road weather information 

systems, pretreatment, and mechanical and structural approaches. 

¶ Road Salt Application and Storage, a brief fact sheet recommended proper storage and 

calibrated application. (EPA 2006) 

¶ Managing Highway Deicing to Prevent Contamination of Drinking Water, which covers 

alternative deicing chemicals, road weather information systems, maintenance decision support 

systems, pretreatment, amount and timing of application, equipment and employee training, 

prewetting, storage and ground water quality monitoring. (EPA 2010b) 

 

Pacific Northwest Snowfighters Snow and Ice Control Chemical Products Specifications and Test 

Protocols  

 

The Pacific Northwest Snowfighters (of which the ITD is a member) curates a widely used list of 

environmental specifications for qualification of snow and ice materials. (Pacific Northwest Snowfighters 

2010) These include: 

 

¶ Limits on material constituents, including phosphorus, cyanide and heavy metals.  

 

¶ Testing requirements (including but not limited to nitrogen, biochemical oxygen demand and 

aquatic life toxicity). 

  

http://nepis.epa.gov/Adobe/PDF/300051A1.PDF
http://nepis.epa.gov/Exe/ZyPURL.cgi?Dockey=3000511A.txt
http://water.epa.gov/scitech/wastetech/upload/2002_06_28_mtb_ice.pdf
http://cfpub.epa.gov/npdes/stormwater/menuofbmps/index.cfm?action=factsheet_results&view=specific&bmp=106
http://www.epa.gov/safewater/sourcewater/pubs/fs_swpp_deicinghighway.pdf
http://pnsassociation.org/wp-content/uploads/PNSSPECS.pdf
http://pnsassociation.org/wp-content/uploads/PNSSPECS.pdf
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Determining Aquatic Toxicity 

 

The EPA details methods for assessing toxicity to aquatic organisms: 

¶ Methods for Measuring the Acute Toxicity of Effluents and Receiving Water to Freshwater and 

Marine Organisms. (EPA 2002a) 

¶ Short-Term Methods for Estimating the Chronic Toxicity of Effluents and Receiving Water to 

Freshwater Organisms. (EPA 2002b) 

 

Two recent studies apply these methods to a number of deicing products (see Toxicity Evaluations of 

Specific Deicing Materials under Environmental Impacts):  

¶ NCHRP Report 577 evaluated the aquatic toxicity of 15 deicing products (see tables 9-2 to 9-4 in 

the report for a summary of results). (Levelton Consultants 2007, pp. 123-125) 

¶ A 2013 Clear Roads study conducted toxicity testing for a number of deicing chemicals and two 

corrosion inhibitors. (Clear Roads 2013) 

 

L¢5Ωǎ [ŜǾŜƭ ƻŦ /ƻƳǇƭƛŀƴŎŜ with Environmental Regulations 
 

L¢5Ωǎ ŎƻƳǇƭƛŀƴŎŜ ǿƛǘƘ ŜƴǾƛǊƻƴƳŜƴǘŀƭ ǊŜǉǳƛǊŜƳŜƴǘǎ ƛǎ ƳƻƴƛǘƻǊŜŘ ŀǘ ǘƘŜ ǎǘŀǘŜ ƭŜǾŜƭ ǇǊƛƳŀǊƛƭȅ ǘƘǊƻǳƎƘ ǘƘŜ 

Idaho Department of Environmental Quality (IDEQ) and at the federal level through the U.S. EPA. The 

previous section of this synthesis outlines the various federal laws aimed at protecting the quality of air, 

water, soil, and animal life. In this section we focus specifically on compliance issues directly related to 

the use of salt, salt brine, and abrasives for deicing and anti-icing. In addition to reviewing documents, 

we spoke with officials at ITD, IDEQ, and U.S. EPA Region 10.  

 

Water quality is monitored by the EPA primarily through National Pollutant Discharge Elimination 

System permits, which are issued to facilities that discharge stormwater runoff, including snow melt 

runoff, directly to surface water. Urbanized areas are of most concern because of the large 

concentrations of impervious surfaces that have been constructed as a result of development. 

Stormwater flowing over the impervious surfaces collect pollutants such as debris, chemicals, and 

sediment (sand). National Pollutant Discharge Elimination System permits address discharges of runoff 

through a municipal separate storm sewer system involving a relatively small percentage of total ITD 

highway miles. 

 

L¢5 5ƛǎǘǊƛŎǘǎΩ {ǘƻǊƳǿŀǘŜǊ tŜǊƳƛǘǎ 
 

According to U.S. EPA Region 10, National Pollutant Discharge Elimination System permits have been 

issued to ITD Districts 1, 3, 5, and 6, covering primarily the state highways in larger cities in those 

ƎŜƻƎǊŀǇƘƛŎŀƭ ŀǊŜŀǎΦ 5ƛǎǘǊƛŎǘ пΩǎ ǇƻǇǳƭŀǘƛƻƴ ƛǎ ƴƻǘ ƭŀǊƎŜ ŜƴƻǳƎƘ ǘƻ ǊŜǉǳƛǊŜ ŀ ǎǘƻǊƳǿŀǘŜǊ ǇŜǊƳƛǘΦ 5ƛǎǘǊƛŎǘ 

нΩǎ ǎǘƻǊƳǿŀǘŜǊ ǇŜǊƳƛǘ ƛǎ ŎǳǊǊŜƴǘƭȅ ƛƴ ǘƘŜ ŘǊŀŦǘ ǎǘŀƎŜΦ L¢5 5ƛǎǘǊƛŎǘ о ƛǎ ŀ Ŏƻ-permittee with the city of 

http://www.epa.gov/region6/water/npdes/wet/wet_methods_manuals/atx.pdf
http://water.epa.gov/scitech/methods/cwa/wet/upload/2007_07_10_methods_wet_disk3_ctf.pdf
http://onlinepubs.trb.org/onlinepubs/nchrp/nchrp_rpt_577.pdf
http://www.clearroads.org/research-projects/11-02toxicity-of-deicing-materials.html
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Boise, Garden City, the Ada County Highway District, Drainage District 3, and Boise State University. ITD 

District 6 is a co-permittee with the city of Idaho Falls. See these and other current National Pollutant 

Discharge Elimination System permits in Idaho at 

http://yosemite.epa.gov/r10/water.nsf/NPDES+Permits/Current+ID1319Φ !ƭǎƻ ǎŜŜ L¢5Ωǎ ƛƴŦƻǊƳŀǘƛƻƴ ƻƴ 

its District stormwater permits, including annual reports on progress and key issues, at 

http://itd.idaho.gov/enviro/Stormwater/Overview/MS4/default.htm. 

 

ITD Compliance 
 

Based on a review of ITD District annual reports to EPA, we found no notices of violation. We were only 

able to identify the following expression of concern regarding use of salt for winter maintenance: 

 

¶ In a March 14, 2012, ƭŜǘǘŜǊ ǘƻ L¢5 5ƛǎǘǊƛŎǘ мΣ 9t! ƴƻǘŜŘ ŀ ƭŀŎƪ ƻŦ ƛƴŦƻǊƳŀǘƛƻƴ ƛƴ L¢5Ωǎ ŎƻƳǇƭƛŀƴŎŜ 

file to demonstrate how ITD is addressing potential negative impacts from the use of salt in 

deicing operations. In response, District 1 reported in an April 13, 2012, letter that collaborative 

monitoring of salt content in highway stormwater drainage had been undertaken with IDEQ. 

District 1 also responded to EPA that it will resume conducting chloride testing as part of water 

ǎŀƳǇƭƛƴƎ ǿƛǘƘƛƴ ǘƘŜ a{п ŀǊŜŀ ŎƻǾŜǊŜŘ ōȅ ǘƘŜ ǎǘƻǊƳǿŀǘŜǊ ǇŜǊƳƛǘΦ 5ƛǎǘǊƛŎǘ м ǎǘŀǘŜŘΥ ά¢ƻ ŘŀǘŜ ǘƘŜ 

chloride levels that have been detected in highway stormwater drainage do not appear to cause 

ŀ ǿŀǘŜǊ ǉǳŀƭƛǘȅ ǇǊƻōƭŜƳ ƻǊ ƻǘƘŜǊǿƛǎŜ ŜȄŎŜŜŘ ŀƴȅ ƪƴƻǿƴ ǘƘǊŜǎƘƻƭŘ ƻŦ ŎƻƴŎŜǊƴ ŦƻǊ ŎƘƭƻǊƛŘŜΦέ {ŜŜ 

L¢5 5ƛǎǘǊƛŎǘ мΩǎ ŀƴƴǳŀƭ ǊŜǇƻǊǘ ŀǘ http://itd.idaho.gov/enviro/Stormwater/Overview/MS4/MS4-

Annual_Reports/D1_2012_Annual_Report.pdf. 

 

¶ On the basis of the collaborative chloride testing referenced above, the IDEQ Water Quality 

division administrator stated in an interview that salt in northern Idaho waterways does not 

appear to be a cause for concern at this time. He said he would be more concerned with use of 

excessive quantities of sand for winter maintenance, since the resulting sediment loading in the 

streams could lead to an interference with fish spawning.  

IDEQ further indicated that the agency has not identified ITD as being subject to a άtotal maximum daily 

ƭƻŀŘέ ŀƭƭƻŎŀǘƛƻƴ ŦƻǊ ŜƛǘƘŜǊ ǎŜŘƛƳŜƴǘ ƻǊ ǎŀƭǘ ƛƴ ŀƴȅ ƻŦ ǘƘŜ ǿŀǘŜǊǿŀȅǎ ŦƻǊ ǿƘƛŎƘ ƛǘ ƛǎ ǊŜǎǇƻƴǎƛōƭŜΦ ¢ƘŜ ¢a5[ 

is the maximum amount of pollutant that a body of water can receive while still meeting water quality 

standards. The fact that a TMDL has not been issued appears to indicate a relatively low level of 

concern. 

 

ITD Headquarters Environmental staff indicated there have been no other violations of environmental 

regulations related to the use of salt and salt brine for winter maintenance activities. However, staff did 

call our attention to a 2001 consent order between ITD and IDEQ requiring mitigation of sodium chloride 

contamination of ground water in Cambridge, located in ITD District 3. This is the only consent order 

between the two agencies. Relevant details are: 

 

http://yosemite.epa.gov/r10/water.nsf/NPDES+Permits/Current+ID1319
http://itd.idaho.gov/enviro/Stormwater/Overview/MS4/default.htm
http://itd.idaho.gov/enviro/Stormwater/Overview/MS4/MS4-Annual_Reports/D1_2012_Annual_Report.pdf
http://itd.idaho.gov/enviro/Stormwater/Overview/MS4/MS4-Annual_Reports/D1_2012_Annual_Report.pdf
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¶ Around 1999 ITD removed the underground fuel tanks at the maintenance yard it owned in 

Cambridge in preparation for selling the property. Subsequent testing also found high levels of 

sodium chloride in the groundwater near the site, possibly originating from salt/sand piles 

stored in the yard for winter maintenance. 

 

¶ In April 2001 ITD voluntarily entered into the consent order with IDEQ to address the sodium 

chloride contamination without the issuance of a notice of violation. Among other actions ITD 

developed a Remedial Action Plan to map the presence of sodium chloride in the groundwater 

and monitor contaminant levels using approximately 15 wells. 

 

¶ Sodium chloride levels have declined steadily over the ensuing years, and the number of 

monitoring wells has been reduced to four, two of which show sodium chloride levels above the 

250 mg/L maximum for drinking water as of an October 2013 report to IDEQ. 

 

¶ None of the homes or businesses in Cambridge obtain drinking water from wells. 

 

¶ ITD has constructed covered storage facilities in all its Districts for sand and salt used for winter 

maintenance to prevent leaching of sodium chloride into the groundwater. 

 

Survey Results 
 

Federal or state citation of state DOTs for violating environmental requirements due to winter 

maintenance activities appears to be rare across the country. In a multistate survey conducted as part of 

this synthesis project, only 4 of the 20 states responding to a survey question on violations indicated any 

kind of enforcement action. (See complete survey results in Appendix A.) 

 

The survey question (#21) was:  Has any practice by your agency related to the use of deicing materials 

led to or contributed to the violation of a state or federal environmental regulation, such as water 

quality or air quality? 

The four affirmative responses follow: 

¶ Iowa. Salt content from some garagesΩ wastewater was too high. Installed wastewater brine 

recyclers to keep salt out of sewer flow. 

¶ Maine. Maine state law requires the replacement of any wells that are damaged by salt 

contamination caused by us. We have replaced several. 

¶ Montana. Improper storage of solid salt has caused several contaminated well claims. 

¶ New Hampshire. Currently involved in U.S. Environmental Protection Agency total maximum 

daily load issue in the widening of the southern section of I-93 from the Massachusetts border 

to Manchester, NH. Sodium chloride is the culprit. 
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Part 3 
Road Salt and Wildlife-Vehicle Collisions 

 

Executive Summary 
 

Background 

 

Sodium is a biological necessity for all animals. In northern climates, however, naturally occurring 

sources of sodium are difficult to find, particularly in winter. Many animals face sodium deficiencies in 

the winter, and seek natural or artificial salt licks to meet their needs. Road salt, which is commonly 

applied as a deicer or anti-icer on road surfaces, is a viable source of sodium for animals, either on the 

roadway where it is applied or nearby in areas of runoff. 

 

This attraction of animals to any source of salt has prompted concerns about the use of salt in winter 

maintenance operations. If animals are drawn to or near roadways, they may be in greater danger of 

being struck by vehicles. Vehicle collisions with wildlife, particularly larger species such as deer, moose 

and elk, can cause significant human, animal, and economic damage. In Idaho in 2012, more than 1,000 

collisions between animals and vehicles were reported, causing 3 human fatalities and, based on U.S. 

Department of Transportation average collision costs, approximately $19 million in total costs. (Idaho 

Transportation Department 2013) 

 

It is not clear, however, what role winter maintenance chemicals play in wildlife-vehicle collisions. ITD 

maintains a database of animals killed on state highways, and research is under way to bring together 

data from various sources to create a comprehensive GIS-based data file that can be used to prioritize 

mitigation efforts. To explore the possible correlation between the presence of road salt and wildlife-

vehicle collisions, ITD requested this synthesis of research on the use of salt and salt brines and wildlife-

vehicle collisions, along with a review of state practices aimed at mitigating these crashes. 

 

Summary of Findings 

 

Because salt is biologically necessary but scarce in many northern regions, road salt applied for deicing 

and anti-icing purposes is undoubtedly an attractant to many animals. A number of photos have 

appeared in news reports showing deer or moose licking winter roads or vehicles coated in salt or salt 

residue. (Stensland 2011) That many animals are attracted to road salt does not necessarily mean, 

however, that road salt is a primary cause for wildlife-vehicle collisions.  

 

Although the link between the use of road salt and wildlife-vehicle collisions is frequently asserted, few 

studies have sought to establish this link conclusively. The limited research that has been conducted 

generally supports the idea that road deicers contribute in some way to wildlife-vehicle collisions. For 

example, moose have been found to travel long distances and visit places they typically avoid to reach 

roadside salt pools when they were sodium deficient. (Laurian et al. 2008; Miller and Litvaitis 1992) 

http://itd.idaho.gov/ohs/2012Data/12AppBanimal.pdf
http://itd.idaho.gov/ohs/2012Data/12AppBanimal.pdf
http://www.steamboattoday.com/news/2011/dec/22/moose-prowl-streets-steamboat-springs/
http://www.wildlifecollisions.ca/docs/moosebehavioratsaltpoolslaurian2008.pdf
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Research in the Laurentides Wildlife Reserve in Quebec, Canada, found that the presence of roadside 

salt pools doubled the number of collisions between moose and vehicles. This study also found that salt 

pools with higher sodium and calcium levels received increased moose visitation. (Grenier 1973) 

Another study found that road segments with at least one brackish pool nearby had an 80 percent 

increase in moose-vehicle collisions. This study, however, found enough other factors influencing 

accident rates (such as time of year and slope of the terrain surrounding the roadway) that the impact of 

brackish pools should not be overemphasized. (Dussault et al. 2006) 

 

Without the benefit of more extensive research, it is not possible to draw conclusions regarding the 

extent to which salt or deicer use increases the number of wildlife-vehicle collisions. Many other factors, 

including migration patterns, breeding behaviors, and highways as convenient transit corridors for 

wildlife movement, may also contribute to these collisions.  

 

Among those participating in the survey of state practices conducted for this investigation, two 

respondents explicitly reported not finding a correlation between wildlife-vehicle collisions and salt use. 

Montana DOT reported that no significant evidence tied collisions to the use of salt or salt brine on 

roadways. Utah DOT tracks all animal carcass removal from its roadways, and data has shown no 

correlation with salt use or distribution.  

 

One approach to analyzing the connection between wildlife-vehicle collisions and the use of winter 

maintenance chemicals is to consider the peak months when these collisions occur. However, published 

research is mixed on the peak months for wildlife-vehicle strikes. While some sources have found that 

animal-collision rates peak as sodium needs are highest, others have found that collision rates with 

moose peak in mid-November or midwinter, as the animals seek feeding sites that have little snow 

cover, often near roads. In addition, even though salt and salt brines are only applied during the winter 

months, these materials are still present after winter in roadside water due to runoff. Deer may be 

attracted to these salt pools in the early spring when natural sources of sodium are difficult to find. 

 

Dozens of techniques for mitigating wildlife-vehicle collisions have been proposed, including building 

fences or crossing structures, reducing speeds, and educating the public. While many techniques have 

been studied, those directly related to deicer usage and management has been the subject of relatively 

few published studies. The use of deicers other than sodium chloride is possibly the most recommended 

of these techniques, although some biologists have suggested that magnesium chloride and calcium 

chloride both attract wildlife as much or more than sodium chloride. Few deicer additives or repellants 

sprayed on roadside vegetation have been conducted, although lithium chloride has shown promise in 

repelling caribou in a controlled test. (Baird 2010) Deactivating roadside salt pools by draining them and 

then filling with rocks has shown promise at reducing moose visitations in both computer models and 

field tests. 

http://www.nrri.umn.edu/moose/publications/Alces/Grenier_1973_Moose_Killed_on_the_Highway_in_the_Laurentides_Park.pdf
ftp://ftp.mrnf.gouv.qc.ca/Public/Defh/Publications/Archives/Dussault et al 2007_Accidents orignal.pdf
http://lib.dr.iastate.edu/cgi/viewcontent.cgi?article=2431&context=etd
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Detailed Findings 
 

Background on Wildlife-Vehicle Collisions 
 

Scope of the Problem 

 

Wildlife-vehicle collisions can cause injury or death to humans and animals (with attendant ecological 

damage), as well as significant property damage. There are several estimates of the costs of wildlife-

vehicle collisions in specific jurisdictions and, in some instances, for specific animals. ITD's annual crash 

report reported 1,058 wildlife-vehicle collisions in 2012. (Idaho Transportation Department 2013) Of 

these, 3 caused human fatalities, 13 caused serious injury, 43 caused visible injuries, and 63 caused 

potential human injury. Based on U.S. Department of Transportation estimated average costs by crash 

type, these collisions had a total cost of approximately $19 million. (Huijser et al. 2008, Chapter 3)  

 

A National Cooperative Highway Research Program/U.S. Geological Survey study evaluating the costs of 

deer-vehicle collisions in Utah determined an average cost of $3,470 per collision, with a total cost of 

more than $45 million over 6 years. (Bissonette et al. 2008) These costs were primarily human fatalities 

(53 percent) and vehicle damage (39 percent), but loss of deer made up 6 percent of costs and human 

injuries made up 2 percent.  

 

Insurer State Farm, meanwhile, noted that the nationwide average claim for deer-vehicle collisions 

between July 1, 2011, and June 30, 2012, was $3,305. (Insurance Advocate 2012) Average cost per claim 

grew 4.4 percent over the prior year, and the number of deer-related claims increased by 7.9 percent 

over 4 years. The Insurance Institute for Highway Safety estimated that deer-vehicle collisions in the 

United States are responsible for about 200 human fatalities per year. 

 

Animal Attraction to Salt on Roads 

 

Many herbivorous animals naturally seek salt (sodium chloride) to supplement their diets. Sodium is 

necessary for physiological functions, including muscular contraction, reproduction, lactation, growth, 

hair production, maintenance of body mass and appetite, intercellular exchange, neural transmission, 

and acid-base equilibrium (Laurian et al. 2008, pp. 1094). In northern climates, wildlife may travel great 

distances to get the salt they need. Moose, elk, deer, bighorn sheep, woodchucks, snowshoe hares, 

porcupines, cottontail rabbits, and several species of birds have been observed feeding on roadside salt. 

(Environment Canada and Health Canada 2001, Section 3.6.1; Luers 2013; Stensland 2011) 

 

Moose, for example, typically lose weight in winter and need increased sodium in spring and early 

summer to help regain weight and energy, grow antlers, and begin lactation. The terrestrial vegetation 

available to moose in winter has a sodium concentration of only 10 ppm and provides only 6 percent of 

ƳƻƻǎŜΩǎ ŀƴƴǳŀƭ ǊŜǉǳƛǊŜƳŜƴǘǎΦ .ŜǘǘŜǊ ƴŀǘǳǊŀƭ ǎƻǳǊŎŜǎ ƻŦ ǎƻŘƛǳƳ ǘƘŀǘ ƳƻƻǎŜ ǳǘƛƭƛȊŜ ƛƴ spring include 

aquatic vegetation (with a concentration of 150 to 700 ppm) and brackish water at mineral springs (with 

http://itd.idaho.gov/ohs/2012Data/12AppBanimal.pdf
http://www.fhwa.dot.gov/publications/research/safety/08034/08034.pdf
http://digitalcommons.unl.edu/cgi/viewcontent.cgi?article=1060&context=hwi
http://www.insurance-advocate.com/Deer-in-The-Headlights-c1419.html
http://www.wildlifecollisions.ca/docs/moosebehavioratsaltpoolslaurian2008.pdf
http://www.hc-sc.gc.ca/ewh-semt/pubs/contaminants/psl2-lsp2/road_salt_sels_voirie/index-eng.php
http://wdfw.wa.gov/living/crossing_paths/
http://www.steamboattoday.com/news/2011/dec/22/moose-prowl-streets-steamboat-springs/
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a concentration of 23 ppm to 200 ppm). (Laurian et al. 2008) But availability of these sources is limited: 

aquatic vegetation is not fully developed in spring and early summer when moose need its sodium most, 

and mineral springs have limited geographic availability. 

 

Melted snow from roadways mixed with deicing chemicals can produce artificial roadside salt pools. 

With a high sodium concentration (greater than 500 ppm), these pools can provide the sodium that 

moose and other animals need in winter. They also offer an easy-to-consume source of sodium, relative 

to aquatic plants that provide low net energy content and may have high levels of toxic heavy metals. 

(Leblond et al. 2007) 

 

Completed Research 
 

Potential Link:  Wildlife-Vehicle Collisions and Road Salt 

 

Many agencies have hypothesized a link between deicing chemicals and wildlife-vehicle collisions. 

Montana Fish, Wildlife, and Parks attributed road salt (along with driver inattention, grass near the 

highway that greens faster than other vegetation at that altitude, and lion predation) for a rapid decline 

in the bighorn sheep population near Highway 200 at Thompson Falls. (Sakariassen 2012) According to a 

²ŜǎǘŜǊƴ ¢ǊŀƴǎǇƻǊǘŀǘƛƻƴ LƴǎǘƛǘǳǘŜ ǊŜǇƻǊǘΣ ά¢ƘŜ ǇǊŜǎŜƴŎŜ ƻŦ ōƛƎƘƻǊƴ ǎƘŜŜǇ ŀƭƻƴƎ IƛƎƘǿŀȅ о ώƛƴ ǎƻǳǘƘŜǊƴ 

British Columbia and Alberta] is frequently due to their attraction to salt that they lick off the roads.έ 

(Clevenger 2010) 

 

While assertions of the link between deicer use and wildlife-vehicle collisions are commonplace, 

research that directly connects the two is more difficult to find. A survey of winter maintenance 

practices among state DOTs conducted for this synthesis found few respondents who had evaluated the 

connection between salt and wildlife-vehicle collision.  

 

Below is an overview of those studies that did find a likely connection between the use of road salt and 

deicers and an increased presence of animals on or near roadways. 

 

Behavioral Adaptations of Moose to Roadside Salt Pools  

 

A moose-tracking program in the Laurentides Wildlife Reserve in Quebec, Canada, quantified the use of 

roadside salt pools by moose. In the study, researchers monitored 47 moose fitted with GPS collars for 

2 to 36 months. These collars collected location data every two hours, totaling nearly 200,000 location 

readings between January 2003 and April 2006. During this period, more than 100 metric tons of deicing 

salts were applied per kilometer of highway each winter, creating 86 roadside salt pools in the study  

  

http://www.wildlifecollisions.ca/docs/moosebehavioratsaltpoolslaurian2008.pdf
http://www.wildlifecollisions.ca/docs/leblondmngtsaltlicks2006.pdf.pdf
http://missoulanews.bigskypress.com/missoula/lethal-lick/Content?oid=1631625
http://www.westerntransportationinstitute.org/documents/reports/4W2531_Final_Report_Short.pdf
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area. There were also 23 compensation salt poolsτman-made salt pools managed by the Quebec 

Ministry of Transportation and located 100 to 1,500 meters away from highways to attract moose away 

from roads. 

 

Moose visited salt pools relatively rarely, with only 0.12 percent of readings recorded at salt pools. 

These visits occurred from May to September, peaking in June. However, moose traveled large distances 

to reach salt pools when they did visit. The distance between successive locations averaged 150 meters 

for all readings, but 300 to 500 meters when a moose was accessing a salt pool. Additionally, salt pools 

ǿŜǊŜ ƻŦǘŜƴ ƭƻŎŀǘŜŘ ŀǘ ǘƘŜ ŜŘƎŜ ƻŦ ŀ ƳƻƻǎŜΩǎ ƘƻƳŜ ǊŀƴƎŜ ƛƴ ŀǊŜŀǎ ǘƘŀǘ ƳƻƻǎŜ ǘȅǇƛŎŀƭƭȅ ŀǾƻƛŘŜŘΦ .ŀǎŜŘ 

on this data, researchers hypothesized that moose made intentional journeys to visit salt pools when 

they were sodium-deficient, filled their needs rapidly, and moved on. (Laurian et al. 2008) 

 

Temporal and Spatial Distribution of Moose-Vehicle Accidents in the Laurentides Wildlife Reserve, 

Quebec, Canada  

 

In a Quebec Ministry of Transportation study, researchers evaluated 13 years of accident data in the 

Laurentides Wildlife Reserve from 1990 to 2002 and found that the number of collisions between 

vehicles and moose increased by 80 percent on road segments that had at least one brackish pool 

nearby. Other factors contributing to accidents were time of year (collisions were most common from 

mid-May to late August, peaking in the second half of June); the presence of valleys across the road that 

allowed moose to travel without expending extra energy on steep slopes, which increased collisions by 

120 percent; and the average slope of the terrain surrounding the roadway (collisions increased as the 

mean slope increased). 

 

Multiple brackish pools in an area after the first did not increase the likelihood of collisions. Other 

factors that did not impact accident rates were distance to food or water availability, altitude, range in 

slope of the surrounding terrain, and twisting or undulation of the roadway. 

 

Even the factors that did have a notable impact on accident rates do not offer a full explanation, 

however. The authors assert that the variables explain less than 25 percent of the spatial variation in 

accidents, suggesting that there are other variables that affect accident rates. (Dussault et al. 2006) 

 

Moose Killed on the Highway in the Laurentides Park, Quebec, 1962 to 1972 

 

Research on the 189-kilometer-long Talbot Boulevard in the Laurentides Wildlife Reserve found that the 

presence of roadside salt pools doubled the number of collisions between moose and vehicles. This 

study also found that salt pools with higher sodium and calcium levels received increased moose 

visitation. It did not, however, find any link between the chemical composition of ponds and moose 

mortality. (Grenier 1973) 

  

http://www.wildlifecollisions.ca/docs/moosebehavioratsaltpoolslaurian2008.pdf
http://www.bioone.org/doi/pdf/10.2981/0909-6396(2006)12%5B415%3ATASDOM%5D2.0.CO%3B2
http://www.nrri.umn.edu/moose/publications/Alces/Grenier_1973_Moose_Killed_on_the_Highway_in_the_Laurentides_Park.pdf
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Moose-Vehicle Accidents in Ontario:  Relation to Highway Salt  

 

Researchers examined crash data on Highway 17 in Ontario, Canada, to evaluate the quantitative 

impacts of deicers on wildlife-vehicle collisions and concluded that moose were attracted to roadside 

salt pools. They found that 43 percent of moose-vehicle collisions occurred within 100 meters of a 

saltwater pool. This figure is higher than what would be randomly expected. (Huijser et al. 2007; Huijser 

et al. 2008) AdditionaƭƭȅΣ ǘƘŜ ǇŜŀƪ ǇŜǊƛƻŘ ŦƻǊ Ŏƻƭƭƛǎƛƻƴǎ ŎƻǊǊŜǎǇƻƴŘŜŘ ǿƛǘƘ ƳƻƻǎŜΩǎ ǇŜŀƪ ǎƻŘƛǳƳ 

deficiency rather than a period of maximum traffic. (Fraser and Thomas 1982) 

 

IƻǿŜǾŜǊΣ ŀ нллр ¢w. ǇŀǇŜǊ ǉǳŜǎǘƛƻƴŜŘ ǘƘƛǎ ŎƻƴŎƭǳǎƛƻƴΩǎ ǾŀƭƛŘƛǘȅ ŀŦǘŜǊ ƻōǎŜǊǾƛƴƎ ǘƘŀǘ ǘƘŜ ǎŀƳŜ ƴǳƳōŜǊ 

of moose-vehicle crashes took place more than 300 meters from saltwater pools. (Knapp 2005) 

wŜǎŜŀǊŎƘŜǊǎ ŀƭǎƻ ǉǳŜǎǘƛƻƴŜŘ ǘƘŜ ƻǊƛƎƛƴŀƭ ǊŜǎŜŀǊŎƘΩǎ ŀǎǎǳƳǇǘƛƻƴ ǘƘŀǘ ŀƭƭ ƭƻŎŀǘƛƻƴǎ ǿƻǳƭŘ ƘŀǾŜ ŀƴ Ŝǉual 

chance for a collision if roadside salt pools were not present and noted that the original research made 

no assertion of the number of crashes that could have been prevented if the salt pools were removed. 

(This and other dissenting perspectives are discussed in the section belowτQuestioning the Link: 

Wildlife-Vehicle Collisions and Salt.) 

 

Use of Roadside Salt Licks by Moose (Alces alces) in Northern New Hampshire  

 

Researchers tracked 14 moose by radio collar and found that most (11 out of 14) extended and 

elongated their home ranges specifically to include salty roadside pools. (Miller and Litvaitis 1992) 

 

Environmental Impact of Road Salting - State of the Art 

 

A 1982 Ontario Ministry of Transportation technical report stated that deer and moose that drink salty 

water are prone to bolting, which can sometimes take them into the path of a vehicle rather than 

moving away from it as they normally would. (Jones and Jeffrey 1986, cited in Environment Canada and 

Health Canada 2001, Section 3.6.1) 

 

Questioning the Link:  Wildlife-Vehicle Collisions and Salt 

 

Research suggests that a link between roadside salt pools and wildlife-vehicle collisions is not universally 

accepted. Among those participating in the survey of state practices conducted for this investigation, 

two respondents explicitly reported not finding a correlation between wildlife-vehicle collisions and salt 

use. Montana DOT reported that no significant evidence tied collisions to the use of salt or salt brine on 

roadways. Utah DOT tracks all animal carcass removal from its roadways, and data has shown no 

correlation with salt use or distribution. 

 

In a 2004 report, the Salt Institute argued άώǘϐƘŜǊŜ ƛǎ ƭƛǘǘƭŜ ǎŎƛŜƴǘƛŦƛŎ ƛƴŦƻǊƳŀǘƛƻƴ ŀōƻǳǘ ǾŜƘƛŎƭŜ-wildlife 

collisions related to the presence of highway salt along the roadside.έ (Salt Institute 2004, Section 4.1) 

To support its claim, the institute cites Wisconsin DOT data suggesting crashes between vehicles and 

deer peak in October and November, during deer breeding season. (Wisconsin DOT 2001) October and 

http://www.mdt.mt.gov/other/research/external/docs/research_proj/wildlife_crossing_mitigation/final_report.pdf
http://www.fhwa.dot.gov/publications/research/safety/08034/08034.pdf
http://www.fhwa.dot.gov/publications/research/safety/08034/08034.pdf
http://www.deercrash.com/papers/ToolTRB05FINALv2.doc
http://www.biodiversitylibrary.org/item/106990#page/120/mode/1up
http://www.hc-sc.gc.ca/ewh-semt/pubs/contaminants/psl2-lsp2/road_salt_sels_voirie/index-eng.php
http://www.hc-sc.gc.ca/ewh-semt/pubs/contaminants/psl2-lsp2/road_salt_sels_voirie/index-eng.php
http://www.safewinterroads.org/wp-content/uploads/2011/08/Highway-Salt-and-Our-Environment.pdf
http://www.wistatedocuments.org/cdm/singleitem/collection/p267601coll4/id/5904/rec/16
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November accounted for 41.1 percent of all deer-vehicle crashes in Wisconsin in 2001. A much smaller 

secondary peakτ15.7 percent of crashesτoccurred in May and June. The Salt Institute suggested that 

those May and June collisions are unrelated to deicers, since road salt is generally not needed that late 

in the year. This assertion, however, ignores the fact that salt remains on or near the roadway after 

winter. 

 

Published research is mixed on the peak months for wildlife-vehicle strikes. Some sources (including 

research in Quebec, Ontario, Newfoundland, and southern Sweden) have found that animal-collision 

rates peak as sodium needs are highest. Many others (including research in British Columbia, Alaska, 

Norway, Finland, and northern Sweden) have found that collision rates with moose peak in mid-

November or midwinter. At these times, animals seek feeding sites that have little snow cover, which 

are often available in valleys near roads. (Dussault et al. 2006)  

 

These reports suggest that in some areas and for some animal species, mating or migration behaviors 

are a more pertinent cause of wildlife-vehicle collisions than road salt. A Montana DOT study of deer-

vehicle collisions suggests additional contributing factors that attracted white-tailed deer to high-

collision sections of Highway 83 in the Seeley-Swan Valley. (Huijser, Gunson, and Abrams 2006, pp. 65) 

These factors included: rƻŀŘ ǎŀƭǘΣ ƭŀƴŘ ƳŀƴŀƎŜƳŜƴǘ ǇǊŀŎǘƛŎŜǎΣ ǘƘŜ ǇǳōƭƛŎΩǎ ǇǊƻǾƛǎƛƻƴ ƻŦ ŦƻƻŘ ŀƴŘ ǎŀƭǘ 

licks, temporary food sources created by logging, and hay in nearby horse pastures. 

 

As described earlier in this report, the conclusions of a 1982 Ontario study linking roadside salt pools to 

wildlife-vehicle collisions have been questioned because the study made no attempt to determine how 

many crashes would have occurred if roadside saltwater pools were eliminated or reduced. (Knapp 

2005) Knapp found no other studies that linked wildlife-vehicle collisions to the use of road salt 

(although research conducted after 2005 has found stronger links). 

 

Wildlife-Vehicle Crash Mitigation:  Focusing on Deicers 
 

Numerous techniques have been identified to reduce the number of collisions between animals and 

vehicles. These can be classified into four broad categories: reducing the animal population near the 

roadway, reducing the number of vehicles on a roadway, modifying animal behavior, and modifying 

motorist behavior. (Mastro et al. 2008) A Montana DOT report details 39 mitigation techniques that 

have demonstrated varying levels of effectiveness for deer-size and larger animals. (Huijser et al. 2007) 

Additionally, a 2005 Transportation Research Board paper evaluates the state of research into many 

often-suggested techniques for mitigating deer-vehicle collisions (Knapp 2005). 

 

While many mitigation techniques have been tested, there is relatively little research available about 

the effect of deicer-related solutions such as alternate deicers, additives, roadside salt pool 

management, and compensatory salt sources. These specific wildlife-vehicle collision reduction 

techniques are described below. 

http://www.bioone.org/doi/pdf/10.2981/0909-6396(2006)12%5B415%3ATASDOM%5D2.0.CO%3B2
http://www.westerntransportationinstitute.org/documents/reports/425569_Final_Report.pdf
http://www.deercrash.com/papers/ToolTRB05FINALv2.doc
http://www.deercrash.com/papers/ToolTRB05FINALv2.doc
http://digitalcommons.unl.edu/cgi/viewcontent.cgi?article=1074&context=hwi
http://www.mdt.mt.gov/other/research/external/docs/research_proj/wildlife_crossing_mitigation/final_report.pdf
http://www.deercrash.com/papers/ToolTRB05FINALv2.doc


Impacts of Using Salt and Salt Brine for Roadway Deicing 

  80 

Alternate Deicers 

 
Many sources recommend the use of alternate deicers to reduce the number of wildlife-vehicle 

collisions, but these recommendations are not generally supported by research. (Laurian et al. 2008; 

Hedlund et al. 2003; Huijser et al. 2007; Watson and Klingel 2000; Clevenger et al. 2010) A Federal 

IƛƎƘǿŀȅ !ŘƳƛƴƛǎǘǊŀǘƛƻƴ ǊŜǇƻǊǘ ƭƛǎǘŜŘ άƛƴǾŜǎǘƛƎŀǘŜ ŘŜƛŎƛƴƎ ŀƭǘŜǊƴŀǘƛǾŜǎέ ŀǎ ƻƴŜ ƻŦ Ƴŀƴȅ ƳƛǘƛƎŀǘƛƻƴǎ ǘƘŀǘ 

may be promising. (Huijser et al. 2008) 

 

Washington DOT wildlife biologists have reported anecdotal observations that calcium chloride and 

magnesium chloride seem even more attractive to wildlife than road salt. (Luers 2013) These 

observations were supported by an informal experiment in which biologists sprayed feeding barrels at a 

bighorn sheep winter feeding site with either commercially available magnesium chloride solutions or 

dissolved table salt. In all three tests, sheep licked the magnesium chloride-coated barrels first. The 

magnesium chloride solutions contained proprietary corrosion inhibitors, and it is unknown which 

specific components attracted the animals in this experiment.  

 

Colorado Parks and Wildlife biologists have also cited magnesium chloride as an attractant for bighorn 

sheep. (Vieira 2012) ¢ƘŜ ǊŜǇƻǊǘ ƴƻǘŜǎ ǘƘŀǘ άώōϐƛƎƘƻǊƴ ǎŜŜƳ ƛƴǾŀǊƛŀōƭȅ ŀǘǘǊŀŎǘŜŘ ǘƻ ǘƘŜ ƳŀƎƴŜǎƛǳƳ 

chloride applied to the roads, which increases their vulnerability to being hit by vehicles particularly 

under poor driving conditions.έ (Vieira 2012, pp. 32) 

 

In Jasper Park, Alberta, Canada, calcium chloride was specifically tested and failed to deter animals from 

the road. (Bertwistle 1997, cited in Huijser et al. 2008)  

 

Additives 

 

Several deicer additives have been tested for their ability to repel animals. Lithium chloride, a 

gastrointestinal toxicant, was the most effective additive in a test of 14 caribou in Alberta. (Brown 2000, 

cited in Baird 2010) The caribou rejected nearly all of the food treated with lithium chloride that they 

were offered over a five-day test period. In the same test, the caribou were initially repelled by Deer 

Away Big Game Repellent, an olfactory and taste repellent, but feeding time and food intake returned to 

near baseline levels by the end of the test period. Wolfin, which simulates the scent of wolf urine, had 

no impact on the caribou. It must be noted that this test was conducted under controlled circumstances 

rather than in the field. 

 

Montana DOT and Montana Fish, Wildlife, and Parks tested GameAway as a deicer additive on Highway 

200 to reduce vehicle collisions with bighorn sheep. (Bragg 2012) This research produced inconclusive 

results, however. (Justun Juelfs, personal correspondence) Photographic data found that bighorn sheep 

were on or near the road more often during GameAway treatment periods than at other times, but 

observational data found the opposite. Additionally, study results are considered compromised because 

GameAway was almost always applied with a salt/sand mixture on the road rather than independently.  

 

http://www.wildlifecollisions.ca/docs/moosebehavioratsaltpoolslaurian2008.pdf
http://www.defenders.org/sites/default/files/publications/methods_to_reduce_traffic_crashes_involving_deer.pdf
http://www.mdt.mt.gov/other/research/external/docs/research_proj/wildlife_crossing_mitigation/final_report.pdf
http://www.all-creatures.org/hope/DOE/3%20-%20Assessing%20Methods%20for%20Reducing%20Deer-Vehicle%20Accident.htm
http://www.westerntransportationinstitute.org/documents/reports/4W2531_Final_Report_Short.pdf
http://www.fhwa.dot.gov/publications/research/safety/08034/08034.pdf
http://wdfw.wa.gov/living/crossing_paths/
http://cpw.state.co.us/Documents/Hunting/BigGame/DAU/BighornSheep/RBS1DAUplan.pdf
http://www.kpax.com/news/state-hoping-new-additive-stops-highway-200-sheep-accidents/#_
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Several tests of deer repellents on roadside vegetation have been ineffective at reducing collisions. 

(Mastro et al. 2008) A prior synthesis of repellent studies suggested that natural predator and 

putrescent egg scents had the most potential as area-based repellants. (Knapp 2005) The synthesis 

noted that area-based repellents needed to be field-tested and that it was unlikely for a single repellent 

to be functional for all animals. A Montana DOT report concluded that olfactory or chemical repellents 

likely have limited effectiveness. (Huijser et al. 2007) 

 

Roadside Salt Pool Deactivation 

 

In a three-year study of roadside salt pool deactivation in the Laurentides Wildlife Reserve, where pools 

were drained and filled with rocks, researchers noted significantly reduced moose visits, visit duration, 

and frequency of night visits. (Leblond et al. 2007) Researchers concluded that reduced visitation rates 

would reduce the risk of collision, although this was not specifically tested. Another field test of roadside 

salt pool deactivation is under way in John Prince Research Forest in British Columbia, but results are not 

yet available. (Rea and Rea 2005) 

 

A Maine DOT report recommended a similar approach: concentrating salt runoff in a specific location 

and then identifying that location to the driving public. (Maine Interagency Work Group on 

Wildlife/Motor Vehicle Collisions 2001) This report, however, offered no details about implementing this 

approach. 

 

Agent-based modeling (a model that simulates the actions and interactions of individuals within a larger 

population) of moose behavior in the Laurentides Wildlife Reserve also suggested that salt pool removal 

would reduce the number of road crossings by moose. (Grosman et al. 2009) The model indicated that 

100 percent roadside salt pool removal could reduce road crossings by 49 percent, if no compensatory 

salt pools (salt pools created as a mineral source some distance from the roadway) were created, or by 

18 percent if compensatory salt pools were created. Removing two-thirds of roadside salt pools reduced 

road crossings by 16 percent, regardless of whether compensatory salt pools were created. Another 

study that used agent-based modeling found that removing roadside salt pools reduced road crossings 

by 22 percent to 79 percent. (Grosman et al. 2011) Compensation pools, if used, should be located as far 

as possible from the roads, at least 500 meters.  

 

Compensatory Salt Pools 

 

As indicated above, models suggest that compensatory salt pools may reduce the effectiveness of salt 

pool removal. An unintentional form of compensatory feedingτa compound salt shedτhas been 

observed as an attractant to bighorn sheep near Radium Hot Springs in British Columbia. (Dibb 2006) 

The author expressed concern about this shed potentially spreading saliva-borne disease or 

contamination of the salt with toxic substances, but observed that there has been no evidence of these 

problems actually occurring. 

 

http://digitalcommons.unl.edu/cgi/viewcontent.cgi?article=1074&context=hwi
http://www.deercrash.com/papers/ToolTRB05FINALv2.doc
http://www.mdt.mt.gov/other/research/external/docs/research_proj/wildlife_crossing_mitigation/final_report.pdf
http://www.wildlifecollisions.ca/docs/leblondmngtsaltlicks2006.pdf.pdf
http://www.fhwa.dot.gov/publications/publicroads/05sep/05.cfm
http://mainegov-images.informe.org/mdot/pubs/pdf/437-446moosereport.pdf
http://mainegov-images.informe.org/mdot/pubs/pdf/437-446moosereport.pdf
http://www.ecologyandsociety.org/vol14/iss2/art17/
http://www.sciencedirect.com/science/article/pii/S0304380011000548
http://www.friendsofkootenay.ca/sites/default/files/Dibb%202006.pdf
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Salt and Water Reduction Near Roadways 

 

As part of its response to the survey of state DOTs for this synthesis (see Appendix A), Utah DOT offered 

suggestions for reducing salt build-up near roadways. These suggestions included minimizing salt use, 

reducing salt scatter and bounce, and eliminating standing water where possible along roadsides within 

the right-of-way to minimize the potential for wildlife-vehicle collisions. 

 

Wildlife-Vehicle Crash Mitigation:  Beyond Deicers 
 

While this synthesis focuses on mitigation techniques related to deicer usage, several other prominently 

used techniques warrant brief overviews, including: 

 

¶ Fences. Several studies have found that properly maintained fences, combined with wildlife 

crossings, are the most effective method for reducing collisions between deer and vehicles. 

(Mastro et al. 2008) Fences are also credited with reducing collisions with bighorn sheep in 

north central Washington, even as the herd size is growing. (Mehaffey 2012) 

 

¶ Speed reductions. A test of speed reductions from 90 to 70 kilometers per hour on 3 sections of 

the Yellowhead Highway in Jasper National Park, Alberta, Canada, produced mixed results. 

(Bertwistle 1999) During the test period, there was a 33 percent decrease in bighorn sheep-

vehicle collisions in 90 kph zones, but a slight increase in zones that were changed to 70 kph. 

Speed reductions were affiliated with a different impact on elk: Collisions increased by 

84 percent in 90 kph zones, but a much lower 24 percent in 70 kph zones.   

 

¶ Crossing structures. Banff National Park, Alberta, Canada, uses crossing structures in 

conjunction with fences to reduce wildlife-vehicle collisions on the Trans-Canada Highways. 

These crossing structures are expensive but effective. (Alan Dibb, personal correspondence) In 

addition, two states noted activities related to wildlife crossings in the state DOT survey 

conducted for this investigation: 

o Washington is constructing wildlife bridges. (http://i90wildlifebridges.org/bridging-

futures-2013) In 2014, a student design will be finalized for construction of 

WashingtoƴΩǎ ŦƛǊǎǘ ǿƛƭŘƭƛŦŜ ƻǾŜǊŎǊƻǎǎƛƴƎΦ 

 

o Wyoming DOT has installed several wildlife crossing structures. (Refer to the survey 

responses for this synthesis report in Appendix A.) These large box culverts allow wildlife 

to pass under the roadway in locations identified by the Wyoming Game & Fish 

Department as migration routes or problem areas. The agency has noted success with 

adding game fencing to the right-of-way to channel wildlife toward the crossings.  

  

http://digitalcommons.unl.edu/cgi/viewcontent.cgi?article=1074&context=hwi
http://www.wenatcheeworld.com/news/2012/dec/14/local-bighorn-sheep-populations-on-the-rise/
http://www.icoet.net/downloads/99paper11.pdf
http://i90wildlifebridges.org/bridging-futures-2013
http://i90wildlifebridges.org/bridging-futures-2013


Part 3. Road Salt and Wildlife-Vehicle Collisions 

  83 

¶ Public education. Few respondents of the state DOT survey conducted for this synthesis 

reported taking any steps to minimize wildlife-vehicle collisions thought to be caused by salt or 

salt brine use. Public education was the only method used by a significant percentage of 

respondents (21 percent). 

 

Research in Progress 
 

{ŜǾŜǊŀƭ ǇǊƻƧŜŎǘǎ ŎǳǊǊŜƴǘƭȅ ǳƴŘŜǊ ǿŀȅ ƘŀǾŜ ƛƳǇƭƛŎŀǘƛƻƴǎ ŦƻǊ ǘƘŜ ǎǘŀǘŜ ƻŦ ƪƴƻǿƭŜŘƎŜ ƻŦ ŘŜƛŎŜǊǎΩ ǊƻƭŜ ƛƴ 

wildlife-vehicle collisions. This research includes: 

¶ An ITD project that seeks to determine where mitigation measures are needed to reduce 

wildlife-vehicle collisions and the most cost-effective options. A GIS tool will identify high-risk 

corridors. The project is scheduled for completion in June 2014. (Cramer, in progress)  

¶ The Deer-Vehicle Crash Information and Research Center pooled fund website, established in 

2001, has not been maintained or updated since 2009. A current project will incorporate 

research into the website that has been completed since then. (Knapp, in progress) 

¶ A field test of roadside salt pool deactivation is under way in John Prince Research Forest in 

British Columbia, but results are not yet available. (Rea and Rea, 2005) While originally 

scheduled to be completed in 2008, personal correspondence with the researcher revealed that 

the project is still under way and no results could be shared yet. 

  

http://trid.trb.org/view/1256427
http://trid.trb.org/view/1246736
http://www.fhwa.dot.gov/publications/publicroads/05sep/05.cfm
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